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A review is presented of nondestructive test methods for evaluating the condition of concrete and steel reinforcement in structures. The methods discussed include visual inspection, stress-wave methods, nuclear methods, penetrability methods, magnetic and electrical methods, infrared thermography and ground-penetrating radar. The principle of each method is discussed and the typical instrumentation is described. The testing procedures are summarized and the data analysis methods are explained. The advantages and limitations of the methods are highlighted. The report concludes with a discussion of the planning of a nondestructive testing program. The report provides general information to individuals who are faced with the task of evaluating the condition of a concrete structure and are considering the applicability of nondestructive test methods to aid in that evaluation.



ACI Committee Reports, Guides, Standard Practices, and Commentaries are intended for guidance in planning, designing, executing, and inspecting construction. This document is intended for the use of individuals who are competent to evaluate the significance and limitations of its content and recommendations and who will accept responsibility for the application of the material it contains. The American Concrete Institute disclaims any and all responsibility for the stated principles. The Institute shall not be liable for any loss or damage arising therefrom. Reference to this document shall not be made in contract documents. If items found in this document are desired by the Architect/Engineer to be a part of the contract documents, they shall be restated in mandatory language for incorporation by the Architect/Engineer.
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3.3—Numerical and experimental simulations 3.4—Correlation with intrusive testing 3.5—Reporting results Chapter 4—References, p. 56 4.1—Specified references 4.2—Cited references Appendix A—Theoretical aspects of mobility plot of pile, p. 61 CHAPTER 1—INTRODUCTION 1.1—Scope Nondestructive test (NDT) methods are used to determine hardened concrete properties and to evaluate the condition of concrete in deep foundations, bridges, buildings, pavements, dams and other concrete construction. For this report, nondestructive testing is defined as testing that causes no structurally significant damage to concrete. While some people regard coring and load testing as nondestructive, these are not considered in this report, and appropriate information is given in ACI 437R. Nondestructive test methods are applied to concrete construction for four primary reasons: • quality control of new construction; • troubleshooting of problems with new construction; • condition evaluation of older concrete for rehabilitation purposes; and • quality assurance of concrete repairs. Nondestructive testing technologies are evolving and research continues to enhance existing methods and develop new methods. The report is intended to provide an overview of the principles of various NDT methods being used in practice, and to summarize their applications and limitations. The emphasis is placed on methods that have been applied to measure physical properties other than the strength of concrete in structures, to detect flaws or discontinuities, and to provide data for condition evaluation. Methods to estimate in-place compressive strength are presented in ACI 228.1R. 1.2—Needs and applications Nondestructive test methods are increasingly applied for the investigation of concrete structures. This increase in the application of NDT methods is due to a number of factors: • technological improvements in hardware and software for data collection and analysis; • the economic advantages in assessing large volumes of concrete compared with coring; • ability to perform rapid, comprehensive assessments of existing construction; and • specification of NDT methods for quality assurance of deep foundations and concrete repairs. This increased use of NDT methods is occurring despite the lack of testing standards for many of the methods. The development of testing standards is critical for proper application and expanded use of NDT methods for evaluation of concrete constructions.



Traditionally, quality assurance of concrete construction has been performed largely by visual inspection of the construction process and by sampling the concrete for performing standard tests on fresh and hardened specimens. This approach does not provide data on the in-place properties of concrete. NDT methods offer the advantage of providing information on the in-place properties of hardened concrete, such as the elastic constants, density, resistivity, moisture content, and penetrability characteristics. Condition assessment of concrete for structural evaluation purposes has been performed mostly by visual examination, surface sounding,* and coring to examine internal concrete conditions and obtain specimens for testing. This approach limits what can be detected. Also, cores only provide information at the core location and coreholes must be repaired. Condition assessments can be made with NDT methods to provide important information for the structural performance of the concrete, such as: • Member dimensions; • Location of cracking, delamination, and debonding; • Degree of consolidation, and presence of voids and honeycomb; • Steel reinforcement location and size; • Corrosion activity of reinforcement; and • Extent of damage from freezing and thawing, fire, or chemical exposure. 1.3—Objective of report This report reviews the state of the practice for nondestructively determining non-strength physical properties and conditions of hardened concrete. The overall objective is to provide the potential user with a guide to assist in planning, conducting, and interpreting the results of nondestructive tests of concrete construction. Chapter 2 discusses the principles, equipment, testing procedures, and data analysis of the various NDT methods. Typical applications and inherent limitations of the methods are discussed to assist the potential user in selecting the most appropriate method for a particular situation. Chapter 3 discusses the planning and performance of NDT investigations. Included in Chapter 3 are references to in-place tests covered in ACI 228.1R and other applicable methods for evaluating the in-place characteristics of concrete. CHAPTER 2—SUMMARY OF METHODS This chapter reviews the various NDT methods for evaluating concrete for characteristics other than strength. The underlying principles are discussed, the instrumentation is described, and the inherent advantages and limitations of each method are summarized. Where it is appropriate, examples of test data are provided. Table 2.1 summarizes the methods to be discussed. The first column lists the report section where the method is described; the second column provides a brief explanation of the underlying principles; and the third column gives typical applications. * Sounding refers to striking the surface of the object and listening to the characteristics of the resulting sound.
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Table 2.1—Summary of nondestructive testing methods



Most NDT methods are indirect tests because the condition of the concrete is inferred from the measured response to some stimulus, such as impact or electromagnetic radiation. For favorable combinations of test method and site conditions, test results may be unambiguous and supplemental testing may be unnecessary. In other cases, the NDT results may be inconclusive and additional testing may be needed. Supplemental testing can be another NDT method or, often, it may be invasive methods to allow direct observation of the internal condition. Invasive inspection can range from drilling small holes to removing test samples by coring or sawing. The combination of nondestructive and invasive inspection allows the reliability of the NDT method to be assessed for the specific project. Once the reliability of the NDT method is established, a thorough inspection of the structure can be done economically.



2.1—Visual inspection 2.1.1 General—Normally, a visual inspection is one of the first steps in the evaluation of a concrete structure (Perenchio, 1989). Visual inspection can provide a qualified investigator with a wealth of information that may lead to positive identification of the cause of observed distress. Broad knowledge in structural engineering, concrete materials, and construction methods is needed to extract the most information from the visual inspection. Useful guides are available to help less-experienced individuals (ACI 201.1R, ACI 207.3R, ACI 224.1R, ACI 362R). These documents provide information for recognizing and classifying different types of damage, and can help to identify the probable cause of the distress. Before doing a detailed visual inspection, the investigator should develop and follow a definite plan to maximize the
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Table 2.1—Continued



quality of the recorded data. A suitable approach typically involves the following activities: • Cursory “walk-through” inspection to become familiar with the structure; • Gathering background documents and information on the design, construction, ambient conditions, and operation of the structure; • Planning the complete investigation; • Laying out a control grid on the structure to serve as a basis for recording observations; • Doing the visual inspection; and • Performing necessary supplemental tests. Various ACI documents should be consulted for additional guidance on planning and carrying out the complete investigation (ACI 207.3R, ACI 224.1R, ACI 362R, ACI 437R). 2.1.2 Supplemental tools—Visual inspection is one of the most versatile and powerful NDT methods. However, as mentioned above, its effectiveness depends on the knowl-



edge and experience of the investigator. Visual inspection has the obvious limitation that only visible surfaces can be inspected. Internal defects go unnoticed and no quantitative information is obtained about the properties of the concrete. For these reasons, a visual inspection is usually supplemented by one or more of the other NDT methods discussed in this chapter. The inspector should consider other useful tools that can enhance the power of a visual inspection. Optical magnification allows a more detailed view of local areas of distress. Available instruments range from simple magnifying glasses to more expensive hand-held microscopes. Some fundamental principles of optical magnification can help in selecting the correct tool. The focal length decreases with increasing magnifying power, which means that the primary lens must be placed closer to the surface being inspected. The field of view also decreases with increasing magnification, making it tedious to inspect a large area at high magnification. The depth of field is the maximum difference in elevation of points on a rough textured surface that
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are simultaneously in focus; this also decreases with increasing magnification of the instrument. To assure that the “hills” and “valleys” are in focus simultaneously, the depth of field has to be greater than the elevation differences in the texture of the surface that is being viewed. Finally, the illumination required to see clearly increases with the magnification level, and artificial lighting may be needed at high magnification. A very useful tool for crack inspection is a small handheld magnifier with a built-in measuring scale on the lens closest to the surface being viewed (ACI 224.1R). With such a crack comparator, the width of surface cracks can be measured accurately. A stereo microscope includes two viewing lenses that allow a three-dimensional view of the surface. By calibrating the focus adjustment screw, the investigator can estimate the elevation differences in surface features. Fiberscopes and borescopes allow inspection of regions that are otherwise inaccessible to the naked eye. A fiberscope is composed of a bundle of optical fibers and a lens system; it allows viewing into cavities within a structure by means of small access holes. The fiberscope is designed so that some fibers transmit light to illuminate the cavity. The operator can rotate the viewing head to allow a wide viewing angle from a single access hole. A borescope is composed of a rigid tube with mirrors and lenses and is designed to view straight ahead or at right angles to the tube. The image is clearer using a borescope, while the fiberscope offers more flexibility in the field of view. Use of these scopes requires drilling small holes if other access channels are absent, and the holes must intercept the cavity to be inspected. Some methods to be discussed in the remainder of the chapter may be used to locate these cavities. Therefore, the fiberscope or borescope may be used to verify the results of other NDT methods without having to take cores. A recent development that expands the flexibility of visual inspection is the small digital video camera. These are used in a similar manner to borescopes, but they offer the advantage of a video output that can be displayed on a monitor or stored on appropriate recording media. These cameras have optical systems with a charge-coupled device (CCD), and come in a variety of sizes, resolutions, and focal lengths. Miniature versions as small as 12 mm in diameter, with a resolution of 460 scan lines, are available. They can be inserted into holes drilled into the structure for views of internal cavities, or they can be mounted on robotic devices for inspections in pipes or within areas exposed to biological hazards. In summary, visual inspection is a very powerful NDT method. Its effectiveness, however, is to a large extent governed by the investigator’s experience and knowledge. A broad knowledge of structural behavior, materials, and construction methods is desirable. Visual inspection is typically one aspect of the total evaluation plan, which will often be supplemented by a series of other NDT methods or invasive procedures.
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2.2—Stress-wave methods for structures Several test methods based on stress-wave propagation can be used for nondestructive testing of concrete structures. The ultrasonic* through-transmission method can be used for locating abnormal regions in a member. The echo methods can be used for thickness measurements and flaw detection. The spectral analysis of surface waves (SASW) method can be used to determine the thickness of pavements and elastic moduli of layered pavement systems. The following sub-sections describe the principles and instrumentation for each method. Section 2.3 discusses stress-wave methods for integrity testing of deep foundations. Additional information is given in Sansalone and Carino (1991). Stress waves occur when pressure or deformation is applied suddenly, such as by impact, to the surface of a solid. The disturbance propagates through the solid in a manner analogous to how sound travels through air. The speed of stress-wave propagation in an elastic solid is a function of the modulus of elasticity, Poisson’s ratio, the density, and the geometry of the solid. This dependence between the properties of a solid and the resultant stress-wave propagation behavior permits inferences about the characteristics of the solid by monitoring the propagation of stress waves. When pressure is applied suddenly at a point on the surface of a solid half-space, the disturbance propagates through the solid as three different waves. The P-wave and S-wave propagate into the solid along hemispherical wavefronts. The P-wave, also called the dilatational or compression wave, is associated with the propagation of normal stress and particle motion is parallel to the propagation direction. The S-wave, also called the shear or transverse wave, is associated with shear stress and particle motion is perpendicular to the propagation direction. In addition, an R-wave travels away from the disturbance along the surface. In an isotropic, elastic solid, the P-wave speed Cp is related to Young’s modulus of elasticity E; Poisson’s ratio ν; and the density ρ as follows (Krautkrämer and Krautkrämer, 1990)



Cp =



E(1 – ν) ----------------------------------------ρ ( 1 + ν ) ( 1 – 2ν )



(2.1)



The S-wave propagates at a slower speed Cs given by (Krautkrämer and Krautkrämer, 1990)



Cs =



G ---ρ



(2.2)



where G = the shear modulus of elasticity. A useful parameter is the ratio of S-wave speed to P-wave speed



* “Ultrasonic” refers to stress waves above the audible range, which is usually assumed to be above a frequency of 20 kHz.
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C -----s- = Cp



1 – 2ν -------------------2(1 – ν)



(2.3)



For a Poisson’s ratio of 0.2, which is typical of concrete, this ratio equals 0.61. The ratio of the R-wave speed Cr to the Swave speed may be approximated by the following formula (Krautkrämer and Krautkrämer, 1990) Cr 0.87 + 1.12ν ----- = -----------------------------Cs 1+ν



(2.4)



For a Poisson’s ratio between 0.15 and 0.25, the R-wave travels from 90 to 92 percent of the S-wave speed. Eq. (2.1) represents the P-wave speed in an infinite solid. In the case of bounded solids, the wave speed is also affected by the geometry of the solid. For wave propagation along the axis of slender bar, the wave speed is independent of Poisson’s ratio and is given by the following



Cb =



E --ρ



(2.5)



where Cb is the bar wave speed. For a Poisson’s ratio between 0.15 and 0.25, the wave speed in a slender bar is from 3 to 9 percent slower than the P-wave speed in a large solid. When a stress wave traveling through Material 1 is incident on the interface between a dissimilar Material 2, a portion of the incident wave is reflected. The amplitude of the reflected wave is a function of the angle of incidence and is a maximum when this angle is 90 deg (normal incidence). For normal incidence, the reflection coefficient R is given by the following Z2 – Z1 R = ----------------Z2 + Z1 where R =



(2.6)



ratio of sound pressure of the reflected wave to the sound pressure of the incident wave, Z2 = specific acoustic impedance of Material 2, and Z1 = specific acoustic impedance of Material 1. The specific acoustic impedance is the product of the wave speed and density of the material. The following are approximate Z-values for some materials (Sansalone and Carino, 1991) Material Air Water Soil Concrete Limestone Granite Steel



Specific acoustic impedance, kg/(m2s) 0.4 1.5 × 106 0.3 to 4 × 106 7 to 10 × 106 7 to 19 × 106 15 to 17 × 106 47 × 106



Thus, for a stress wave that encounters an air interface as it travels through concrete, the absolute value of the reflection coefficient is nearly 1.0 and there is almost total reflection at the interface. This is why NDT methods based on stress-wave propagation have proven to be successful for locating defects within concrete. 2.2.1 Ultrasonic through transmission method—One of the oldest NDT methods for concrete is based on measuring the travel time over a known path length of a pulse of ultrasonic compressional waves. The technique is known as ultrasonic through transmission, or, more commonly, the ultrasonic pulse velocity method. Naik and Malhotra (1991) provide a summary of this test method, and Tomsett (1980) reviewed the various applications of the technique. The development of field instruments to measure the pulse velocity occurred nearly simultaneously in the late 1940s in Canada and England (Whitehurst, 1967). In Canada, there was a desire for an instrument to measure the extent of cracking in dams (Leslie and Cheesman, 1949). In England, the emphasis was on the development of an instrument to assess the quality of concrete pavements (Jones, 1949). Principle—As mentioned above, the speed of propagation of stress waves depends on the density and the elastic constants of the solid. In a concrete member, variations in density can arise from nonuniform consolidation, and variations in elastic properties can occur due to variations in materials, mix proportions, or curing. Thus, by determining the wave speed at different locations in a structure, it is possible to make inferences about the uniformity of the concrete. The compressional wave speed is determined by measuring the travel time of the stress pulse over a known distance. The testing principle is illustrated in Fig. 2.2.1(a),* which depicts the paths of ultrasonic pulses as they travel from one side of a concrete member to the other side. The top case represents the shortest direct path through sound concrete, and it would result in the shortest travel time, or the fastest apparent wave speed. The second case from the top represents a path that passes through a portion of inferior concrete, and the third case shows a diffracted path around the edge of a large void (or crack). In these latter cases, the travel time would be greater than the first case. The last case indicates a travel path that is interrupted by a void. This air interface results in total reflection of the stress waves and there would be no arrival at the opposite side. The apparent wave speeds would be determined by dividing the member thickness by the measured travel time. A comparison of the wave speeds at the different test points would indicate the areas of anomalies within the member. It may also be possible to use signal attenuation as an indicator of relative quality of concrete, but this requires special care to ensure consistent coupling of the transducers at all test points (Teodoru, 1994). Apparatus for through-transmission measurements has also been used on the same surface as shown in Fig. 2.2.2(a).



* The first two numbers of a figure or table represent the chapter and section in which the figure or table is first mentioned.
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Fig. 2.2.1—(a) Effects of defects on travel time of ultrasonic pulse; and (b) schematic of through-transmission test system. This approach has been suggested for measuring the depth of a fire-damaged surface layer having a lower wave speed than the underlying sound concrete (Chung and Law, 1985) and for measuring the depth of concrete damaged by freezing (Teodoru and Herf, 1996). The test is carried out by measuring the travel time as a function of the separation X between transmitter and receiver. The method assumes that stresswave arrival at the receiver occurs along two paths: Path 1, which is directly through the damaged concrete, and Path 2, which is through the damaged and the sound concrete. For small separation, the travel time is shorter for Path 1, and for large separation the travel time is shorter for Path 2. By plotting the travel time as a function of the distance X, the presence of a damaged surface layer is indicated by a change in the slope of the data. The distance Xo , at which the travel times for the two paths are equal, is found from the intersection of the straight lines as shown in Fig. 2.2.2(b). The slopes of the two lines are reciprocals of the wave speeds in the damaged and sound concrete. The depth of the damaged layer is found from the following (Chung and Law, 1985) X Vs – Vd d = -----o- ----------------2 Vs + Vd



(2.7)



The surface method relies on measuring the arrival time of low amplitude waves, and the user should understand the capabilities of the instrument to measure the correct arrival times. The user should also be familiar with the underlying theory of seismic refraction (Richart et al., 1970) that forms the basis of Eq. (2.7). The method is only applicable if the upper layer has a slower wave speed than the lower layer. Instrumentation—The main components of modern devices for measuring the ultrasonic pulse velocity are shown schematically in Fig. 2.2.1(b). A transmitting transducer is positioned on one face of the member and a receiving transducer is positioned on the opposite face. The transducers contain piezoelectric ceramic elements. Piezoelectric materials change dimension when a voltage is applied to them, or they produce a voltage change when they are deformed. A



Fig. 2.2.2—(a) Wave paths for ultrasonic testing on surface of concrete having damaged surface layer; and (b) travel time as a function of distance between transmitter and receiver. pulser is used to apply a high voltage to the transmitting transducer (source), and the suddenly applied voltage causes the transducer to vibrate at its natural frequency. The vibration of the transmitter produces the stress pulse that propagates into the member. At the same time that the voltage pulse is generated, a very accurate electronic timer is turned on. When the pulse arrives at the receiver, the vibration is changed to a voltage signal that turns off the timer, and a display of the travel time is presented. The requirements for a suitable pulse-velocity device are given in ASTM C 597. The transducers are coupled to the test surfaces using a viscous material, such as grease, or a non-staining ultrasonic
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Fig. 2.2.3—Schematic of ultrasonic pulse-echo and pitchcatch methods. gel couplant if staining of the concrete is a problem. Transducers of various resonant frequencies have been used, with 50-kHz transducers being the most common. Generally, lower-frequency transducers are used for mass concrete (20 kHz) and higher-frequency transducers (> 100 kHz) are used for thinner members where accurate travel times have to be measured. In most applications, 50-kHz transducers are suitable. 2.2.2 Ultrasonic-echo method—Some of the drawbacks of the through-transmission method are the need for access to both sides of the member and the lack of information on the location (depth) of a detected anomaly. These limitations can be overcome by using the echo methods, in which the testing is performed on one face of the member and the arrival time of a stress wave reflected from a defect is determined. This approach has been developed for testing metals, and it is known as the pulse-echo method. Since the 1960s, a number of different experimental ultrasonic-echo systems have been developed for concrete (Bradfield and Gatfield, 1964; Howkins, 1968). Successful applications have been limited mainly to measuring the thickness of and detecting flaws in thin slabs, pavements, and walls (Mailer, 1972; Alexander and Thornton, 1989). Principle—In the pulse-echo method, a stress pulse is introduced into an object at an accessible surface by a transmitter. The pulse propagates into the test object and is reflected by flaws or interfaces. The surface response caused by the arrival of reflected waves, or echoes, is monitored by the same transducer acting as a receiver. This technique is illustrated in Fig. 2.2.3(a). Due to technical problems in developing a suitable pulse-echo transducer for testing concrete, successful ultrasonic-echo methods have, in the past, used a separate receiving transducer located close to the transmitting transducer. Such a system is known as pitch-catch, and is illustrated in Fig. 2.2.3(b). The receiver output is displayed on an oscilloscope as a time-domain waveform. The round-trip travel time of the pulse can be obtained from the waveform by determining the time from the start of the transmitted



pulse to the reception of the echo. If the wave speed in the material is known, this travel time can be used to determine the depth of the reflecting interface. Instrumentation—The key components of an ultrasonicecho test system are the transmitting and receiving transducer(s), a pulser, and an oscilloscope. Transducers that transmit and receive short-duration, low-frequency* (≈ 200 kHz), focused waves are needed for testing concrete. However, it is difficult to construct such transducers, and often their dimensions become very large, making the transducers cumbersome and difficult to couple to the surface of the concrete (Mailer, 1972). Recent advances have resulted in improved transducers (Alexander and Thornton, 1989), but their penetration depths are limited to about 250 mm. A true pulse-echo system (source and receiver are one transducer) has been developed and applied to concrete with small-sized aggregate (Hillger, 1993). This system uses a heavily damped 500-kHz transducer as both the source and receiver. A micro-computer is used to process the data and display the results using conventional techniques, as in ultrasonic testing of metals. One of these display methods is the B-scan, in which successive time-domain traces, obtained as the transducer is scanned over the test object, are oriented vertically and placed next to each other. The resulting plot is a cross-sectional view of the object showing the location of reflecting interfaces along the scan line. Fig. 2.2.4(a) shows a concrete specimen made with 8-mm aggregate and containing an artificial defect at a depth of 65 mm. Fig. 2.2.4(b) shows the B-scan produced as the transducer was moved across the surface of the specimen (Hillger, 1993). The use of very high frequencies with the pulse-echo method may be beneficial in terms of improved defect resolution. However, the penetration depth is limited, and the performance in concrete with larger aggregates is not known. At this time, not much field experience has been accumulated with the ultrasonic pulse-echo method for concrete. 2.2.3 Impact-echo method—Using an impact to generate a stress pulse is an old idea that has the advantage of eliminating the need for a bulky transmitting transducer and providing a stress pulse with greater penetration ability. However, the stress pulse generated by impact at a point is not focused like a pulse from an ultrasonic transducer. Instead, waves propagate into a test object in all directions, and reflections may arrive from many directions. Since the early 1970s, impact methods, usually referred to as seismic-echo (or sonicecho) methods, have been widely used for evaluation of concrete piles and drilled shaft foundations (Steinbach and Vey, 1975). These foundation NDT methods are discussed in Section 2.3.1. Beginning in the mid-1980s, the impact-echo technique was developed for testing of concrete structural members (Sansalone and Carino, 1986; Sansalone, 1997). Applications of the impact-echo technique include: determining the thickness of and detecting flaws in plate-like structural members, such as slabs and bridge decks with or * A frequency of 200 kHz is considered low compared to higher frequencies used in pulse-echo systems for testing metals, where frequencies in excess of 1 MHz are common.
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Fig. 2.2.4—Example of ultrasonic pulse-echo test on concrete: (a) test specimen with artificial defect; and (b) B-scan showing location of defect (adapted from Hillger, 1993). without overlays; detecting flaws in beams, columns and hollow cylindrical structural members; assessing the quality of bond in overlays; and crack-depth measurement (Sansalone and Streett, 1997; Sansalone and Carino, 1988, 1989a, 1989b; Lin [Y.] and Sansalone, 1992a, 1992b, 1992c; Cheng and Sansalone, 1993; Lin [J. M.] and Sansalone, 1993, 1994a, 1994b, 1996; Lin and Su, 1996). Principle—The principle of the impact-echo technique is illustrated in Fig. 2.2.5(a). A transient stress pulse is introduced into a test object by mechanical impact on the surface. The P- and S-waves produced by the stress pulse propagate into the object along hemispherical wavefronts. In addition, a surface wave travels along the surface away from the impact point. The waves are reflected by internal interfaces or external boundaries. The arrival of these reflected waves, or echoes, at the surface where the impact was generated produces displacements that are measured by a receiving transducer and recorded using a data-acquisition system. Interpretation of waveforms in the time domain has been successful in seismic-echo applications involving long slender structural members, such as piles and drilled shafts (Steinbach and Vey, 1975; Olson and Wright, 1990). In such cases, there is sufficient time between the generation of the stress pulse and the reception of the wave reflected from the bottom surface, or from an inclusion or other flaw, so that the arrival time of the reflected wave is generally easy to determine even if long-duration impacts produced by hammers are used. For relatively thin structural members such as slabs and walls, time-domain analysis is feasible if short-duration impacts are used, but it is time-consuming and can be difficult depending on the geometry of the structure (Sansalone and Carino, 1986). The preferred approach, which is much quicker and simpler, is frequency analysis of displacement waveforms (Carino et al., 1986). The underlying principle of frequency analysis is that the stress pulse generated by the impact undergoes multiple reflections between the test sur-
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face and the reflecting interface (flaw or boundaries). The frequency of arrival of the reflected pulse at the receiver depends on the wave speed and the distance between the test surface and the reflecting interface. For the case of reflections in a plate-like structure, this frequency is called the thickness frequency, and it varies as the inverse of the member thickness. In frequency analysis, the time-domain signal is transformed into the frequency domain using the fast Fourier transform technique. The result is an amplitude spectrum that indicates the amplitude of the various frequency components in the waveforms. The frequency corresponding to the arrival of the multiple reflections of the initial stress pulse, that is, the thickness frequency, is indicated by a peak in the amplitude spectrum. For a plate-like structure, the approximate* relationship between the distance D to the reflecting interface, the P-wave speed Cp and the thickness frequency f is as follows C D = -----p2f



(2.8)



As an example, Fig. 2.2.5(b) shows the amplitude spectrum obtained from an impact-echo test of a 0.5-m-thick concrete slab. The peak at 3.42 kHz corresponds to the thickness frequency of the solid slab, and a velocity of 3,420 m/s is calculated. Fig. 2.2.5(c) shows the amplitude spectrum for a test over a void within the same slab. The peak has shifted to a frequency of 7.32 kHz, indicating that the reflections are occurring from an interface within the slab. The ratio 3.42 kHz/ 7.32 kHz = 0.46 indicates that the interface is at approximately the middle of the slab with a calculated depth of 0.23 m. In using the impact-echo method to determine the locations of flaws within a slab or other plate-like structure, tests can be performed at regularly spaced points along lines marked on the surface. Spectra obtained from such a series of tests can be analyzed with the aid of computer software that can identify those test points corresponding to the presence of flaws and can plot a cross-sectional view along the test line (Pratt and Sansalone, 1992). Frequency analysis of signals obtained from impact-echo tests on bar-like structural elements, such as reinforced concrete beams and columns, bridge piers, and similar members, is more complicated than the case of slab-like structural members. The presence of the side boundaries gives rise to transverse modes of vibration of the cross section. Thus, prior to attempting to interpret test results, the characteristic frequencies associated with the transverse modes of vibration of a solid structural member have to be determined. These frequencies depend upon the shape and dimensions of the cross section. It has been shown that the presence of a flaw disrupts these modes, making it possible to determine that a flaw exists (Lin and Sansalone, 1992a, 1992b, 1992c).



* For accurate assessment of plate thickness, the P-wave speed in Eq. (2.8) should be multiplied by 0.96 (Sansalone and Streett 1997).
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Fig. 2.2.5—(a) Schematic of impact-echo method; (b) amplitude spectrum for test of solid slab; and (c) amplitude spectrum for test over void in slab. Instrumentation—An impact-echo test system is composed of three components: an impact source; a receiving transducer; and a data-acquisition system that is used to capture the output of the transducer, store the digitized waveforms, and perform signal analysis. A suitable impact-echo test system can be assembled from off-the-shelf components. In 1991, a complete field system (hardware and analysis software) became commercially available. The selection of the impact source is a critical aspect of a successful impact-echo test system. The impact duration determines the frequency content of the stress pulse generated by the impact, and determines the minimum flaw depth that can be determined. As the impact duration is shortened, higher-frequency components are generated. In evaluation of piles, hammers are used that produce energetic impacts with long contact times (greater than 1 ms) suitable for testing long, slender structural members. Impact sources with shorter-duration impacts (20 to 80 µs), such as spring-loaded spherically-tipped impactors, have been used for detecting flaws within structural members less than 1 m thick. In evaluation of piles, geophones (velocity transducers) or accelerometers have been used as the receiving transducer. For impact-echo testing of slabs, walls, beams, and columns, a broad-band, conically-tipped, piezoelectric transducer (Proctor, 1982) that responds to surface displacement has



been used as the receiver (Sansalone and Carino, 1986). Small accelerometers have also been used as the receiver. In this case, additional signal processing is carried out in the frequency domain to obtain the appropriate amplitude spectrum (Olson and Wright, 1990). Such accelerometers must have resonant frequencies well above the anticipated thickness frequencies to be measured. 2.2.4 Spectral analysis of surface waves (SASW) method—In the late 1950s and early 1960s, Jones reported on the use of surface waves to determine the thickness and elastic stiffness of pavement slabs and of the underlying layers (Jones, 1955; Jones, 1962). The method involved determining the relationship between the wavelength and velocity of surface vibrations as the vibration frequency was varied. Apart from the studies reported by Jones and work in France during the 1960s and 1970s, there seems to have been little additional use of this technique for testing concrete pavements. In the early 1980s, however, researchers at the University of Texas at Austin began studies of a surface wave technique that involved an impactor or vibrator that excited a range of frequencies. Digital signal processing was used to develop the relationship between wavelength and velocity. The technique was called spectral analysis of surface waves (SASW) (Heisey et al., 1982; Nazarian et al., 1983). The SASW method has been used successfully to determine the stiffness
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profiles of soil sites, asphalt and concrete pavement systems, and concrete structural members. The method has been extended to the measurement of changes in the elastic properties of concrete slabs during curing, the detection of voids, and assessment of damage (Bay and Stokoe, 1990; Kalinski et al., 1994). Principle—The general test configuration is illustrated in Fig. 2.2.6 (Nazarian and Stokoe, 1986a). An impact is used to generate a surface or R-wave. Two receivers are used to monitor the motion as the R-wave propagates along the surface. The received signals are processed and a subsequent calculation scheme is used to infer the stiffnesses of the underlying layers. Just as the stress pulse from impact contains a range of frequency components, the R-wave also contains a range of components of different frequencies or wavelengths. (The product of frequency and wavelength equals wave speed.) This range depends on the contact time of the impact; a shorter contact time results in a broader range. The longerwavelength (lower-frequency) components penetrate more deeply, and this is the key to using the R-wave to gain information about the properties of the underlying layers (Rix and Stokoe, 1989). In a layered system, the propagation speed of these different components is affected by the wave speed in those layers through which the components propagate. A layered system is a dispersive medium for R-waves, which means that different frequency components of the R-wave propagate with different speeds, which are called phase velocities. Phase velocities are calculated by determining the time it takes for each frequency (or wavelength) component to travel between the two receivers. These travel times are determined from the phase difference of the frequency components arriving at the receivers (Nazarian and Stokoe, 1986b). The phase differences are obtained by computing the cross-power spectrum of the signals recorded by the two receivers. The phase portion of the cross-power spectrum gives phase differences (in degrees) as a function of frequency. The phase velocities are determined as follows
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Fig. 2.2.6—Schematic of spectral analysis of surface wave (SASW) method.



(2.10)



wavelength is obtained. Such a plot is called a dispersion curve. Fig. 2.2.7(a) shows an example of a dispersion curve obtained by Nazarian and Stokoe (1986a) from tests on a concrete pavement. The short-wavelength components have higher speeds because they correspond to components traveling through the concrete slab. A process called inversion* is used to obtain the approximate stiffness profile at the test site from the experimental dispersion curve (Nazarian and Stokoe, 1986b; Nazarian and Desai, 1993; Yuan and Nazarian, 1993). The test site is modeled as layers of varying thickness. Each layer is assigned a density and elastic constants. Using this information, the solution for surface wave propagation in a layered system is obtained and a theoretical dispersion curve is calculated for the assumed layered system. The theoretical curve is compared with the experimental dispersion curve. If the curves match, the problem is solved and the assumed stiffness profile is correct. If there are significant discrepancies, the assumed layered system is changed or refined and a new theoretical curve is calculated. This process continues until there is good agreement between the theoretical and experimental curves. Instrumentation—There are three components to a SASW test system: the energy source is usually a hammer but may be a vibrator with variable frequency excitation; two receivers that are geophones (velocity transducers) or accelerometers; and a two-channel spectral analyzer for recording and processing the waveforms. The required characteristics of the impact source depend on the stiffnesses of the layers, the distances between the two receivers, and the depth to be investigated (Nazarian et al., 1983). When investigating concrete pavements and structural members, the receivers are located relatively close together. In this case, a small hammer (or even smaller impactor/ vibrator) is required so that a short-duration pulse is produced with sufficient energy at frequencies up to about 50 to 100 kHz. As the depth to be investigated increases, the distance between receivers is increased, and an impact that



By repeating the calculations in Eq. (2.9) and (2.10) for each component frequency, a plot of phase velocity versus



* Although it is called “inversion,” the technique actually uses forward modeling, with trial and error, until there is agreement between the measured and computed dispersion curves.



360 C R ( f ) = X --------- f φf



(2.9)



where CR(f)=



surface wave speed of component with frequency f, X = distance between receivers (see Fig. 2.2.6), and φf = phase angle of component with frequency f. The wavelength λf , corresponding to a component frequency, is calculated using the following equation 360 λ f = X --------φf
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Fig. 2.2.7—(a) Dispersion curve obtained from SASW testing of concrete pavement; (b) Swave speed obtained from inversion of experimental dispersion curve; and (c) soil profile based on boring (adapted from Nazarian and Stokoe, 1986a). generates a pulse with greater energy at lower frequencies is required. Thus, heavier hammers, such as a sledge hammer, are used. The two receiving transducers measure vertical surface velocity or acceleration. The selection of transducer type depends, in part, on the test site (Nazarian and Stokoe, 1986a). For tests where deep layers are to be investigated and larger receiver spacings are required, geophones are generally used because of their superior low-frequency sensitivity. For tests of concrete pavements, the receivers must provide accurate measurements at higher frequencies. Thus, for pavements, a combination of geophones and accelerometers is often used. For concrete structural members, small accelerometers and small impactors or high-frequency vibrators are typically used (Bay and Stokoe, 1990). The receivers are first located close together, and the spacing is increased by a factor of two for subsequent tests. As a check on the measured phase information for each receiver spacing, a second series of tests is carried out by reversing the position of the source. Typically, five receiver spacings are used at each test site. For tests of concrete pavements, the closest spacing is usually about 0.15 m (Nazarian and Stokoe 1986b). 2.2.5 Advantages and limitations—Each of the stresswave propagation methods have distinct advantages and limitations, as summarized in Table 2.2. The ultrasonic pulse velocity method is the only technique that has been standardized by ASTM,* and a variety of commercial devices are available. The various echo-methods are not standardized, have relatively little research and field experiences, and commercial test systems are just beginning to be available. The SASW method suffers from the complexity of the signal processing, but efforts were begun to automate this signal processing (Nazarian and Desai, 1993).



2.3—Stress-wave methods for deep foundations Since the 1960s, test methods based on stress-wave propagation have been commercially available for the nondestructive testing of concrete deep foundations and mass concrete. First developed in France and Holland, they are now routinely specified as quality control tools for new pile construction in western Europe, northern Africa, and parts of eastern Asia. Their present use on the North American continent is less widespread. Recent improvements in electronic hardware and portable computers have resulted in more reliable and faster testing systems that are less subject to operator influence both in testing procedure and in the analysis of test results. Two distinct groupings of stress-wave methods for deep foundations are apparent: • Reflection techniques, and • Direct transmission through the concrete. 2.3.1 Sonic-echo method—This method is the earliest of all NDT methods to become commercially available (Paquet, 1968; Steinbach and Vey, 1975; Van Koten and Middendorp, 1981) for deep-foundation integrity or length evaluation. This method is known variously as the seismicecho, sonic-echo, or PIT (Pile Integrity Test) (Rausche and Seitz, 1983). Principle—The sonic-echo method uses a small impact delivered at the head of the deep foundation (pile or shaft), and measures the time taken for the stress wave generated by the impact to travel down the pile and to be reflected back to a transducer (usually an accelerometer) coupled to the pile head. The impact is typically from a small sledgehammer (hand sledge) with an electronic trigger. The time of impact



* In 1998, a standard on using the impact-echo method to measure thickness of concrete members was approved by ASTM with the designation C 1383.
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Table 2.2—Advantages and limitations of stress-wave methods for structures



and the pile head vertical movement after impact are recorded either by an oscilloscope or by a digital data acquisition device that records the data on a time base. Fig. 2.3.1 illustrates the results of a sonic-echo test on a concrete shaft. If the length of the pile shaft is known and the transmission time for the stress wave to return to the transducer is measured, then its velocity can be calculated. Conversely, if the velocity is known, then the length can be deduced. Since the velocity of the stress wave is primarily a function of the dynamic elastic modulus and density of the concrete, the calculated velocity can provide information on concrete quality. Where the stress wave has traveled the full length of the shaft, these calculations are based on the formula 2L C b = -----∆t



(2.11)



where Cb = bar wave speed in concrete L = shaft length ∆t = transit time of stress wave Empirical data have shown that a typical range of values for Cb can be assumed, where 3800 to 4000 m/s would indicate good-quality concrete, with a compressive strength on the order of 30 to 35 MPa (Stain, 1982). The actual strength will vary according to aggregate type and mixture proportions, and these figures should be used only as a broad guide to concrete quality. Where the length of the shaft is known, an early arrival of the reflected wave means that it has encountered a reflector (change in stiffness or density) other than the toe of the shaft. This may be a break or defect in the shaft, a significant change in shaft cross section, or the point at which the shaft is restrained by a stiffer soil layer. In certain cases, the polarity of the reflected wave (whether positive or negative with respect to the initial impact) can indicate whether the apparent defect is from an increase or decrease of stiffness at the reflective point. The energy imparted to the shaft by the impact is small, and the damping effect of the soils around the shaft will



Fig. 2.3.1—Example of sonic-echo test result (signal is amplified by function at bottom of graph). progressively dissipate that energy as the stress wave travels down and up the shaft. To increase information from the test, the signal response can be progressively amplified with time. Depending on the stiffness of the lateral soils, a limiting length-to-diameter ratio (L/d) exists beyond which all the wave energy is dissipated and no response is detected at the shaft head. In this situation, the only information that can be derived is that there are no significant defects in the upper portion of the shaft, since any defect closer to the head than the critical L/d ratio would reflect part of the wave. This limiting L/d ratio will vary according to the adjacent soils, with a typical value of 30 for medium stiff clays. 2.3.2 Impulse-response (mobility) method—This method was originally developed as a steady state vibration test in France (Davis and Dunn, 1974), where a controlled force was applied to the pile shaft head by a swept-frequency generator. The vertical shaft response was recorded by geophone velocity transducers, and the input force from the vibrator was continuously monitored. The resulting response curve plotted the shaft mobility (geophone particle velocity/vibrator force v/F) against frequency, usually in the useful frequency range of 0 to 2000 Hz.
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Fig. 2.3.2—Example of impulse-response (mobility) plot for test of pile.



Fig. 2.3.3—Impulse-response (mobility) plot of pile with necked section at distance of 2.4 m from top.



The evolution of data-processing equipment during the 1980s and 1990s allowed the use of computers on site to transform the shaft response due to a hammer impact (similar to that used in the sonic-echo method) into the frequency domain (Stain, 1982; Olson et al., 1990). This reduced the effort to obtain the mobility as a function of frequency. Other studies demonstrated that the impulse-response method could be applied to integrity testing of other structures besides deep foundations (Davis and Hertlein, 1990). Principle—A blow on the shaft head by a small sledgehammer equipped with a load cell generates a stress wave with a wide frequency content, which can vary from 0 to 1000 Hz for soft rubber-tipped hammers to 0 to 3000 Hz for metal-tipped hammers. The load cell measures the force input, and the vertical response of the shaft head is monitored by a geophone. The force and velocity time-base signals are recorded by a digital acquisition device, and then processed by computer using the fast Fourier transform (FFT) algorithm to convert the data to the frequency domain. Velocity is then divided by force to provide the unit response, or transfer function, which is displayed as a graph of shaft mobility versus frequency. An example of a mobility plot for a pile shaft is given in Fig. 2.3.2. This response curve consists of two major portions, which contain the following information: • At low frequencies (< 100 Hz), lack of inertial effects cause the pile/soil composite to behave as a spring, and this is shown as a linear increase in amplitude from zero with increasing frequency. The slope of this portion of the graph is known as the compliance or flexibility, and the inverse of flexibility is the dynamic stiffness. The dynamic stiffness is a property of the shaft/soil composite, and can therefore be used to assess shafts on a comparative basis, either to establish uniformity, or as an aid to selecting a representative shaft for full-scale load testing by either static or dynamic means. • The higher-frequency portion of the mobility curve represents longitudinal resonance of the shaft. The fre-



quencies of these resonances are a function of the shaft length and the degree of shaft toe anchorage, and their relative amplitude is a function of the lateral soil damping. The frequency difference between adjacent peaks is constant and is related to the length of the shaft and the wave speed of the concrete according to Eq. (A.1) in Appendix A. The mean amplitude of this resonating portion of the curve is a function of the impedance of the pile shaft, which depends, in turn, upon the shaft cross-sectional area, the concrete density, and the bar wave propagation velocity Cb (see Appendix A). As with the sonic-echo test, when the shaft length is known, a shorter apparent length measurement will indicate the presence of an anomaly. Appendix A describes how additional information can be derived from the mobility-frequency plot, such as the pile cross section and dynamic stiffness, which can help in differentiating between an increase or a reduction in cross section. Fig. 2.3.3 shows a mobility plot of a 9.1-m-long pile with similar soil conditions to the pile in Fig. 2.3.2, but with a necked section at 3.1 m. The pile tip reflection from 9.1 m is clearly visible on the plot, as indicated by the constant frequency spacing between resonant peaks of 215 Hz. The frequency spacing of 645 Hz between the two most prominent peaks corresponds to the reflection from the necked section at a depth of 3.1 m. In common with the sonic-echo test, a relatively small amount of energy is generated by the hammer impact, and soil damping effects limit the depth from which useful information may be obtained. However, even where no measurable shaft base response is present, the dynamic stiffness is still a useful parameter for comparative shaft assessment. 2.3.3 Impedance logging—A recent approach to interpreting the responses from a combination of both sonic-echo and mobility surface reflection methods is impedance logging (Paquet, 1991), where the information from the amplified time-domain response of the sonic echo is combined with the characteristic impedance of the shaft measured with the mobility test. Principle—Even though the force applied to the head of the shaft by the surface reflection methods is transient, the
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Fig. 2.3.4—(a) Planned defects in experimental pile; (b) reflectogram obtained by signal processing of sonic-echo data; and (c) impedance log obtained by combining information from reflectogram and characteristic impedance obtained from impulse-response analysis. wave generated by the blow is not. This wave contains information about changes in shaft impedance as it proceeds downward, and this information is reflected back to the shaft head. The reflectogram so obtained in the sonic-echo test can not be quantified. However, it is possible with modern recording equipment to sample both wave reflection and impedance properties of tested shafts. Measurements of force and velocity response are stored as time-base data, with a very wide band-pass filter and rapid sampling. Resolution of both weak and strong response levels are thus favored. In the reflectogram, a complete shaft defect (zero impedance) is equivalent to 100 percent reflection, while an infinitely long shaft with no defects would give zero reflection. If either a defect or the shaft tip is at a considerable distance from the shaft head, the reflected amplitude is reduced by damping within the shaft. With uniform lateral soil conditions, this damping function has the form e-σL, where L is the shaft length and σ is the damping factor (see Appendix A), and the reflectogram can be corrected using such an amplification function to yield a strong response over the total shaft length, as is frequently done in the treatment of sonicecho data. Fig. 2.3.4 shows an example of a reflectogram corrected in this way. The frequency-domain (impedance) analysis obtained from the impulse-response test confirms shaft length and gives the shaft dynamic stiffness and characteristic impedance I I = ρc Ac Cb where ρc = Ac = Cb =



density of shaft concrete, shaft cross-sectional area, and concrete bar wave velocity.



(2.12)



In addition, simulation of the tested shaft and its surrounding soil can be carried out most efficiently in the frequency domain. The reflectogram and the characteristic impedance can then be combined to give dimensions to the reflectogram to produce a trace referred to as the impedance log [Fig. 2.3.4(c)]. The output of this analysis is in the form of a vertical section through the shaft, giving a calculated visual representation of the pile shape. The final result can be adjusted to eliminate varying soil reflections by use of the simulation technique. Field testing equipment must have the following requirements: • Hammer load cell and the velocity transducer or accelerometer must have been correctly calibrated (within the six months prior to testing); • Data acquisition and storage must be digital, for future analysis; and • Both time and frequency-domain test responses must be stored. 2.3.4 Crosshole sonic logging—The crosshole sonic logging method is designed to overcome the depth limitation of the sonic-echo and mobility methods on longer shafts, and is for use on mass concrete foundations such as slurry trench walls, dams and machinery bases (Levy, 1970; Davis and Robertson, 1975; Baker and Khan, 1971). Principle—The method requires a number of parallel metal or plastic tubes to be placed in the structure prior to concrete placement, or core holes to be drilled after the concrete has set. A transmitter probe placed at the bottom of one tube emits an ultrasonic pulse that is detected by a receiver probe at the bottom of a second tube. A recording unit measures the time taken for the ultrasonic pulse to pass through the concrete between the tubes. The probes are sealed units, and the
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Fig. 2.3.5—Example of crosshole sonic log (absence of signal arrival at a depth of about 10 m indicates presence of defect). tubes are filled with water to provide coupling between the probes and the concrete. The probe cables are withdrawn over an instrumented wheel that measures the cable length and thus probe depth, or the cables can be marked along their lengths so that the probe depths are known. Continuous pulse measurements are made during withdrawal, at height increments ranging from 10 to 50 mm, providing a series of measurements that can be printed out to provide a vertical profile of the material between the tubes. A typical test result for a specific commercial system is shown in Fig. 2.3.5. The presence of a defect is indicated by the absence of a received signal. The ultrasonic pulse velocity (UPV) is a function of the density and dynamic elastic constants of the concrete. If the signal path length is known and the transit time is recorded, the apparent UPV can be calculated to provide a guide to the quality of the concrete. A reduction in modulus or density will result in a lower UPV. If the path length is not known, but the tubes are reasonably parallel, the continuous measurement profile will clearly show any sudden changes in transit time caused by a lower pulse velocity due to low modulus or poor-quality material, such as contaminated concrete or inclusions. Voids will have a similar effect by forcing the pulse to detour around them, thus increasing the path length and the transit time. By varying the geometric arrangement of the probes, the method can resolve the vertical and horizontal extent of such defects, and locate fine cracks or discontinuities. The method provides a direct measurement of foundation depth, and can be used to assess the quality of the interface between the shaft base and the bedrock if the access holes are



extended below the base. The major limitation of the method is the requirement for the installation of access tubes either before concrete placement or by core drilling afterwards. The major advantage is that the method has no depth limitation, unlike the surface reflection methods. The information obtained is limited to the material immediately between pairs of tubes. Hence, in piles the access tubes should be arranged as close to the shaft periphery as possible, and in a pattern that allows the maximum coverage of the concrete between them. No information will be obtained about increases or decreases in shaft cross section outside the area covered by the access tubes. 2.3.5 Parallel-seismic method—All of the above methods depend upon clear access to the head of the pile shaft, and are therefore easiest and most practical to perform during the construction phase as foundation heads later may be inaccessible. The parallel-seismic method was developed specifically for situations arising after the foundation has been built upon, as in the evaluation of older, existing structures, where direct access to the pile head is no longer possible without some demolition (Davis, 1995). Principle—A small-diameter access bore hole is drilled into the soil parallel and close to the foundation to be tested. The bore hole must extend beyond the known or estimated depth of the foundation, and is normally lined with a plastic tube to retain water as an acoustic couplant. An acoustic receiving probe is placed in the tube at the top, and the structure is struck as close to the head of the foundation as possible with a trigger hammer. The signals from the hammer and receiver are recorded on a data acquisition unit as the time taken for the impact stress wave to travel through the foundation and adjacent soil to the receiving probe. The probe is then lowered in uniform increments and the process repeated at each stage, with the impact at the same point each time. The recorded data are plotted as a vertical profile with each wave transit time from the point of impact to each position down the access tube (Fig. 2.3.6). The velocity of the wave will be lower through soil than through the concrete. If the access tube is reasonably parallel to the foundation, the effect of the soil between the tube and the pile shaft will be effectively constant. However, transit time will increase, proportional to the increase in foundation depth. When the receiver has passed beyond the foundation base, the transit time of the signal will be extended by the lower velocity of the additional intervening soil, and the lines linking signal arrival points on the graph will show a distinct discontinuity at the level of the foundation base. Similarly, any significant discontinuity or inclusion in the foundation will force the signal to detour around it, increasing the path length and transit time. 2.3.6 Advantages and limitations—Table 2.3 summarizes the advantages and limitations of stress-wave methods for deep foundations. 2.4—Nuclear methods 2.4.1 Introduction—Nuclear methods for nondestructive evaluation of concrete can be subdivided into two groups:
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Fig. 2.3.6—Example of results from parallel-seismic test (depth of pile shaft is indicated by change in slope of line representing arrival time of stress pulse as function of depth). radiometric methods and radiographic methods. Both involve gaining information about a test object due to interactions between high-energy electromagnetic radiation and the material in the test object. A review of the early developments in the use of nuclear methods (also called radioactive method) was presented by Malhotra (1976), and more recent developments were reviewed by Mitchell (1991). These methods use radioactive materials, and test personnel require specialized safety training and licensing. Radiometry is used to assess the density of fresh or hardened concrete by measuring the intensity of electromagnetic radiation (gamma rays) that has passed through the concrete. The radiation is emitted by a radioactive isotope, and the radiation passing through the concrete is sensed by a detector. The detector converts the received radiation into electrical pulses, which can be counted or analyzed by other methods (Mitchell, 1991). Radiometry can be further subdivided into two procedures. One is based on measurement of gamma rays after transmission directly through the concrete, and the other is based on measurement of gamma rays reflected, or backscattered, from within the concrete. These procedures are analogous to the ultrasonic through-transmission method and the pitch-catch method using stress waves. Radiography involves the use of the radiation passing through the test object to produce a “photograph” of the internal structure of the concrete. Typically, a radioactive source is placed on one side of the object and special photographic film is placed on the opposite side to record the intensity of radiation passing through the object. The higher the intensity of the radiation, the greater the exposure of the film. This method is identical to that used to produce medical “x-rays.”



2.4.2 Direct transmission radiometry for density—Direct transmission techniques can be used to detect reinforcement. However, the main use of the technique is to measure the inplace density, both in fresh and hardened concrete. Structures of heavyweight and roller-compacted concretes are cases where this method is of particular value. Principle—The direct transmission radiometric method is analogous to the ultrasonic through-transmission technique. The radiation source is placed on one side of the concrete element to be tested and the detector is placed on the opposite side. As the radiation passes through the concrete, a portion is scattered by free electrons (Compton scattering) and a smaller amount is absorbed by the atoms. The amount of Compton scattering depends on the density of the concrete and the amount of absorption depends on chemical composition (Mitchell, 1991). If the source-detector spacing is held constant, a decrease (or increase) in concrete density leads to a change in the intensity of the detected radiation. Instrumentation—Fig. 2.4.1 shows the arrangement of source and detector for direct measurement through a concrete member. This arrangement could also be used for testing fresh concrete with allowance made for the effects of the formwork material. The most widely used source is the radioactive isotope cesium-137 (137Cs). The common detector is a Geiger-Müller tube, which produces electrical pulses when radiation enters the tube. Other detectors can be scintillation crystals that convert the incident radiation into light pulses. Fig. 2.4.2 is a schematic of a commercially available nuclear transmission gauge that can be used in fresh concrete by pushing the source assembly into the concrete. It can also be used in hardened concrete by drilling a hole and inserting
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Table 2.3—Advantages and limitations of stress-wave methods for deep foundations



Fig. 2.4.1—Direct transmission radiometry with source and detector external to test object.



Fig. 2.4.2—Schematic of direct transmission nuclear gage.



the source assembly. The equipment is portable and provides an immediate readout of the results. Most of the available units were developed for monitoring soil compaction and measuring the in-place density of asphalt concrete. The VUT density meter was developed (in Czechoslovakia) specifically for testing fresh concrete (Hönig, 1984). Fig. 2.4.3 is a schematic of this device. The source can be lowered up to a depth of 200 mm into a hollow steel needle that is pushed into the fresh concrete. A spherical lead shield suppresses the radiation when the source is in its retracted position. Detectors are located beneath the treads used to push the needle into the concrete. The unit is claimed to have a resolution of 10 kg/m3 (Hönig, 1984). The direct transmission gauges mentioned above provide a measurement of the average density between the source and detector. Fig. 2.4.4 is a schematic of a two probe source/ detector system for measuring the density of fresh concrete as a function of depth (Iddings and Melancon, 1986). The source and detector are moved up and down within metal



tubes that are pushed into the fresh concrete, thus making it possible to measure density as a function of depth. ASTM C 1040 provides procedures for using nuclear methods to measure the in-place density of fresh or hardened concrete. The key element of the procedure is development of the calibration curve for the instrument. This is accomplished by making test specimens of different densities and determining the gauge output for each specimen. The gauge output is plotted as a function of the density, and a best-fit curve is determined. 2.4.3 Backscatter radiometry for density—Backscatter techniques are particularly suitable for applications where a large number of in situ measurements are required. Since backscatter measurements are affected by the top 40 to 100 mm, the method is best suited for measurement of the surface zone of a concrete element. A good example of the use of this method is the monitoring of the density of bridge deck overlays. Non-contacting equipment has been developed that is used
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Fig. 2.4.4—Schematic of direct transmission nuclear gage for measuring density of fresh concrete at different depth (adapted from Iddings and Melancon, 1986).



Fig. 2.4.3—Schematic of nuclear gage for measuring density of fresh concrete (based on Hönig, 1984). for continuous monitoring of concrete pavement density during slip-form operations. Principle—In the measurement of density by backscatter, the radiation source and the detector are placed on the same side of the sample (analogous to the pitch-catch method for stress waves). The difference between this procedure and direct transmission is that the detector receives gamma rays scattered within the concrete rather than those which pass through the concrete. The scattered rays are lower in energy than the transmitted ones and are produced when a photon collides with an electron in an atom. Part of the photon energy is imparted to the electron, and a new photon emerges, traveling in a new direction with lower energy. As mentioned, this process is known as Compton scattering (Mitchell, 1991). Procedures for using backscatter methods to measure concrete density are given in ASTM C 1040. As is the case with direct transmission measurements, it is necessary to establish a calibration curve prior to using a nuclear backscatter gauge to measure in-place density. Instrumentation—Fig. 2.4.5 is a schematic of a backscatter nuclear gauge for density measurement. Many commercial gauges are designed so that they can be used in either direct transmission or backscatter mode. To operate in backscatter mode, the source is positioned so that it located above the sur-



face of the concrete. Shielding is provided to prevent radiation from traveling directly from the source to the detector. Certain specialized versions of backscatter equipment have been developed. Two of particular interest are described below: ETG probe—The ETG probe was developed in Denmark to use backscatter measurements for estimating density variation at different depths in a medium. The technique involves determination of the intensity of backscattered gamma radiation as a function of energy level. A beam of parallel (collimated) gamma rays is used and multiple measurements are made with the beam at slightly different angles of penetration. By comparing the radiation spectra for the multiple measurements, information can be obtained about the density in a specific layer of the concrete. In addition to permitting measurement of density at discrete layers, the ETG probe also permits density measurements at greater depths (up to 150 mm) than are possible by ordinary backscatter gauges. Consolidation monitoring device—This equipment was developed for continuous monitoring of pavement consolidation during slip-form construction (Mitchell et al., 1979). The device is mounted on the rear of a highway paving machine and traverses across the finished pavement at a height of about 25 mm above the pavement surface. An air gap compensating device allows for air gap variations of ±10 mm. The devices measures the average density within the top 100 mm of the pavement. 2.4.4 Radiography—Radiography provides a means of obtaining a radiation-based photograph of the interior of concrete because denser materials block more of the radiation. From this photograph, the location of reinforcement, voids in concrete, or voids in grouting of post-tensioning ducts can be identified.
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Fig. 2.4.6—Schematic of radiographic method. Fig. 2.4.5—Schematic of backscatter nuclear density gage. Principle—A radiation source is placed on one side of the test object and a beam of radiation is emitted. As the radiation passes through the member, it is attenuated by differing amounts depending on the density and thickness of the material that is traversed. The radiation that emerges from the opposite side of the object strikes a special photographic film (Fig. 2.4.6). The film is exposed in proportion to the intensity of the incident radiation. When the film is developed, a twodimensional visualization (a photograph) of the interior structure of the object is obtained. The presence of a highdensity material, such as reinforcement, is shown on the developed film as a light area, and a region of low density, such as a void, is shown as a dark area. The British Standards Institute has adopted a standard for radiographic testing of concrete (BS 1881: Part 205). The standard provides recommendations for investigators considering radiographic examinations of concrete (Mitchell, 1991). Instrumentation—In x-radiography, the radiation is produced by an x-ray tube (Mitchell, 1991). The penetrating ability of the x-rays depends on the operating voltage of the x-ray tube. In gamma radiography, a radioactive isotope is used as the radiation source. The selection of a source depends on the density and thickness of the test object and on the exposure time that can be tolerated. The most intense source is cobalt-60 (60Co), which can be used to penetrate up to 500 mm of concrete. For members with thickness of 150 mm or less, iridium-192 (192Ir) or cesium-137(137Cs) can be used (Mitchell, 1991). The film type will depend on the thickness and density of the member being tested. Most field applications have used radioactive sources because of their greater penetrating ability (higher energy radiation) compared with x-rays. A system known as “Scorpion II,” developed in France, uses a linear accelerator to produce very high energy x-rays that can penetrate up to 1 m of concrete. This system was developed for the inspection of prestressed members to establish the condition and location of



prestressing strands and to determine the quality of grouting in tendon ducts (Mitchell, 1991). 2.4.5 Gamma-gamma logging of deep foundations—Used to evaluate the integrity of drilled shaft and slurry wall foundations, this method tests the density of material surrounding access tubes or holes in concrete deep foundations. Gammagamma logging uses a radioactive source and counter that may be either in separate probes (direct transmission) or housed in the same unit (backscatter) (Preiss and Caiserman, 1975; Davis and Hertlein, 1994). Principle—The most common method is by backscatter, with the probe lowered down a single dry plastic access tube, and raised in steps to the surface. Low density zones, such as soil inclusions within 50 to 100 mm from the probe, will increase the radiation count, since less radiation is absorbed than in a zone of intact concrete (Fig. 2.4.7). A limitation of the method is the need for stronger radiation sources to increase the zone of influence of the probe around the tube. The effect of different access tube materials on radiation count density is demonstrated in Fig. 2.4.7, which shows plots of radiation counts from an experimental drilled shaft with four access tubes: two of plastic and two of steel (Baker et al., 1993). The response from the shaft constriction at 11 to 12 m is attenuated by the steel tubes. The figure also shows that a small elliptical inclusion at 4 m is not detected in any of the traces, demonstrating the limitation of the method to locate small anomalies or defects. When gamma-gamma logging is used in the direct transmission mode in parallel tubes (Preiss, 1971), the data can be analyzed in a similar manner to that from sonic logging. This technique requires a very strong source, and dedicated equipment for this purpose does not exist in North America at present. 2.4.6 Advantages and limitations—Table 2.4 summarizes the advantages and limitations of the nuclear methods. Direct transmission radiometry requires a drilled hole in hardened concrete, and it provides for rapid determination of the inplace density of concrete. The equipment is reasonably portable, making it suitable for use in the field. Minimal operator skills are needed to make the measurements. For the commercially available equipment, the source/detector
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separation is limited to a maximum of about 300 mm. Furthermore, the most commonly available equipment measures an average density between the immersed source and the surface detector. It is not able to identify areas of low compaction at specific depths. All immersed-probe techniques for fresh concrete have the further drawback that the immersion of the probe may have a localized influence on the concrete being measured. Test results may be affected by the presence of reinforcing steel located near the source-detector path. Backscatter tests can be used on finished surfaces where direct transmission measurements would be impractical or disruptive. The equipment is portable and tests can be conducted rapidly. However, the precision of backscatter gages is less than that of direct transmission devices. ASTM C 1040 requires that a suitable backscatter gauge for density measurement should result in a standard deviation of less than 16 kg/m3; for a suitable direct-transmission gauge, the standard deviation is less than 8 kg/m3. According to ASTM C 1040, backscatter gauges are typically influenced by the top 75 to 125 mm of material. The top 25 mm determines 50 to 70 percent of the count rate and the top 50 mm determines 80 to 95 percent of the count rate. When the material being tested is homogenous, this inherent characteristic of the method is not significant. However, when a thin overlay is placed on existing concrete, this effect has to be considered in interpreting the results. Also, the presence of reinforcing steel within the influence zone will affect the count rate. Radiographic methods allow the possibility of seeing some of the internal structure of a concrete member where density variations exist. Although both gamma ray and x-ray sources can be used for radiography, x-ray equipment is comparatively expensive and cumbersome for field application. Because of this, less costly and more portable gammaray equipment is generally chosen for field use. However, xray equipment has the advantage that it can be turned off when its not being used. In contrast, gamma rays are emitted continuously from a radioactive source and heavy shielding is required to protect personnel. In addition, x-ray equipment can produce more energetic radiation than radioactive sources, which permits the inspection of thicker members or the use of shorter exposure times. The main concern in the use of all nuclear methods is safety. In general, personnel who perform nuclear tests must obtain a license from the appropriate governmental agency (Mitchell, 1991). Testing across the full thickness of a concrete element is particularly hazardous and requires extensive precautions, skilled personnel, and highly specialized equipment. Radiographic procedures are costly and require evacuation of the structure by persons not involved in the actual testing. The use of x-ray equipment poses an additional danger due to the high voltages that are used. There are limits on the thicknesses of the members that can be tested by radiographic methods. For gamma-ray radiography the maximum thickness is about 500 mm, because thick members require unacceptably long exposure times. Radiography is not very useful for locating crack planes perpendicular to the radiation beam.
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Fig. 2.4.7—Gamma-gamma backscatter log on experimental shaft with planned defects (Baker et al., 1993).



2.5—Magnetic and electrical methods Knowledge about the quantity and location of reinforcement is needed to evaluate the strength of reinforced concrete members. Knowing whether there is active corrosion of reinforcement is necessary to assess the need for remedial actions before structural safety or serviceability is jeopardized. This section discusses some of the magnetic and electrical methods used to gain information about the layout and condition of embedded steel reinforcement (Malhotra, 1976; Bungey, 1989; Lauer, 1991). Devices to locate reinforcing bars and estimate the depth of cover are known as covermeters. Corrosion activity can be monitored using the half-cell potential technique, and information on the rate of corrosion can be obtained from linear-polarization methods. 2.5.1 Covermeters—As is common with other nondestructive test methods used to infer conditions within concrete, covermeters “measure” the depth of cover by monitoring the interaction of the reinforcing bars with some other process. For most covermeters, the interaction is between the bars and a low-frequency, electromagnetic field. The basic relationships between electricity and magnetism are the keys for understanding the operation of covermeters. One of the important principles is electromagnetic induction, which means that an alternating magnetic field intersecting an
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Table 2.4—Advantages and limitations of nuclear methods



electrical circuit induces an electrical potential in that circuit. According to Faraday’s law, the induced electrical potential is proportional to the rate of change of the magnetic flux through the area bounded by the circuit (Serway, 1983). Commercial covermeters can be divided into two classes: those based on the principle of magnetic reluctance, and those based on eddy currents. These differences are summarized below (Carino, 1992). Magnetic reluctance meters—When current flows through an electrical coil, a magnetic field is created and there is a flow of magnetic flux lines between the magnetic poles. This leads to a magnetic circuit, in which the flow of magnetic flux between poles is analogous to the flow of current in an electrical circuit (Fitzgerald et al., 1967). The resistance to flow of magnetic flux is called reluctance, which is analogous to the resistance to flow of current in an electrical circuit. Fig. 2.5.1 is a schematic of a covermeter based upon changes in the reluctance of a magnetic circuit caused by the presence or absence of a bar within the vicinity of the search head. The search head is composed of a ferromagnetic Ushaped core (yoke), an excitation coil, and a sensing coil. When alternating current (less than 100 Hz) is applied to the excitation coil, an alternating magnetic field is created, and magnetic flux flows between the poles of the yoke. In the absence of a bar [Fig. 2.5.1(a)], the magnetic circuit, composed of the yoke and the concrete between ends of the yoke, has a high reluctance and the alternating magnetic flux flowing between the poles will be small. The alternating flux induces a small, secondary current in the sensing coil. If a ferromagnetic bar is present [Fig. 2.5.1(b)], the reluctance decreases, the magnetic flux amplitude increases, and the sensing coil current increases. Thus, the presence of the bar is indicated by a change in the output from the sensing coil. For a given reinforcing bar, the reluctance of the magnetic circuit depends strongly on the distance between the bar and the poles of the yoke. An increase in concrete cover increases the reluctance and reduces the current in the sensing coil. If the meter output were plotted as a function of the cover, a calibration relationship would be established that could be used to



measure the cover. Since the size of the bar affects the reluctance of the magnetic circuit, there would be a separate relationship for each bar size. These aspects are discussed further later in this section. Eddy-current meters—If a coil carrying an alternating current is brought near an electrical conductor, the changing magnetic field induces circulating currents, known as eddy currents, in the conductor. Because any current flow gives rise to a magnetic field, eddy currents produce a secondary magnetic field that interacts with the field of the coil. The second class of covermeters is based on monitoring the effects of the eddy currents induced in a reinforcing bar. There are two categories of eddy-current meters: one is based on the continuous excitation of the coil by an alternating current (usually at about 1 kHz) and the other is based upon pulsed excitation. The latter is not discussed here, but the interested reader is referred to additional information in Carino (1992). Fig. 2.5.2 is a schematic of a continuous eddy-current covermeter. In the absence of a reinforcing bar, the magnitude of the alternating current in the coil depends on the coil impedance.* If the coil is brought near a reinforcing bar, alternating eddy currents are established within the surface skin of the bar. The eddy currents give rise to an alternating secondary magnetic field that induces a secondary current in the coil. In accordance with Lenz’s law (Serway, 1983), the secondary current opposes the primary current. As a result, the net current flowing through the coil is reduced, and the apparent impedance of the coil increases (Hagemaier, 1990). Thus, the presence of the bar is inferred by monitoring the change in current flowing through the coil. In summary, magnetic reluctance covermeters are based on monitoring changes in the magnetic flux flowing through the magnetic circuit composed of the path through the yoke,



* When direct current is applied to a circuit, the amount of current equals the voltage divided by the electrical resistance of the circuit. When alternating current is applied to the coil, the amount of current is governed by the value of the applied voltage, the resistance, and another quantity called inductance. The vector sum of resistance and inductance defines the impedance of the coil.



NONDESTRUCTIVE TEST METHODS



228.2R-23



Fig. 2.5.2—Covermeter based on eddy current principle (adapted from Carino, 1992): (a) coil in air results in characteristic current amplitude, and (b) interaction with reinforcing bar causes changes in coil impedance and current amplitude. Fig. 2.5.1—Covermeter based on principle of magnetic reluctance (adapted from Carino, 1992): (a) small current induced in sensing coil when no bar is present, and (b) presence of bar increases flux and increases current in sensing coil. concrete, and the reinforcing bar. For a given cover, the meter output depends on the area of the reinforcing bar and its magnetic properties (affected by alloy composition and type of mechanical processing). On the other hand, eddycurrent covermeters depend on the electrical conductivity of the bar, and they will detect magnetic as well non-magnetic, metallic objects. However, a ferromagnetic material produces a stronger signal because of the enhanced strength of the secondary magnetic field created by the eddy currents. The response of magnetic reluctance covermeters is affected by the presence of iron-bearing aggregates in the concrete, while eddy-current meters are not. Limitations—A reinforcing bar is detected by a covermeter when the bar lies within the zone of influence of the search head (yoke or coil). Fig. 2.5.3(a) illustrates that influence zone of the search head. The response is maximum when the search head lies directly above the reinforcing bar. An important characteristic of a covermeter is the relationship between meter amplitude and the horizontal distance from the center of the bar to the center of the search head, that is, the horizontal offset. Fig. 2.5.3(b) shows the variation in amplitude with horizontal offset for a magnetic reluctance covermeter when the search head is moved away from a No. 6 bar (19 mm) with a cover depth of 21 mm. The variation is approximately a bell-shaped curve. The width of the curve in Fig. 2.5.3(b) defines the zone of influence of the search head. Fig. 2.5.3(c) shows the relationships between amplitude and horizontal offset for two different search



heads (probes) of an eddy-current meter. One search head has a smaller zone of influence than the other, which means that it is a more focused search head. A covermeter with a focused search head can discern individual bars when they are closely spaced. However, focused search heads generally have less penetrating ability and are not able to locate bars with deep cover. The influence zone of the search head also affects the accuracy with which the end of a reinforcing bar can be detected (Carino, 1992). An important distinction between covermeters is the directionality characteristics of the search heads. Due to the shape of the yoke, a magnetic reluctance meter is directional compared with a continuous eddy-current meter with a symmetrical coil. Maximum response occurs when the yoke is aligned with the axis of the bar. This directionality can be used to advantage when testing a structure with an orthogonal gridwork of reinforcing bars (Tam et al., 1977). As mentioned previously, each covermeter has a unique relationship between meter amplitude and depth of cover. Fig. 2.5.4(a) shows a technique that can be used to develop these relationships for different bar diameters. A single bar is placed on a nonmagnetic and nonconducting surface and the meter amplitude is determined as a function of the distance between the search head and the top of the bar. Fig. 2.5.4(b) and 2.5.4(c) show these relationships for a magnetic reluctance and for an eddy-current meter, respectively. These relationships illustrate a basic limitation of covermeters. Since the amplitude is a function of bar diameter and depth of cover, one cannot determine both parameters from a single measurement. As a result, a dual measurement is needed to be able to estimate both depth of cover and diameter (BS 1881: Part 204; Das Gupta and Tam, 1983). This is done by recording the meter amplitude first with the search head in contact with the concrete, and then when the search head is located a
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Fig. 2.5.3—(a) Zone of influence of covermeter search head; variation of amplitude with horizontal offset for: (b) magnetic reluctance covermeter, and (c) eddy current covermeter (adapted from Carino, 1992). known distance above the concrete. The differences in amplitudes and the amplitude-cover relationships are used to estimate the cover and bar diameter. The accuracy of this spacer technique depends on how distinct the amplitude-cover relationships are for the different bar sizes. Because these relationships are generally similar for adjacent bar sizes, it is generally only possible to estimate bar diameter within two sizes (Bungey, 1989). The single-bar, amplitude-cover relationships are only valid when the bars are sufficiently far apart so that there is little interference by adjacent bars. Fig. 2.5.5(a) shows a technique used to investigate the effect of bar spacing on covermeter response (Carino, 1992). For multiple, closely-spaced bars, the amplitude may exceed the amplitude for a single bar at the same cover depth. If they are closer than a critical amount, the individual bars cannot be discerned. The critical spacing depends on the type of covermeter and the cover depth. In general, as cover increases, the critical spacing also increases. Fig. 2.5.5(b) and 2.5.5(c) show the response for multiple bars at different spacing using a magnetic reluctance meter. The horizontal line is the single-bar amplitude for the same bar size and cover depth. For the 75-mm center-to-center spacing, the meter is just barely able to discern the locations of the individual bars, and the amplitude is not too much higher than the single-response. Fig. 2.5.5(d) and 2.5.5(e) show the responses for an eddy-current meter. The locations of the individual bars are easily identified for the 70-mm spacing, but



the amplitude is greater than the single-bar amplitude. Thus, the cover would be underestimated if the single-bar, amplitude-cover relationship were used. The response of a covermeter to the presence of multiple, closely-spaced bars depends on its design. Teodoru (1996) reports that problems may be encountered when bar spacings are less than approximately the lateral dimensions of the search head. The presence of two layers of reinforcement within the zone of influence cannot generally be identified with ordinary covermeters (Bungey, 1989; Carino, 1992). The upper layer produces a much stronger signal than the deeper second layer, so that the presence of the second layer cannot be discerned. However, it has been shown that it may be possible to determine lap length when bars are in contact (Carino, 1992). Table 2.5 summarizes the advantages and limitations of covermeters. These devices are effective in locating individual bars provided that the spacing exceeds a critical value that depends on the meter design and the cover depth. By using multiple measurement methods, bar diameter can generally be estimated within two adjacent bar sizes if the spacing exceeds certain limits that are also dependent on the particular meter. Meters are available that can estimate bar diameter without using spacers to make multiple measurements. Again, the accuracy of these estimates decreases as bar spacing decreases. To obtain reliable measurements, it is advisable to prepare mock-ups of the expected reinforcement
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Fig. 2.5.4—Covermeter amplitude versus cover: (a) testing configuration; (b) results for magnetic reluctance meter; and (c) results for eddy current meter (adapted from Carino, 1992). configuration to establish whether the desired accuracy is feasible. The mock-ups can be made without using concrete, provided the in-place concrete does not contain significant amounts of iron-bearing aggregates. 2.5.2 Half-cell potential method—Electrical methods are used to evaluate corrosion activity of steel reinforcement. As is the case with other NDT methods, an understanding of the underlying principles of these electrical methods is needed to obtain meaningful results. In addition, an understanding of the factors involved in the corrosion mechanism is essential for reliable interpretation of data from this type of testing. This section and the one to follow provide basic information about these methods. However, actual testing and interpretation of test results should be done by experienced personnel. The half-cell potential method is used to delineate those portions of the structure where there is a high likelihood of corrosion activity. Before describing the test procedure, a brief discussion of the basic principles of corrosion testing is provided. Readers should consult ACI 222R for additional information on the factors affecting corrosion of steel in concrete. Principle—Corrosion is an electrochemical process involving the flow of charges (electrons and ions). Fig. 2.5.6 shows a corroding steel bar embedded in concrete. At active sites on the bar, called anodes, iron atoms lose electrons and move into the surrounding concrete as ferrous ions. This



process is called a half-cell oxidation reaction, or the anodic reaction, and is represented as follows Fe → Fe



2+



+ 2e



-



(2.13)



The electrons remain in the bar and flow to sites called cathodes, where they combine with water and oxygen present in the concrete. The reaction at the cathode is called a reduction reaction and is represented as follows 2H2O + O2 + 4e- → 4OH-



(2.14)



To maintain electrical neutrality, the ferrous ions migrate through the concrete to these cathodic sites where they combine to form hydrated iron oxide, or rust. Thus, when the bar is corroding, electrons flow through the bar and ions flow through the concrete. When the bar is not corroding, there is no flow of electrons and ions. As the ferrous ions move into the surrounding concrete, the electrons left behind in the bar give the bar a negative charge. The half-cell potential method is used to detect this negative charge and thereby provide an indication of corrosion activity. Instrumentation—The standard test method is given in ASTM C 876 and is illustrated Fig. 2.5.7. The apparatus includes a copper-copper sulfate (or electrically similar) half
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Fig. 2.5.5—Covermeter response with multiple parallel bars at different spacing: (a) testing configuration; (b) response of magnetic reluctance meter, S = 75 mm; (c) response of magnetic reluctance meter, S = 160 mm; (d) response of eddy current meter, S = 70 mm; and (e) response of eddy current meter, S = 140 mm (adapted from Carino, 1992). cell,* connecting wires, and a high-impedance voltmeter. The positive terminal of the voltmeter is attached to the reinforcement and the negative terminal is attached to the copper-copper sulfate half cell. A high-impedance voltmeter is used so that very little current flows through the circuit. As shown in Fig. 2.5.7, the half cell makes electrical contact with the concrete by means of a porous plug and a sponge that is moistened with a wetting solution (such as liquid detergent).



* This half cell is composed of a copper bar immersed in a saturated copper sulfate solution. It is one of many half cells that can be used as a reference to measure the electrical potential of embedded bars. The measured voltage depends on the type of half cell, and conversion factors are available to convert readings obtained with other references cells to the copper-copper sulfate half cell.



If the bar is corroding, electrons would tend to flow from the bar to the half cell. At the half cell, the electrons would be consumed in a reduction reaction, transforming copper ions in the copper sulfate solution into copper atoms deposited on the rod. Because of the way the terminals of the voltmeter are connected in the electrical circuit shown in Fig. 2.5.7, the voltmeter would indicate a negative value. The more negative the voltage reading, the higher is the likelihood that the bar is corroding. If the wire connected to the bar were connected to the negative terminal of the voltmeter, the reading would be positive. The half-cell potential is also called the corrosion potential and it is an open-circuit potential, because it is measured under the condition of no current in the measuring circuit (ASTM G 15).
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The half-cell potential readings are indicative of the probability of corrosion activity of reinforcement located beneath the reference cell. However, this is true only if all of the reinforcement is electrically connected. To assure that this condition exists, electrical resistance measurements between widely separated reinforcing bars should be carried out (ASTM C 876). Access to the reinforcement has to be provided. The method cannot be applied to concrete with epoxy-coated reinforcement. Testing is usually performed at points arranged in a grid. The required spacing between test points depends on the particular structure. Excessive spacings can miss points of activity or provide insufficient data for proper evaluation, while closer spacings increase the cost of the survey. In surveying bridge decks, ASTM C 876 recommends a spacing of 1.2 m. If the differences in voltages between adjacent points exceed 150 mV, a closer spacing is suggested. However, others have suggested that spacing should be about one-half of this value to obtain a reliable assessment of the extent of the corrosion (Clemeña, Jackson, and Crawford, 1992a). Test apparatus is available that includes multiple cells to speed up data collection at close spacings. A key aspect of the test is assuring that the concrete is sufficiently moist. If the measured potential at a test point does not change by more than ±20 mV within a 5-min period (ASTM C 876), the concrete is sufficiently moist. If this condition is not satisfied, the concrete surface must be wetted, and two approaches are given in ASTM C 876. When pre-wetting is necessary, there should be no free surface water between test points. If stability can’t be achieved by prewetting, it may be because of stray electrical currents, and the half-cell potential method should not be used. When testing is performed outside of the range of 17 to 28 C, a correction factor is applied to the measured voltages. Data analysis—According to ASTM C 876, to formulate conclusions about corrosion activity, half-cell potential readings should be used in conjunction with other data, such as chloride content, depth of carbonation, findings of delamination surveys, and the exposure conditions. Data from a half-cell potential survey can be presented in two ways: an equipotential contour map, or a cumulative frequency diagram. The equipotential contour map is used most often to summarize survey results. First, test locations are drawn on a scaled plan view of the test area. The half-cell voltage readings at each test point are marked on the plan, and contours of equal voltage values are sketched. Fig. 2.5.8 is an example of an equipotential contour map created from test points on a 0.76-m spacing (Clemeña et al., 1992a). The cumulative frequency diagram is obtained by plotting the data on normal probability paper and drawing a best-fit straight line to the data, according to the procedure in ASTM C 876. The cumulative frequency diagram is used to determine the percentage of half-cell potential readings that are more negative than a certain value. According to ASTM C 876, two techniques can be used to evaluate the results: the numeric technique, or the potential
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Fig. 2.5.6—Corrosion of steel bar embedded in concrete (iron is dissolved at anode and precipitates as rust at cathode).



Fig. 2.5.7—Apparatus for half-cell potential method described in ASTM C 876.



Fig. 2.5.8—Equipotential contours from survey data of bridge deck at grid spacing of 0.76 m (only contours less than -0.30 V are shown and contour interval is -0.05 V (adapted from Clemeña et al., 1992a). difference technique. In the numeric technique, the value of the potential is used as an indicator of the likelihood of corrosion activity. If the potential is more positive than -200 mV, there is a high likelihood that no corrosion is occurring at the time of the measurement. If the potential is more negative than
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-350 mV, there is a high likelihood of active corrosion. Corrosion activity is uncertain when the voltage is in the range of 200 to -350 mV. ASTM C 876 states that, unless there is positive evidence to suggest their applicability, these numeric criteria should not be used: • If carbonation extends to the level of the reinforcement, • To evaluate indoor concrete that has not been subjected to frequent wetting, • To compare corrosion activity in outdoor concrete with highly variable moisture or oxygen content, or • To formulate conclusions about changes in corrosion activity due to repairs that changed the moisture or oxygen content at the level of the steel. In the potential difference technique, the areas of active corrosion are identified on the basis of the corrosion gradients. In the equipotential contour plot, regions of high gradients are indicated by the close spacing of the voltage contours. In Fig. 2.5.8, areas of corrosion activity are indicated by the closely spaced contours. Limitations—The advantages and limitations of the halfcell potential method are summarized in Table 2.5. As has been stated, valid potential readings can be obtained only if the concrete is sufficiently moist, and the user must understand how to recognize when there is insufficient moisture.



Because of the factors that affect corrosion testing results, a corrosion specialist is recommended to properly interpret half-cell potential surveys under the following conditions (ASTM C 876): • Concrete is saturated with water, • Concrete is carbonated to the depth of the reinforcement, or • Steel is coated (galvanized). In addition, potential surveys should be supplemented with tests for carbonation and water soluble chloride content. A major limitation of the half-cell potential method is that it does not measure the rate of corrosion of the reinforcement. It only provides an indication of the likelihood of corrosion activity at the time the measurement is made. The corrosion rate of the reinforcement depends on the availability of oxygen needed for the cathodic reaction. It also depends on the electrical resistance of the concrete that controls the ease with which ions can move through the concrete. The electrical resistance depends on the microstructure of the paste and the moisture content of the concrete. 2.5.3 Linear-polarization method—The major drawback of the half-cell potential method has lead to the development of techniques to measure the rate of corrosion. Several approaches have been investigated (Rodriguez et al., 1994).
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However, the linear-polarization method appears to be used most frequently in the field (Flis et al., 1992) and is under consideration for standardization (Cady and Gannon, 1992). This section provides an overview of the method, but it is emphasized that actual testing and interpretation of test results should be done by experienced personnel. Principle—In the field of corrosion science, the term polarization refers to the change in the open-circuit potential as a result of the passage of current (ASTM G 15). In the polarization resistance test, the current to cause a small change in the value of the half-cell potential of the corroding bar is measured. For a small perturbation about the open circuit potential, a linear relationship exists between the change in voltage ∆E, and the change in current per unit area of bar surface ∆i. This ratio is called the polarization resistance Rp R p = ∆E ------∆i



(2.15)



Because the current is expressed per unit area of bar that is polarized, the units of Rp are ohms times area. The quantity Rp is not a resistance in the usual sense of the term (Stern and Roth, 1957), but the term is widely used (ASTM G 15). The underlying relationships between the corrosion rate of the bar and the polarization resistance were established by Stern and Geary (1957). No attempt is made to explain these relationships in this report. Simply stated, the corrosion rate is inversely related to the polarization resistance. The corrosion rate is expressed usually as the corrosion current per unit area of bar, and it is determined as follows B i corr = -----Rp



(2.16)



where icorr = corrosion rate in ampere/cm2; B = a constant in volts; and Rp = polarization resistance in ohms⋅cm2. The constant B is a characteristic of the corrosion system and a value of 0.026 V is commonly used for corrosion of steel in concrete (Feliu et al. 1989). It is possible to convert the corrosion rate into the mass of steel that corrodes per unit of time. If the bar size is known, the corrosion rate can be converted to a loss in diameter of the bar (Clear, 1989). Instrumentation—Basic apparatus for measuring the polarization resistance is the three-electrode system shown in Fig. 2.5.9 (Escalante, 1989; Clear, 1989). It is often called a “3LP” device. One electrode is composed of a reference half cell, and the reinforcement is a second electrode called the working electrode. The third electrode is called the counter electrode, and it supplies the polarization current to the bar. Supplementary instrumentation measures the voltages and currents during different stages of the test. Such a device can be operated in the potentiostatic mode, in which the current is varied to maintain constant potential of the working electrode; or it can be operated in the galvanostatic mode, in
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which the potential is varied to maintain constant current from the counter electrode to the working electrode. In simple terms, the procedure for using the 3LP device in the potentiostatic mode is as follows (Cady and Gannon, 1992): • Locate the reinforcing steel grid with a covermeter and mark it on the concrete surface. • Record the cover depth and bar diameters in area of interest. • Make an electrical connection to the reinforcement (the working electrode). • Locate the bar whose corrosion rate is to be measured, wet the surface, and locate the device over the center of the bar. • Measure the corrosion potential of the reinforcement relative to the reference electrode, that is, measure the half-cell potential [Fig. 2.5.9(a)]. • Measure the current from the counter electrode to the working electrode that is necessary to produce a -4 mV change in the potential of the working electrode [Fig. 2.5.9(b)]. • Repeat the previous step for different values of potential, namely, -8 and -12 mV beyond the corrosion potential. • Determine the area of bar affected by the measurement (perimeter of bar multiplied by the length below the counter electrode). • Plot the potential versus the current per unit area of the bar, and determine the slope of the best-fit straight line. This is the polarization resistance. A major uncertainty in obtaining the polarization resistance is the area of the steel bar that is affected by the current flowing from the counter electrode. In the application of the 3LP device, it is assumed that current flows in straight lines perpendicular to the bar (working electrode) and the counter electrode. Thus, the bar area affected during the tests is the bar circumference multiplied by the length of the bar below the counter electrode. However, numerical simulations show that the assumption is incorrect and that the current lines are not confined to the region directly below the counter electrode (Feliu et al., 1989; Flis et al., 1992). In an effort to better control the current path from the counter electrode to the bar, a device has been developed that includes a fourth electrode, called a guard or auxiliary electrode, that surrounds the counter electrode (Feliu et al., 1990a; Feliu et al., 1990b). Fig. 2.5.10 is a schematic of this type of corrosion meter. The guard electrode is maintained at the same potential as the counter electrode, and as a result the current flowing to the working electrode is confined to the region below the counter electrode. A comparative study was conducted using laboratory and field tests of three commercially available corrosion-rate devices (Flis et al., 1992). Field test sites were chosen in three different environments representing the range of conditions that might be encountered in practice. Measurements were made on bridge structures at identical locations using the three devices. One of the devices was of the 3LP type (Clear,
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Fig. 2.5.9—Three-electrode, linear-polarization method to measure corrosion current: (a) measurement of open-circuit potential, and (b) measurement of current to produce small change in potential of working electrode (bar).



Fig. 2.5.10—Linear-polarization technique using guard electrode to confine current flow from counter electrode to reinforcement (adapted from Feliu et al., 1990a). 1989) and the other two used guard electrodes. The 3LP device gave higher values of corrosion current at the same test sites. The device developed in Spain (Feliu et al., 1990a) gave corrosion rates closest to the true corrosion currents. However, each device was capable of distinguishing between passive and active sites, and there were well-defined relationships between the corrosion currents measured by the different devices. It was concluded that all three devices could be used to locate active corrosion in a structure. Limitations—Advantages and limitations of the linear-polarization method are summarized in Table 2.5. The corrosion rate at a particular point in a structure is expected to depend on several factors, such as the moisture content of the concrete, the availability of oxygen, and the temperature.



Thus, the corrosion rate at any point in an exposed structure would be expected to have seasonal variations. Such variations were observed during multiple measurements that extended over a period of more than one year (Clemeña et al., 1992b). To project the amount of corrosion that would occur after an extended period, it is necessary to repeat the corrosion-rate measurements at different times of the year. As suggested by Clemeña et al. (1992b), several alternatives could be used to predict the future condition of the reinforcement: • Use the maximum measured corrosion rates to obtain a conservative estimate of remaining life, • Use the yearly average corrosion rate at a typical or worst location in the structure, or • Use the minimum and maximum corrosion rates to estimate the range of remaining life. At this time, there are no standard procedures for interpreting corrosion-rate measurements obtained with different devices, and a qualified corrosion specialist should be consulted. For example, based on years of experience from laboratory and field testing, Clear (1989) developed the following guidelines for interpreting corrosion-rate measurements using a specific 3LP device:* • If icorr is less than 2 mA/m2, no corrosion damage is expected, • If icorr is between 2 and 10 mA/m2, corrosion damage is possible within 10 to 15 years, and • If icorr is between 10 and 100 mA/m2, corrosion damage is expected within 2 to 10 years. These guidelines assume that the corrosion rate is constant with time. Other limitations should be considered when planning corrosion-rate testing. Some of these have been outlined in a proposed test method (Cady and Gannon, 1992) and are as follows: • The concrete surface has to be smooth (not cracked, scarred, or uneven), • The concrete surface has to be free of water impermeable coatings or overlays, • The cover depth has to be less than 100 mm, • The reinforcing steel can not be epoxy coated or galvanized, • The steel to be monitored has to be in direct contact with the concrete, • The reinforcement is not cathodically protected, • The reinforced concrete is not near areas of stray electric currents or strong magnetic fields, • The ambient temperature is between 5 and 40 C, • The concrete surface at the test location must be free of visible moisture, and • Test locations must not be closer than 300 mm to discontinuities, such as edges and joints. 2.5.4 Advantages and limitations—Table 2.5 summarizes the advantages and limitations of the magnetic and electrical * Guidelines were given in mA/ft2. These have been converted approximately to mA/m2 by multiplying by 10.



NONDESTRUCTIVE TEST METHODS



methods that can be used to gain information about the location and condition of steel reinforcement in concrete members. Covermeters are effective in locating bars, but there are difficulties when the steel is congested or the concrete cover is thick. Half-cell potential provides an indication of the likelihood of active corrosion, but data interpretation is not simple. The linear-polarization methods provide information about corrosion rate at the time of testing, but data interpretation is also not simple. 2.6—Penetrability methods 2.6.1 Introduction—Many of the degradation mechanisms in concrete involve the penetration of aggressive materials, such as sulfates, carbon dioxide, and chloride ions. In most cases, water is also required to sustain the degradation mechanisms. As a result, concrete that has a surface zone that is highly resistant to the ingress of water will generally be durable. The ability of concrete to withstand environmental deterioration depends on the materials that were used to make the concrete, the mixture proportions, the degree of consolidation, and the curing conditions. The quality of the surface zone has been increasingly acknowledged as the major factor affecting the rate of degradation of a concrete structure (Kropp and Hilsdorf, 1995). To assess the potential durability of in-place concrete, it is necessary to focus on methods that assess the ability of the surface zone to restrict the passage of external agents that may lead to direct deterioration of the concrete or to depassivation and corrosion of embedded reinforcement. The tests described in this section are surface zone tests that provide useful information for evaluation of the potential durability of concrete. 2.6.2 Ingress mechanisms—There are three principal mechanisms by which external agents can penetrate into concrete. Absorption—This term refers to the ingress of liquids due to capillary forces. Contaminants, such as chloride ions and sulfates, are transported within the liquid. The term sorptivity is used to describe the tendency of a material to absorb a fluid. For one-dimensional water absorption into an initially dry porous solid, the volume of absorbed fluid can be related to time by the following empirical equation (Hall, 1989) V = As t



(2.17)



where V = volume of fluid absorbed (m3); A = wetted area (m2); s = sorptivity (m/√s); and t = time (s). Permeation—This term refers to the flow of a fluid under the action of a pressure head. For steady-state, unidirectional flow of a liquid through a saturated porous material, the flow rate is described by Darcy’s law, as follows Q = kAI



(2.18)
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where Q = flow rate (m3/s); k = the coefficient of permeability (m/s); A = cross-sectional area of flow (m2); and I = hydraulic gradient (m/m). The coefficient of permeability depends on both the structure of the material and the properties of the fluid. In the case of concrete, the coefficient of permeability depends primarily on the mixture proportions, the water-cement ratio and the maturity, that is, the extent of hydration (and pozzolanic reaction, if applicable). If the fluid is a gas, an equation analogous to Eq. (2.18) can be used to describe the unidirectional flow rate in terms of the differential pressure. Diffusion—This term refers to the movement of molecular or ionic substances from regions of higher concentration to regions of lower concentration of the substances. The rate of movement of the substance is proportional to the concentration gradient along the direction of movement and the diffusion coefficient, and is given mathematically by Fick’s first law of diffusion (Kropp and Hilsdorf, 1995) ∂C ∂m 1 F = ------- --- = – D -----∂x ∂t A



(2.19)



where F = mass flux (kg/m2s); m = mass of flowing substance (kg); t = time (s); A = area (m2); D = diffusion coefficient (m2/s); C = concentration (kg/m3); and x = distance (m). 2.6.3 Penetrability tests—Various test methods have been devised for assessing the durability potential of a concrete surface. Most of the techniques attempt to model one of the above transport mechanisms. The term penetrability tests encompasses all of these test methods and is used in this report as the general term to describe this class of test methods. The penetrability tests can be grouped into the following three categories: 1. Those based on water absorption, 2. Those based on water permeability, and 3. Those based on air permeability. The following sections describe the instrumentation and procedures for some of the commonly used or promising new test procedures. 2.6.4 Description of test methods Absorption tests—Absorption tests measure the rate at which water is absorbed into the concrete under a relatively low pressure head. The absorption rate is a function of the capillary porosity, which is in turn dependent on the water/ cement ratio and curing history. Of the tests to be described, one is a surface-absorption technique and the others measure absorption within a hole drilled into the concrete. Initial surface-absorption test (ISAT)—In this method (Levitt, 1971), a circular cap with a minimum surface area of 5000 mm2 is sealed to the concrete surface. A reservoir attached to the cap is filled with water so that the water level is
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Fig. 2.6.1—Schematic of initial surface-absorption test (ISAT). 200 mm above the concrete surface. The cap is also connected to a horizontal capillary positioned at the same height as the water in the reservoir (Fig. 2.6.1). At specified intervals (10 min, 30 min, 1 hr, and 2 hr) from the start of the test, the valve below the reservoir is closed and the rate at which water is absorbed into the concrete is measured by the movement of water in the capillary attached to the cap. This test is standardized in the United Kingdom (BS 1881: Part 5). Figg water-absorption Test—Figg’s original test procedure required a 5.5-mm diameter hole to be drilled into the concrete to a depth of 30 mm. The hole was cleaned, a disk of a rigid polymeric foam was pushed into the hole to a depth of 20 mm from the surface, and the hole was sealed with silicone rubber (Figg, 1973). A hypodermic needle was inserted through the silicone rubber seal and connected to a syringe and capillary via a series of connectors (Fig. 2.6.2). A water head of 100 mm was applied and the time for the meniscus to travel 50 mm in the horizontal capillary (similar to that used in the ISAT) was recorded. The value obtained was called the absorption index and was measured in seconds. A higher absorption index corresponds to better-quality concrete. Since Figg's initial work, a number of modifications were made to the equipment and procedure to improve the accuracy and repeatability of the results (Cather et al., 1984; Figg, 1989). These modifications include a larger hole, an automated measurement of the meniscus travel, and the use of a premolded plug, alleviating the need to wait for the silicone rubber to cure before performing a test. Equipment for this test is commercially available. Covercrete-absorption test—A deficiency of the ISAT is that the absorption is influenced predominantly by the surface zone. In the Figg test, the absorption is controlled by the concrete deeper than 20 mm. The covercrete-absorption test tries to overcome these two deficiencies (Dhir et al., 1987) by



making an absorption measurement that includes the surface as well as the interior concrete, the so-called “covercrete.” A 13-mm diameter hole is drilled to a depth of 50 mm, and a gasketted cap is placed over the hole. A tube connected to a reservoir passes through the cap and empties into the hole. The cap contains a second tube connected to a horizontal capillary as in the ISAT and Figg test. The reservoir and capillary are positioned so that a water head of 200 mm is maintained above the center of the hole. The tube to the reservoir is shut off and the movement of the meniscus in the capillary is measured between 10 and 11 min after initial contact with water. The main advantage of this test compared with the ISAT and Figg tests is the ability to obtain an integrated absorption measurement of the surface zone to a depth of 50 mm. Water-permeability tests—The above absorption tests involve a low water head (200 mm of water is about 2 kPa above atmospheric pressure*), and the flow is governed primarily by the sorptivity of the concrete. In-place water-permeability tests have been developed that use higher pressures to obtain indications of the coefficient of permeability of the concrete. CLAM test—This method involves measuring the flow of water into the concrete surface under a fixed pressure (Montgomery and Adams, 1985). A specially designed cap is glued to the concrete surface (Fig. 2.6.3), and pressurized water is provided by a micrometer-screw piston. A pressure gauge in the chamber measures the water pressure. To perform the test, the chamber is filled with water, the micrometer screw is turned so as to maintain a constant water pressure of about 150 kPa above atmospheric pressure, and the movement of the piston is recorded at periodic intervals for a 20- to 30-min period. The travel of the piston multiplied by the area of the cylinder gives the volume of water that penetrates into the concrete. A plot of the volume of water versus time provides information on the permeability of the concrete. Since the flow of water into the concrete is not unidirectional and a steady-state condition is not attained, the test provides a permeability index, rather than the coefficient of permeability. The CLAM test can also be performed at a lower water pressure so that penetration is controlled primarily by absorption, rather than by a combination of absorption and permeation. For the absorption measurement, the piston is advanced at a rate that maintains the water pressure at 1 kPa (Basheer et al., 1992). Again, because the resulting absorption is not unidirectional, a sorptivity index is obtained rather than the true sorptivity. Steinert method—This test method, reported by Steinert (1979), uses the guard ring principle to attain a better approximation of unidirectional flow under pressure (Fig. 2.6.4). The cap, which is composed of two concentric chambers separated by a circular rubber seal, is glued to the concrete surface. The concentric chambers are filled with water and pressurized to 600 kPa with compressed air. Flow under the inner chamber is approximately unidirectional, so that the



* As a point of reference, atmospheric pressure at sea level is about 100 kPa.
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record of flow as a function of time is easier to interpret than in the CLAM test. Air-permeability tests—A wide variety of tests have been proposed that are based on measurement of the flow of air, or other gases, through concrete. There are relationships between air permeability and other durability indicators, such as water-cementitious materials ratio, strength, and curing efficiency (Whiting, 1987). Similar to the water-based tests, air-permeability tests involve either drilling a hole into the concrete surface or the application of a chamber to the surface. In most cases, a vacuum is applied and the decrease of the vacuum with time is taken as an indicator of the air permeability. In general, air-permeability tests are simpler to perform than the water-based tests. Figg air-permeability test—The original Figg air-permeability test involves the same hole preparation procedure as for the water-absorption test described above (Figg, 1973). The tube, however, is connected to a vacuum pump instead of the syringe and manometer apparatus used for the water test. The vacuum pump is activated until the pressure inside the hole is decreased to a prescribed value below atmospheric pressure. The valve is closed, and flow of air into the hole reduces the vacuum. The time to obtain a prescribed pressure increase in the hole is measured, and the time in seconds is called the air-permeability index. A higher air-permeability index indicates a less permeable concrete. In the original Figg test, the prescribed vacuum pressure was -85 kPa and the prescribed pressure increase was 5 kPa. In a subsequent modification (Fig. 2.6.5) intended to improve repeatability, the hole size was increased to 10 mm in diameter and 40 mm in depth and the prescribed initial vacuum pressure was changed from -85 kPa to -55 kPa (Cather et al., 1984). The reduced vacuum was selected to permit the use of hand-operated vacuum pumps. In another modified form of the Figg test (Dhir et al., 1987) intended to improve the repeatability further, the hole diameter was increased to 13 mm, the depth increased to 50 mm, and the prescribed pressure change was taken from -55 kPa to -45 kPa. Schönlin test—The Figg test gives a measure of the air permeability of the cover zone traversed by the open portion of the hole and requires drilling a hole into the concrete. To avoid having to drill a hole, surface test methods have been proposed. In Schönlin's method (Fig. 2.6.6), a 50-mm diameter chamber of known volume is placed on the surface, and a vacuum pump is used to evacuate the chamber to a pressure less than -99 kPa (Schönlin and Hilsdorf, 1987). The valve is closed, and the time when the vacuum pressure reaches -95 kPa is taken as the start of the test. The time required for the vacuum pressure to increase to -70 kPa is measured. For dense concrete, the vacuum pressure change during 120 seconds is measured instead. Based on these measurements and the known volume of the chamber, a permeability index in units of m2/s is calculated. In an effort to attain a standard moisture condition prior to testing, the surface is dried with hot air for 5 min prior to testing. Surface airflow test—The surface airflow test (SAF) is based on a method used within the petroleum industry for
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Fig. 2.6.2—Schematic of original Figg water-absorption test.



Fig. 2.6.3—Schematic of CLAM apparatus.
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Fig. 2.6.4—Schematic of Steinert’s “guard ring” method to approximate unidirectional flow.



Fig. 2.6.6—Schematic of Schönlin’s surface air-permeability test.



Fig. 2.6.5—Schematic of modified Figg air-permeability test. the rapid determination of the permeabilities of rock cores (Whiting and Cady, 1992). A schematic of the apparatus is shown in Fig. 2.6.7. A vacuum plate, with a soft rubber ring to provide an airtight seal, is placed on the concrete surface. To conduct the test, valves A, B, and C are closed and the vacuum pump is activated. The pump is of such capacity that the vacuum pressure should stabilize at about -83 kPa within 15 sec. Valve A is opened and the vacuum pressure should again stabilize at -83 kPa. Valve B is opened and valve A is closed, directing airflow through the flowmeter. After 15 sec, the reading of the flowmeter is recorded. The flow rate in mL/m is used as an indicator of the surface air permeability. Experiments have demonstrated that the effective depth of the measurement is about 13 mm (Whiting and Cady, 1992). As in the Schönlin test, the surface should be dried with hot air if it is suspected that the surface layer may have a high moisture content.



2.6.5 Advantages and limitations—The advantages and limitations of the various penetrability methods that have been discussed are summarized in Table 2.6. Absorption tests—The initial surface-absorption test (ISAT) provides a surface measurement and models water absorption, which is the most common ingress mechanism associated with concrete deterioration. The test has been used extensively in the United Kingdom and a considerable amount of field data and experience in using the equipment has been gained. The test is totally nondestructive and can be used on both vertical and horizontal surfaces. Limitations of the ISAT are as follows: • For concretes with a low surface sorptivity, the flow path may be considered approximately unidirectional, and the ISAT measurements are related to unidirectional sorptivity measurements (Hall, 1989). However, as the sorptivity of the surface layer increases, radial flow becomes significant and there is no reliable relationship between ISAT measurements and sorptivity measurements. • Achievement of a watertight seal between the cap and the concrete surface can be difficult in the field. Investigation of modifications to overcome this problem have been performed with some success in the United Kingdom. • The ISAT is capable of testing only the outer 10 to 15 mm of the concrete. When considering reinforcement corrosion, it may be desirable to assess the complete cover zone. • Test results are affected by the presence of curing compounds or other surface coatings. The Figg test requires holes to be drilled into the concrete and the outer 20 mm of the concrete has to be sealed off. Surface skin properties are therefore excluded from the
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measurement. The test is not affected by surface coatings or curing compounds. The covercrete-absorption test also requires drilling a hole, but the measurement includes the effect of all the concrete surrounding the hole, including the surface zone. Water-permeability tests—Both the CLAM and the Steinert water-permeability tests produce an empirical permeability index for a particular concrete. Measurement of an absolute property, rather than an empirical permeability index, is preferable because there are well-defined relationships between the coefficient of permeability and other durability related factors (Whiting, 1987). In-place methods based on water permeability, however, do not correlate with these durability factors as well as the air-permeability tests. The interference of concrete moisture content prior to testing appears to have a more serious effect on water-permeability tests than on air-permeability tests. Other drawbacks of water-permeability tests are the long testing times and the need to glue or clamp the equipment to the concrete surface to effectively sustain the applied water pressure. Air-permeability tests—In general, most air-permeability techniques are quick and simple to perform. In the case of vacuum-mounted devices, no permanent attachment is needed. Unlike water tests, air-permeability tests do not affect the penetrability properties of the concrete. As a result, an airpermeability test can be repeated at the same location. Airpermeability tests appear to be less affected by the moisture content of the concrete than water-permeability tests. Surface tests, such as the SAF test and Schönlin’s method, are affected primarily by the top 15 mm of concrete and do not provide an indication of the penetrability properties of the entire cover zone. Tests based on Figg’s method require drilling a hole and exclude the near surface layer in the measurement. Generally, each test method results in an air-permeability index that can be related to other factors that govern the durability of concrete. In most cases, however, the index obtained by a specific method is not related to the index obtained by another method that uses a different geometry and test pressure. General limitations—Although the penetrability techniques are related to the mechanisms associated with concrete deterioration, certain limitations must be considered when using a particular test method in practice. These limitations include: sensitivity to moisture and temperature changes; changes in transport mechanism during the test (for example, sorption to diffusion); variance of air permeability with applied pressure; and the influence of drilling on test values. The empirical nature of the tests and the associated complex flow characteristics have prevented the conversion of test results to absolute property measurements. The most important limitation is, by far, the effect of concrete moisture content at the time of testing. A dry concrete will absorb more water and allow more air flow than the same concrete in a saturated state. A poor-quality concrete tested in a moist condition can result in apparently better
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Fig. 2.6.7—Schematic of surface air flow (SAF) test. indicators of durability than a higher-quality concrete tested in a dry condition. Some methods try to account for this problem by specifying that the test should not be conducted within a certain period after a rainfall. However, since the drying of the concrete is a function of the ambient temperature and relative humidity, specifying a natural drying time does not assure that the moisture content is at a “standard” level. Other methods specify a period of drying with hot air prior to testing (Kropp and Hilsdorf, 1995). For methods based on drilling a test hole, the percussion action of the hammer-drill can have a detrimental and uncontrollable effect on the concrete in the vicinity of the hole. Cracks can be produced in the concrete that allow air and water to flow more readily along them. This condition can produce discrepancies between test results, especially in waterabsorption tests. 2.7—Infrared thermography Infrared thermography has been used for detecting subsurface anomalies within and below concrete elements. The method has been applied to the identification of internal voids, delaminations, and cracks in concrete structures such as bridge decks (Holt and Manning, 1978), highway pavements (Weil, 1991), parking garages, pipelines (Weil, 1989), and buildings. ASTM D 4788 describes the use of infrared thermography for detecting delaminations in concrete bridge decks, with and without asphalt overlays. 2.7.1 Principle—Infrared thermography senses the emission of thermal radiation and produces a visual image from this thermal signal. Thermography, like any system using infrared radiation, measures variation in surface radiance and does not directly measure surface temperature. However, it can be used to detect anomalies in surface radiance that may be relate to subsurface conditions of the concrete member. Infrared thermography for testing concrete is based on two principles. The first principle is that a surface emits energy in the form of electromagnetic radiation. The rate of energy emitted per unit surface area is given by the Stefan-Boltzmann law (Halliday and Resnick, 1978)
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Table 2.6—Advantages and limitations of penetrability methods



R = eσT where R =



4



(2.20)



rate of energy radiation per unit area of surface, W/ m2; e = the emissivity of the surface; σ = the Stefan-Boltzmann constant, 5.67 × 10-8 W/ m2·K4; and T = absolute temperature of the surface K. The wavelength of the emitted radiation depends on the temperature. As the temperature increases, the wavelength becomes shorter. At a sufficiently high temperature, the radiation is in the visible spectrum. For example, this phenomenon is observed when a nail is heated and emits visible light at high temperatures. However, in the range of room temperature, the wavelength of the emitted radiation is on the order of 10 µm, which is in the infrared region of the spectrum.



This radiation can be detected by special sensors that produce electrical signals in proportion to the amount of incident radiant energy. With proper calibration, the output of an infrared sensor can be converted to temperature. Thus, it is possible to measure the surface temperature of the concrete without having to make contact with a thermometer or thermocouple. The second principle is that subsurface anomalies in the concrete affect heat flow through the concrete (Fig. 2.7.1). If the anomalies are not too deep, these changes in heat flow cause localized differences in surface temperature. By measuring surface temperature under conditions of heat flow, the subsurface anomalies can be located. The required heat-flow condition can be created artificially by using heating lamps, or it can occur naturally by solar heating (heat flow into the structure) and night-time cooling
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(heat flow out of the structure). The latter methods are obviously the economical approach. In summary, infrared thermography for testing concrete exploits two main heat transfer mechanisms: conduction and radiation. Sound concrete is more thermally conductive than low density or cracked concrete. Radiation from the concrete surface depends upon the emissivity of the material, which is defined as the ability of the material to radiate energy compared to a perfect black body radiator. Rougher surfaces of the same material have higher emissivity values. Some values of emissivity are (Weil, 1991): • Rough clean concrete e = 0.95, and • Shiny steel e = 0.05. Different surface textures and finishes (brush marks, rubber, or oil residues) will affect the surface radiation properties. Thus, care must be exercised to assure that apparent measured temperature differences are not due to differences in emissivity. The physical parameters determining the emitted infrared radiation measured during a thermographic survey are: concrete surface emissivity, surface temperature, concrete thermal conductivity, concrete volumetric-heat capacity, thickness of the heated layer, and intensity of incident solar radiation. The environmental conditions present at the time of testing also affect surface temperature measurements. Clouds reduce solar radiation during the day and reflect infrared radiation at night, slowing heat transfer at the concrete surface. Wind and surface moisture reduce temperature gradients, and water below 0 C forms ice in voids and cracks. The optimum weather conditions are: clear skies, mild wind, dry concrete surface, and intense solar radiation. To overcome environmental influences on testing, the following guidelines are suggested (ASTM D 4788): • Remove debris from surface. • Do not test when standing water, ice or snow are present; allow surface to dry at least 24 hr before testing. • Do not test if wind speeds exceed 25 kph. • The ground temperature should be above 0 C. • Testing at night should be done under clear skies. Above all else, testing should be performed when the largest heating or cooling gradients are present in the concrete. When cooling conditions are present (testing at night, for example), the concrete above any anomalies will be cooler than the surrounding sound concrete. The reverse is true during heating conditions. The suggested best time for doing infrared surveys is soon after sunrise or one-half to one hour after sunset. If testing is performed too long after a thermal change, the concrete surface may become thermally saturated such that the thermal anomalies have passed. The amount of time required in direct sunlight to develop detectable anomalies differs for various applications. For example, ASTM D 4788 recommends 4 hr of direct sunshine on concrete and 6 hr on asphalt-covered concrete decks for detecting delaminations in bridge decks. 2.7.2 Equipment—Thermographic scanning and analysis systems comprise three main components: a scanner/detec-
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Fig. 2.7.1—Effect of internal anomaly on surface temperature during heat flow. tor unit, a data acquisition/analysis device, and a visual image recorder. The infrared scanner head is an optical camera, with lenses that transmit only infrared radiation with-wavelengths in the range of 3 to 5.6 µm (shortwave), or 8 to 12 µm (medium wave). A system of rotating mirrors is used to enable a two-dimensional scan of the test object (Fig. 2.7.2). The infrared detector is normally cooled by liquid nitrogen to a temperature of -196 C, and can detect temperature variations as small as 0.1 C. However, new sensors have been developed that do not require cooling (Kaplan, 1994; Matthews et al., 1994). These sensors are composed of a two-dimensional array of materials sensitive to incident infrared radiation. The use of a 2-D array eliminates the need for rotating mirrors as in conventional optical-mechanical, infrared cameras. The data acquisition and analysis unit includes an analog-to-digital (A/D) converter, a computer with a high resolution monitor and a data storage device, and data analysis software. For rapid coverage of large areas, such as highway or airfield pavements, the equipment can be mounted on an automotive vehicle. Data obtained by the scanner/detector unit are digitized and displayed as shades of gray or color, depending on the data analysis software. Cooler or hotter regions are identified by a different gray shading or color compared with the surrounding concrete. A visual image recording unit, such as a videotape recorder, a film camera, or a digital video camera, is used to provide a record of the region scanned by the infrared camera. Comparison of the visual and infrared images is necessary to ensure that apparent temperature differences in the infrared image are not due to differences in surface emissivities. As an example, Fig. 2.7.3 shows an optical photograph (top) and the corresponding infrared thermogram (bottom) of a bridge deck. The locations of delamination are
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Fig. 2.7.2—Schematic of infrared scanner system used to create thermal image (adapted from Schlessinger, 1995). identified by the brighter “hot” spots in the thermographic image. Note that the asphalt patch results in a false indication because of its different emissivity and thermal properties. 2.7.3 Advantages and limitations—The advantages and limitations of infrared thermography are summarized in Table 2.7. Infrared thermography is a global inspection method, and permits large surface areas to be surveyed in a short period of time. Its main application in civil engineering has been to detect delaminations in bridge decks and reinforced concrete pavements. Among its disadvantages is the requirement for the appropriate environmental conditions to achieve the heat-flow conditions needed to detect the presence of subsurface anomalies. However, even with the proper heat-flow conditions, not all delaminations are detectable. Maser and Roddis (1990) performed analytical studies to gain an understanding of the factors affecting the differences in the surface temperature of a solid concrete slab and a slab with a delamination. Examples of the results of such analyses are shown in Fig. 2.7.4. Fig. 2.7.4(a) shows the analytical model that was used. In the analyses (based on the finite element method), the concrete slab was subjected to a sinusoidal variation of ambient temperature with a 24-hr cycle and a parabolic variation in incident solar radiation. The air temperature varied from 16 to 30 C. Fig. 2.7.4(b) shows the differences in surface temperature compared with a solid slab for different cover depth and a 1.27-mm-wide air-filled crack. It is seen that the maximum differential temperature decreases as the depth of the delamination increases. Fig. 2.7.4(c) shows the results for different crack widths at a cover depth of 38 mm. It is seen that the crack width has a strong effect on the maximum temperature differential. It was also found that a water-filled delamination resulted in nearly identical surface temperatures as in a solid slab. Finally, it is noted that while infrared thermography can provide information on the areal extent of



a subsurface anomaly, it is not able to provide information on its depth. 2.8—Radar 2.8.1 Introduction—Radar (acronym for Radio Detection and Ranging) is analogous to the pulse-echo technique discussed in Section 2.2.2, except that electromagnetic waves (radio waves or microwaves) are used instead of stress waves. The early uses of the technique were for military applications, but radar techniques are now used in a variety of fields. The earliest civil engineering applications were for probing into soil to detect buried pipelines and tanks. This was followed by studies to detect cavities below airfield pavements, and more recently for determining concrete thickness, locating voids and reinforcing bars, and identifying deterioration (Bungey and Millard, 1993; Cantor, 1984; Carter et al., 1986; Clemeña, 1983; Kunz and Eales, 1985; Maser, 1986, 1989, 1990; Maser and Roddis, 1990; Steinway et al., 1981; Ulriksen, 1983). The most attractive features of this technology are: its ability to penetrate into the subsurface and detect unseen conditions; its ability to scan large surface areas in a short period of time; and its high sensitivity to subsurface moisture and embedded metal. In civil engineering applications, inspection depths are relatively shallow compared with other uses of radar. As a result, devices for these applications emit short pulses of electromagnetic waves (microwaves). For this reason, the technique is often called short-pulse radar, impulse radar,* or ground-penetrating (probing) radar (GPR). In this report, it * Two other approaches that have been considered potentially appropriate for structural applications are frequency modulation and synthetic-pulse radar (Bungey and Millard, 1993). These approaches have been excluded from this section because pulsed systems have gained the greatest practical acceptance and are most readily available commercially.
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Fig. 2.7.3—Example of infrared thermography: (a) optical photograph of concrete bridge deck, and (b) infrared thermogram showing “hot spots” corresponding to locations of concrete delaminations and false indication due to asphalt patch. Table 2.7—Advantages and limitations of infrared thermography



will be called GPR. This section discusses the principles of GPR, the instrumentation that is used, data analysis techniques, and some of the inherent limitations. A detailed review of the principles and applications of GPR was published by Clemeña (1991). 2.8.2 Principle—The operating principle of GPR is illustrated in Fig. 2.8.1. An antenna, which is either dragged across the surface or attached to a survey vehicle, transmits short pulses of electromagnetic energy (within a specific broad frequency band) that penetrate into the surveyed material. The most commonly used pulses for concrete evaluation range from 1 to 3 nanoseconds (nsec) in duration and



often contain three or four peaks as shown in Fig. 2.8.1. Analysis and interpretation of the signal is based on well-defined nominal center frequency values, most commonly between 500 MHz and 1 GHz for structural surveys (Bungey and Millard, 1993). Each pulse travels through the material, and a portion of the energy is reflected back to the antenna when an interface between materials of dissimilar dielectric properties is encountered. The antenna receives the reflected energy and generates an output signal proportional to the amplitude of the reflected electromagnetic field. The received signal thus contains information on what was reflected, how quickly the signal traveled, and how much of the signal was
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Fig. 2.8.1—Reflections of electromagnetic radiation pulse at interfaces between materials with different relative dielectric constants (adapted from Carino, 1994). Fig. 2.7.4—Analytical study of infrared thermography: (a) model of concrete bridge deck used in numerical simulation; (b) effect of depth of cover on surface temperature compared with solid slab; and (c) effect of width of air-filled crack on surface temperature compared with solid slab (adapted from Maser and Roddis, 1990). attenuated. These quantities depend on the spatial configuration and electrical properties of the member under investigation. The theory of propagation of electromagnetic waves is complicated. The following presentation is simplified based on assumptions suitable for civil engineering applications. More detailed treatments are available (Daniels et al., 1988; Halabe et al., 1993, 1995). The primary material properties that affect the transmitted and reflected energy are the dielectric constant and the conductivity. Materials of interest for structural applications of GPR, with the exception of metals, are low-loss dielectrics. A material’s dielectric constant, also known as dielectric permittivity, is the amount of electrostatic energy stored per unit volume for a unit potential gradient. Electrical conductivity, the reciprocal of electrical resistivity, is a measure of the ease with which an electrical current can be made to flow through a material. The ratio of a material’s dielectric constant to that of free space is defined as the relative dielectric constant εr εε r = ---ε0 where



(2.21)



ε = ε0 =



dielectric constant (farad/meter), and dielectric constant of free space (air), which is 8.85 × 10-12 farad/m. The relative dielectric constant governs the speed of the electromagnetic wave in a particular material. For low loss materials, the speed of electromagnetic waves C is given by the following C0 C = -------εr



(2.22)



where C0 = speed of light in air (3 × 108 m/s), and εr = relative dielectric constant. Analysis of the recorded time-domain waveforms permits determination of the depth of the reflecting interface assuming the relative dielectric constant is known. The depth of the reflecting interface is obtained from the measured round trip travel time and the speed of the electromagnetic wave. If the round trip travel time for the pulse is t, the depth D would be D = Ct -----2



(2.23)



The contrast in dielectric constant determines the amount of reflected energy at the interface between two dissimilar materials. For low-loss dielectrics, the ratio of the reflected to incident amplitudes of the electromagnetic field (reflection coefficient)
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reflected at an interface is given by the following equation (Clemeña, 1991; Bungey and Millard, 1993) ε r1 – ε r2 ρ 1 ,2 = ---------------------------ε r1 + ε r2



(2.24)



where ρ1,2 = εr1 =



reflection coefficient, relative dielectric constant of Material 1 (incident wave), and εr2 = relative dielectric constant of Material 2. The dielectric constant of concrete is affected by the nature of the materials and moisture content. By definition, the relative dielectric constant of air equals 1, and typical values for other materials are given in Fig. 2.8.1. Note that the dielectric constant of water is much higher than the other listed materials. This makes water the most significant dielectric contributor to construction materials and explains why radar is highly sensitive to moisture. As the moisture content increases, the dielectric constant of the material, such as concrete, also increases. An important difference between GPR and stress-wave methods, such as the impact-echo method, is the amplitude of the reflections at a concrete-air interface. For stress waves, the reflection is almost 100 percent because the acoustic impedance of air is negligible compared with concrete. On the other hand, the mismatch in dielectric constants at a concrete-air interface is not as drastic, and only about 50 percent of the incident energy is reflected at a concrete-air interface. This condition results in two significant differences between GPR and stress-wave methods. GPR is not as sensitive to the detection of concrete-air interfaces as are stress-wave methods. However, because the energy is not totally reflected at a concrete-air interface, GPR is able to penetrate beyond such an interface and “see” features below the interface. Eq. (2.24) shows that when the dielectric constant of Material 2 is greater than that of Material 1, the reflection coefficient is negative. This indicates a phase reversal (change in polarity) of the reflected wave, which means that the positive part of the wave is reflected as a negative part (Fig. 2.8.1). At a metal interface, such as between concrete and steel reinforcement, there is complete reflection and the polarity of the reflected wave is reversed. This makes GPR very effective for locating metallic embedments. On the other hand, strong reflections from embedded metals can obscure weaker reflections from other reflecting interfaces that may be present, and reflections from reinforcing bars may mask signals from greater depths. The conductivity and, to a lesser extent, the dielectric constant, determine the energy loss in a particular material. Signal attenuation may be approximated as follows (Bungey and Millard, 1993) 3 σ α = 1.69 ×10 -------εr



(2.25)
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where α = signal attenuation (dB/m) and σ = conductivity (Ω-1m-1). The conductivity of concrete increases with frequency (Halabe et al. 1993). For example, the conductivity at 1 GHz is about 1.5 times the direct current (0 Hz) conductivity. Radar detects the arrival time and energy level of a reflected electromagnetic pulse. Since electromagnetic wave propagation is affected by changes in dielectric properties, variations in the condition and configuration of a structure will cause changes in the signal. Information is obtained by observing the return time, amplitude, shape, and polarity of the signal. Concrete conditions such as voids, honeycombing, and high moisture and chloride content can be inferred from changes in the dielectric constant and conductivity of the concrete. For example, theoretical studies have shown that characteristics of the radar signal are affected by variations in concrete moisture content (Shaw et al., 1993), and by variations in moisture and chloride contents under an asphalt overlay (Maser and Roddis, 1990). Other studies have considered the effects of shape and size of voids within concrete (Bungey and Millard, 1995) and of void size under concrete pavement (Steinway et al., 1981). Halabe et al. (1993) developed theoretical models for predicting the dielectric properties of concrete as a function of temperature, porosity, moisture and salt contents, and radar frequency. In addition, models were developed for radar waveform synthesis and inversion (Halabe et al., 1995). The synthesis (forward) model can be used to generate theoretical radar waveforms and conduct parametric studies for layered media, such as overlaid bridge decks and pavements, with features such as reinforcing bars and delaminations. The inversion model has been used, with moderate success, to estimate the physical properties of concrete bridge decks from radar waveforms (Halabe et al., 1995). Others have used the finite element method to simulate the propagation of electromagnetic pulses through concrete (Millard et al., 1993). Since the radar pulse has a finite duration, the material layers being surveyed have to be sufficiently thick in order for the reflections from successive layers to be clearly separated. This minimum required thickness can be calculated by using Eq. (2.23) with t equal to the pulse duration. For example, for a pulse duration of 1.5 nsec in concrete and a relative dielectric constant of 6 (speed = 122 mm/nsec), the minimum required thickness would be about 90 mm. 2.8.3 Instrumentation—Typical instrumentation for GPR includes the following main components: an antenna unit, a control unit, a display device, and a storage device. The antenna emits the electromagnetic wave pulse and receives the reflections. For a given material, the depth of penetration and resolution of GPR are functions of the frequency content of the pulse. Lower frequencies penetrate deeper but provide less resolution, while higher frequencies provide more detail but have less depth of penetration. For an antenna with a 1-GHz nominal frequency, the penetration depth in concrete is about 400 mm (Bungey and Millard, 1993).
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Fig. 2.8.2—Illustration of topographic plotting technique to reveal differences in radar signals (adapted from Cantor, 1984). For a given antenna, the actual penetration depends on the moisture content of the concrete. Much of the research into the use of GPR has centered around the evaluation of reinforced concrete bridge decks and pavements. The equipment used for this purpose is configured to mount on and within a vehicle to allow continuous acquisition of the data as the vehicle travels along the roadway. In this configuration, a non-contact horn antenna is mounted 150 to 500 mm above the pavement surface. Another configuration is a portable arrangement, in which a small, hand-held dipole antenna is used. It is normally placed in contact with the surface to be surveyed. This equipment is used for locating items such as reinforcing bars, embedments, voids, and other anomalies within a concrete mass (Bungey and Millard, 1993). It has also been used to locate voids below slabs or behind concrete walls. The control unit is the heart of a GPR system. It controls the repetition frequency of the pulse, provides the power to emit the pulse, acquires and amplifies the received signal, and provides output to a display device. Data are usually stored in an analog recorder or in a digital storage device for later analysis and interpretation. Display devices include oscillographs that plot a succession of recorded waveforms (topographic or waterfall plot), from which it is possible to readily observe changes in the waveform patterns. Other common display devices are graphic facsimile recorders that provide a cross-sectional representation of the tested object, and are discussed further in the next section. Computer software is also available to permit various signal processing methods to aid in data interpretation, such as subtraction of a reference signal or color display based on signal amplitude and polarity (Bungey et al., 1991; Chen et al., 1994). 2.8.4 Data analysis—GPR systems emit pulses continuously at high repetition rates (typically 50 kHz). While this permits scanning of test objects, it also results in a large amount of data. As a result, several techniques employing



computer processing, color enhancement, or comparison methods, have been developed. Cluster analysis is a technique for comparing signals (waveforms) with reference signals caused by known conditions. The received signals are normalized to allow direct comparison. Each signal is compared to the previous signals and is assigned to a “cluster” of similar signals (Cantor, 1984). If no other similar signals have been identified, it is assigned to a new cluster. The clusters are then correlated with known conditions as determined through visual inspection, coring or excavation. The output of the results is in the form of a strip chart that indicates the nature of the defect at the test position and a measure of the confidence of the prediction. The confidence measure indicates the closeness of fit of an individual signal to the reference signal for that cluster. See Cantor (1984) for examples of this type of analysis. Topographic plotting is a technique that continuously displays or prints each radar trace displaced a fixed distance from the previous trace (Fig. 2.8.2). When a series of traces are viewed in this way, they take on an appearance similar to a topographic drawing (Cantor, 1984). Where the traces are parallel to one another, a uniform material is indicated. Where traces overlap or shift from one another, changes are indicated that might signify items such as deterioration, delamination, separation, patches, joints, different materials, and varying thicknesses. Quantitative peak tracking is a technique that utilizes signal processing to quantitatively compute the amplitudes and arrival times of significant reflection peaks in the radar waveform (Maser, 1989, 1990; Ulriksen, 1983; Steinway et al., 1981; Carter et al., 1986). These quantitative computations can then be used to calculate and display concrete properties as depth profiles or area contour maps. Peak plotting is a technique for presenting GPR data with a graphic recorder or a video display, and is commonly used in the field for real-time display of GPR data. Fig. 2.8.3(a) shows a ground-coupled, dipole antenna emitting a radar pulse into a test object containing a void. The time history of the emitted pulse is sketched above the antenna. Fig. 2.8.3(b) shows the waveform received by the antenna. The vertical axis represents time, or it can be transformed to depth by knowing εr and using Eq. (2.22) and (2.23). The received signal at the start of the waveform represents the emitted pulse that is picked up directly by the receiving side of the antenna. The second received signal is the reflection from the void, and the third is the reflection from the bottom boundary of the test object. The peak plotting routine used by the graphic recorder is illustrated in Fig. 2.8.3(b). Although the following description assumes a graphic recorder for ease in explanation, analogous images are readily produced digitally for display on a gray-scale or color video monitor. First, the operator selects a threshold voltage range. When the amplitude of the received signal exceeds the threshold range, the pen of the graphic recorder plots a solid line on the recording paper. The line is plotted in varying shades of gray depending on the actual amplitude of the signal. Thus the waveform from
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Fig. 2.8.3—(a) Reflections of electromagnetic pulse in test object with void; (b) received waveform and graphic recorder output based on threshold limits; and (c) display on graphic recorder during scan across test object (adapted from Carino, 1994). the antenna output is represented on the graphic recorder as a series of dashes as shown in Fig. 2.8.3(b). Note that each echo is associated with two dashes. The actual number of dashes that are displayed depends on the number of cycles in the emitted pulse and the threshold level. This is an important point to understand for proper interpretation of GPR results. As the antenna is moved along the surface, changes in the received signal are displayed on the graphic recorder. The paper on the recorder moves at a constant speed that is independent of the speed of the antenna motion (hardware is available to synchronize paper feed with antennae movement). The resulting pattern on the graphic recorder represents a cross-sectional view of the test object, as illustrated in Fig. 2.8.3(c). As previously mentioned, metals are strong reflectors of electromagnetic waves. This characteristic makes GPR very effective in locating buried metal objects, such as reinforcing bars and conduit. The presence of reinforcing bars results in characteristic patterns in the graphic recorder output that make them relatively easy to locate. For example, Fig. 2.8.4(a) and (b) show the graphic recorder output obtained in a laboratory specimen in which reinforcing bars were placed 300 mm apart with cover depths of 50, 100, and 150 mm. The bars were embedded in sand contained in a wooden box, 200 mm deep. This is a convenient way to study the effects of reinforcement on GPR signals because the relative dielectric constant of sand is similar to dry concrete. Fig. 2.8.4(a) shows the results for 10-mm (No. 3) bars, and Fig. 2.8.4(b) shows the results for 35-mm (No. 11) bars. The vertical dashed lines are reference markers placed on the output by the operator. Since bar locations were known in this study,



the reference markers were created by the operator as the center of the antenna passed directly over the centerlines of the bars. The arch-shaped patterns are typical of reflections from round metallic targets. The centerline of the bars are clearly identified and closer examination of the patterns reveals that the bar depth increases from left to right. The actual shapes of the arches (that is, whether they are flat or peaked) depend on the scanning speed of the antenna and the speed of the paper feed. It is not possible to infer the bar sizes by simply looking at the patterns in the graphic recorder output. In field scans, the operator lays out a system of grid lines on the surface, and the grid is used to reference the graphic recorder output to positions on the structure. Fig. 2.8.5 shows the graphic recorder output from a scan across a reinforced concrete slab with bars at unknown locations. The archshaped patterns caused by reflection from the bars are clearly evident. Five arches are shown, corresponding to five targets. The four arches at the same depth correspond to reinforcing bars. It is seen that one of the arches is closer to the top of the display and has a different pattern that the others. The operator identified this reflection as being due to a metal conduit rather than a reinforcing bar. The vertical distance markers generated as the antenna crossed grid points can be used to locate the approximate positions of the bars within the slab. In this display, the graphic recorder settings have been configured so that the positive and negative portions of the waveforms are shown as solid or dashed bands. A comparison with Fig. 2.8.4 shows that the arches are more peaked in Fig. 2.8.5. This condition is due to differences in the relative values of antenna scan speed and paper feed speed.
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Fig. 2.8.5—Graphic recorder output for scan across reinforced concrete slab (dashed and solid bands correspond to negative and positive portions of waveforms).



Fig. 2.8.4—Graphic recorder outputs for scans over reinforcing bars embedded at different depth in dry sand: (a) 10-mm bars, and (b) 35-mm bars. 2.8.5 Advantages and limitations—The commonly used antennas irradiate a cone-shaped volume of concrete. At a depth of 200 mm, an area of about 0.1 m2 is irradiated. Hence, at that depth, multiple passes about 0.3 m apart would be required to survey a larger section of concrete. When multiple reinforcing bars are present, there will be multiple arch patterns as shown in Fig. 2.8.4. As the bar spacing decreases, the arch patterns overlap. Below a certain spacing, the individual bars can no longer be discerned, and the reflection pattern is similar to the case of a solid embedded steel plate. The ability to discern individual bars depends on bar size, bar spacing, cover depth, and the configuration of the antenna (Bungey et al., 1994). Fig. 2.8.6 summarizes results obtained using a 1-GHz, hand-held antenna. In these experiments, the reinforcing bars were placed in a tank filled with an oil/water emulsion that was formulated to simulate the dielectric properties of concrete. It is seen that for cover depths up to about 150 mm, the minimum spacing at which individual bars can be discerned increases with greater cover depth. For cover depths greater than 150 mm, the minimum spacing is unaffected by cover depth, and depends primarily on bar size (Bungey et al., 1994). Closely spaced bars will also prevent detection of features below the layer of reinforcement. This “masking” effect depends on the wavelength of the electromagnetic waves, the bar size, and cover depth. For the 1-GHz, hand-held antenna,



Fig. 2.8.6—Minimum spacing at which individual reinforcing bars can be resolved (adapted from Bungey et al., 1994) 32-mm bars at cover depths of 25 to 50 mm will prevent detection of underlying features when bar spacings are less than 200 mm (Bungey et al., 1994). Simple methods do not exist to determine bar size from graphic recorder output. Researchers have attempted to better understand the interactions of GPR with cracks, voids, and reinforcing bars (Mast et al., 1990). The objective of these studies is to develop procedures to use the recorded data to construct an image of the interior of the concrete. Some advances in this direction have occurred in France, where a prototype system has been developed that uses tomographic techniques to reconstruct the two-dimensional layout of reinforcement in concrete (Pichot and Trouillet, 1990). In the U.S., there have been demonstrations of successful three-dimensional reconstruction of artificial defects and reinforcement embedded in a concrete slab (Mast and Johansson, 1994). These imaging methods rely on an antenna array to make multiple measurements and require extensive computational time to reconstruct the internal image.



NONDESTRUCTIVE TEST METHODS



228.2R-45



Table 2.8—Advantages and limitations of ground-penetrating radar (GPR)



The depth of concrete that can be effectively surveyed depends to some extent on the required resolution (hence, frequency used). Generally, a thickness of 400 to 750 mm can be surveyed, depending on the nominal antenna frequency and the moisture content of the material. Other discontinuities, such as voids, that reflect a large proportion of the energy, will also limit the depth that can be surveyed. The detection of delaminations in reinforced bridge decks using GPR is not straightforward. In studies by Maser and Roddis (1990), it was found that a 3-mm air gap in concrete produced little noticeable effect in the received waveform. However, the addition of moisture to the simulated crack resulted in stronger reflections that could be noticed in the waveform. It was also found that the presence of chlorides in moist concrete resulted in high attenuation, because of the increased conductivity due to chloride ions [Eq. (2.25)]. Thus, the ability to detect delaminations will depend on the in situ conditions at the time of testing. In addition, because the reflections from reinforcing bars are much stronger than from a delamination, it is difficult to detect the delamination in the presence of reinforcing bars. Due to complexities in using GPR to test reinforced concrete, standardized test procedures for flaw detection do not exist. However, an ASTM standard has been developed (Method D 4748) to measure the thickness of the upper layer of a multi-layer pavement system. Basically, the technique involves measuring the transit time of the pulse through the pavement layer, and using relationships similar to Eq. (2.22) and (2.23) to calculate the layer thickness. The procedure in ASTM D 4748 is based on using a non-contact horn antenna, and some modifications are required for measurements with a contact antenna. The calculated depth depends on the value of the relative dielectric constant. Errors in the assumed value of the relative dielectric constant can lead to substantial inaccuracies in depth estimations (Bungey et al., 1994). For data obtained with a horn antenna, the relative dielectric constant of the concrete can be computed directly from the radar signals. For data obtained using a contact antenna, it is necessary to take occasional cores to determine the appropriate dielectric constant value for the pavement materials. The



user is cautioned against using this method on saturated concrete, because of the high attenuation and limited penetration of the pulse. In ASTM D 4748, it is stated that inter-operator testing of the same materials resulted in thickness measurements within ±5 mm of the actual thickness. Finally, the ASTM standard notes that reliable interpretation of received signals can only be performed by an experienced radar data analyst. The properties of concrete, as revealed by the radar data, are generally inferences based on the connection between dielectric properties and real conditions of interest. The dimensions of concrete, such as thickness and reinforcing bar depth, can generally be revealed with greater accuracy than properties such as moisture content, chloride content, delamination, and other forms of deterioration, which should be confirmed by exploratory drilling or excavations at key locations. Due to the large number of physical properties affecting the received signal, current application to structural concrete (other than measurements of the spatial configuration of concrete and reinforcement) is largely restricted to qualitative comparative uses. The advantages and limitations of ground-penetrating radar are summarized in Table 2.8. CHAPTER 3—PLANNING AND PERFORMING NONDESTRUCTIVE TESTING INVESTIGATIONS 3.1—Selection of methods The previous chapter reviewed the principles and highlighted the advantages and limitations of well-known nondestructive test methods for evaluation of concrete and reinforcement in structures. However, the list of available methods to determine a concrete structural property or to assess structural conditions is rapidly expanding. Based on reliability, simplicity, and cost, some methods or techniques are preferable over others. In this section, “primary” and “secondary” methods are suggested to determine particular properties or to evaluate particular conditions. A “primary” method indicates the preferred method. A “secondary” method indicates an acceptable method that typically would require a greater level of experience to implement, be less reliable, or be less rapid. The
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method chosen must be tailored to the objective of the evaluation. NDT methods can be valuable tools, but a given technique may not be the most practical or yield the most applicable results in all cases. Often times, the most sensible and effective approach is to use a variety of nondestructive testing techniques to obtain mutually complementary information. 3.1.1 Concrete material properties—Table 3.1 summarizes the suggested NDT methods to determine various material properties of hardened concrete. Some of these methods require cores or other types of concrete samples for laboratory testing in order to establish correlations between the desired concrete property and the NDT results. Some of these methods may also be appropriate for testing laboratory-prepared specimens or for acceptance testing of field concrete. ASTM standard test methods, or other relevant documents, are noted where appropriate. 3.1.2 Structural properties and conditions—Table 3.2 summarizes selected nondestructive test methods for determining structural properties and conditions. Information derived from conducting these types of tests is important in evaluating the integrity of a concrete structure. Such information can be used to assess remaining service life or to develop strategies for repair and strengthening. 3.1.3 Evaluation of repairs—Table 3.3 summarizes selected NDT methods that can be used to evaluate the effectiveness of repairs. This type of testing is important to ensure consistent quality throughout a repair project. In some circumstances, the results from these tests may be used to determine payment under a contract. 3.1.4 Personnel qualifications—With most of the NDT techniques described in this report, the evaluation investigator is attempting to assess a property of concrete or changes in that property caused by the presence of a defect or discontinuity. From that information, the investigator infers the nature of the defect and its severity. Hence, to obtain reliable results often involves a high degree of judgement by the evaluation investigator, supported by a limited amount of corroboration by coring or other forms of direct examination. This judgement should come from individuals who have knowledge of the physics of the NDT method they are using, and who have sufficient experience in both the use of the method and the investigation of structures to allow them to accurately interpret NDT results. In many cases, the investigation requires preliminary interpretation in the field as the testing is in progress. This is necessary to allow the investigator to plan and modify the program on the basis of the results that are being recorded in order to obtain sufficient data at appropriate locations. For this reason, it is usually not advisable to delegate the field investigation and data acquisition to less experienced personnel, unless the lead evaluation investigator is confident that sufficient data of the required quality will be obtained. 3.2—Defining scope of investigation After the appropriate NDT methods are selected, the next important consideration is to decide the scope of the investigation.



This is one of the most difficult aspects of the evaluation process. Ideally, one would like to do sufficient testing to have a high degree of assurance that all important defects or anomalies that may be present are detected. In most situations, the amount of testing is limited by the available funds and time constraints, and the evaluation investigator has to design a testing scheme that will yield the most information. The experience of the investigator is critical for designing a successful testing scheme. The investigator should not only understand the inherent capabilities and limitations of the chosen methods, but should also have an understanding of concrete construction, structural behavior, and deterioration mechanisms. Knowledge of concrete construction is helpful in anticipating the most likely locations of internal anomalies. Knowledge of structural behavior is valuable in selecting those portions of the structure that are most vulnerable to the presence of defects. Knowledge of deterioration mechanisms is important in deciding what needs to be measured. 3.2.1 Statistical considerations—Because of the variety of situations that may be encountered, it is difficult to define a sampling scheme that would be applicable to all NDT methods and for all investigations. Global techniques, such as infrared thermography, can be used to inspect the entire exposed surface of a structure. Other scanning techniques, such as ground-penetrating radar, can provide complete inspection along each scan line. Point-by-point tests, such as impactecho, provide information at the test point. Other methods, such as impulse-response, can provide information about an entire structural element. ASTM Practice C 823 can be adapted to provide some guidance on planning the sampling program. Thus, sampling situations can be assigned to two categories: • Where preliminary investigation and other information indicate that conditions are similar throughout the structure, and • Where preliminary investigation and other information indicate that conditions are not similar throughout the structure. The structure may then be divided into portions within which conditions are similar. For the first category, sampling locations should be distributed randomly or systematically over the region of interest. According to ASTM C 823, “Any method for determining sampling locations may be employed provided the locations are established without bias.” The intent is to select sampling locations in a manner that allows all locations an equal probability of being selected. For the second category, each portion that appears to be of similar condition should be sampled independently and treated as a different category unless and until test results reveal no significant differences. For point-by-point tests intended to find internal defects, the statistical concepts of quality control testing may de adapted to select the sample size. For example, a grid of points could be laid out on the surface of the structure. The grid spacing would depend on the smallest defect that the evaluation investigator wishes to detect. The total number of grid points would represent a “lot.” If resources permit, the number of sample points should be
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Table 3.1—Nondestructive test methods for determining material properties of hardened concrete in existing construction
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Table 3.2—Nondestructive test methods to determine structural properties and assess conditions of concrete



Table 3.3—Nondestructive test methods for evaluating repairs



chosen to minimize the risk that the structure is declared to have the measured fraction of flawed locations, when in fact the actual fraction exceeds the measured amount. For example, ASTM E 122 gives the following relationship for selecting the sample size to estimate the fraction of a lot that is defective k 2 n =  --- p o ( 1 – p o )  E where n =



sample size;



(3.1)



k



=



statistical factor based on the risk that the estimated fraction defective does not differ from the true fraction by more than ±E, (k = 1.960 for a risk of 0.05 and k = 1.645 for a risk level of 0.10); E = maximum acceptable error between true fraction that is defective and the estimated fraction based on the sample; and po = advance estimate of fraction defective. Note that to use Eq. (3.1) one must have an initial estimate of the fraction defective, because the number of samples depends on this value. Fig. 3.2.1 shows plots of Eq. (3.1) for values of the acceptable error E equal to 0.05, 0.075, 0.10, and 0.15 and for two risk levels. Fig. 3.2.1(a) is for a risk level
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of 0.10, and Fig. 3.2.1(b) is for a risk level of 0.05. The figures show that the sample size is affected greatly by the maximum acceptable error E. It is also seen that the largest sample size is needed when the true fraction defective equals 0.5. Thus, one possible approach is to select a maximum sample size based on an assumed value of po = 0.5, and use a two-stage sampling procedure to perform the testing. In this case, a portion of the required maximum sample size is used to establish an estimate of the fraction defective. With this estimate, a revised sample size is computed using Eq. (3.1), and additional tests are performed so that the cumulative number of tests equals the revised sample size. For twostage sampling, it is suggested that the first sample size be 50 to 70 percent of the maximum size or at least 30 samples (Natrella, 1963). Random sampling must be used to select the actual test points on the structure. The choice of sample size based on statistical principles must be tempered with consideration of cost. ASTM E 105 states the following: “No matter how sound a given sampling plan is in a statistical sense, it is not suitable if the cost involved is prohibitive or if the work required is so strenuous that it leads to short cuts or subterfuge by those responsible for sampling.” ASTM E 122 also addresses cost considerations and offers the following recommendations: “After the required size of sample to meet a prescribed precision is computed..., the next step is to compute the cost of testing this size sample. If the cost is too high, it may be possible to relax the required precision (or the equivalent, which is to accept an increase in the probability that the sampling error may exceed the maximum allowable error E) and to reduce the size of the sample to meet the allowable cost.” 3.2.2 Practical considerations—For an evaluation program that includes nondestructive testing to be justifiable, it should satisfy as many of the following requirements as possible: • It should approximate the cost of an intrusive testing program alone for the same area or volume tested; • It should give a larger amount of reliable data for the same area or volume examined, thereby yielding more information; • It should be able to include areas that are difficult to examine thoroughly using more traditional or intrusive methods; and • The data recovered should be reproducible, so that future surveys of the same structure can rely with confidence on the initial NDT data as a base reference. Cost criteria—It is desirable that a structural condition survey produce the maximum amount of information for a given investment. With limited available funds, the owner or facility manager is faced with a pressing problem that has to be solved as thoroughly and as quickly as possible with minimum outlay. The evaluation investigator has to come to terms with this conflict; if not, the project will often not be funded. Some practical problems can be solved only with a combination of intrusive and nondestructive testing. Condition surveys using visual observation and intrusive sampling and
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Fig. 3.2.1—Number of test points to estimate fraction defective within an error band of ±E at risk levels of: (a) 0.10, and (b) 0.05. testing alone largely rely on the experience of the investigator to interpret the concrete condition by interpolating between intrusive test points. Usually, a number of core samples at a pre-determined sampling density are selected, accompanied by laboratory tests on the cores. This establishes a preliminary cost base for the condition survey. NDT as an alternative to this approach usually proposes a reduction in the number of core samples taken, and fills in the areas between the core samples with nondestructive tests at a greater test density. This reduces the uncertainty inherent in the visual and intrusive sampling survey. The reduction in intrusive sampling, together with the speed of most NDT programs, maintains the field survey cost at a similar level. Analysis time, however, is usually increased. Data density—The cost issues discussed above imply that nondestructive surveys provide greater test data density than visual and intrusive surveys. It is usually necessary to interpolate the concrete condition between test points in an NDT survey, because with most NDT procedures it is not feasible to test the entire surface of concrete in the structure due to cost and time considerations. Table 3.4 shows examples of test density (spacing between test points) used in typical NDT investigations with different test methods. The “ideal”
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Table 3.4—Frequency of testing for some representative nondestructive testing methods



test density represents desirable spacings to achieve a statistically valid assessment of the concrete condition; “practical” density represents spacings used to achieve a balance between statistical rigor and cost. Also, different testing techniques serve differing purposes, and each test type does not return the same amount of information for the same area or volume of concrete tested. As an example, an impact-echo test on a concrete slab with several layers of steel reinforcement provides information about changes in concrete interface properties immediately below the test point only. The interpretation of the continuity of the detected interfaces between adjacent test points is made subjectively by the evaluation investigator, using available knowledge of the slab details and construction history as well as personal experience. In contrast, a radar survey across the top of the same slab will give a continuous image of the uppermost steel layer, but will yield little information about the conditions at the lower reinforcement layers. Areas with difficult access—Many concrete structures present access difficulties for programs combining visual inspection and intrusive testing. Examples of such difficult inspection situations include: • Retaining walls, grade beams, and slabs on grade, where only one side of the element is accessible, • Deep foundations (piles, drilled shafts, and slurry walls), where nearly all the element is buried, and • Concrete elements located in hazardous areas, such as hazardous material waste tanks and nuclear sites. Nondestructive testing in these cases is often the only economically and practically viable way to obtain sufficient concrete condition information. Several publications refer to the successful application of NDT to these problems and give recommendations for the test types to be used (Davis, 1997; Davis, 1995; Davis et al., 1997). Data reliability and reproducibility—The data collected must be reliable and reproducible. This implies that: • All points tested on the structure can be easily identified at a later date, so that tests can be repeated if necessary at the exact test location at any time in the future; • The test results in the preliminary survey should be in such a format (graphs, numerical data) that direct comparisons can be made between the original and later test



•



results. This is facilitated by storage of raw test data on computer disks; and The investigator should have the maximum confidence in the reproducibility of each test result.



3.3—Numerical and experimental simulations As has been mentioned several times, many NDT methods are based on interactions of certain types of waves (stress or electromagnetic) with the internal structure of the element being tested. For some conditions, the interactions are relatively simple and tests results are easy to interpret. For example, delaminations in slabs or walls can be detected with relative ease using the impact-echo method, or reinforcing bars with shallow cover and wide spacing are located easily with a covermeter or ground-penetrating radar (GPR). However, the evaluation investigator may be faced with complex situations for which the expected responses are not known. In such cases, the investigator should consider performing numerical or experimental simulations prior to planning the field investigation. Numerical simulation refers to computing the expected response of the test object to a specific type of test. Experimental simulation refers to constructing mock-ups with simulated flaws and testing them with the proposed test method. The simulations can have three objectives: • To establish whether a given method is capable of detecting the anomaly of interest. • To establish “unflawed” responses for use as baseline to compare with “flawed” responses. • To determine the critical size at which detection of a flaw becomes uncertain. In addition, numerical simulation can be used in conjunction with measured response to infer the internal conditions of the structure. This is usually referred to as solving the inverse problem. Ideally, one would like to be able to use the measured response and use a computer program to compute the internal conditions or material properties of the concrete. Unfortunately, this is usually not possible except for simple conditions. Thus, the inverse problem is often solved by iteration; that is, the theoretical response is calculated for a given assumed set of conditions and compared with the measured response. The assumed conditions are varied until



NONDESTRUCTIVE TEST METHODS



there is acceptable agreement between the measured and calculated response. Since there is no assurance that a unique set of conditions corresponds to the measured response, the analyst requires an understanding of reasonable values for the assumed conditions. 3.3.1 Numerical simulation of stress-wave propagation— During the 1970s and 1980s, computer programs based on the finite-element method were developed to solve complex dynamic problems involving impact. Those types of programs have been adapted for simulating stress-wave propagation in impact-based NDT methods, such as the impactecho method (Sansalone and Carino, 1986). A brief description of the basics of this simulation method is provided below (adapted from Sansalone and Streett, 1997). The finite-element method is a numerical technique for obtaining approximate solutions to problems in continuum mechanics. A continuum (in this case, a concrete structure with or without simulated defects) is divided into a finite number of discrete parts (finite elements) that are interconnected at points called nodes. Equations relating the stresses and strains for the individual elements are combined to construct global equations that describe the behavior of the entire continuum. Solution of these equations gives the displacements or stresses for each element for a particular set of boundary conditions and applied loads. In stress-wave propagation analyses, the calculations are carried forward in small time steps, and time histories of nodal displacements and element stresses are obtained. The impact is simulated by applying a pressure loading over several elements. The pressure is assumed to vary with time as a half-cycle sine curve, approximating the force-time function associated with the impact of a sphere on the surface of an elastic solid. Impacts of different durations are obtained by changing the period of the half-cycle sine curve. The concrete is modeled as a linear elastic, homogeneous material. This assumption is valid because: • The strains produced by the stress waves in impactecho testing are very small. • The frequency components in the propagating waves are typically less than about 80 kHz and the smallest wavelengths are on the order of 50 mm. At these wavelengths, concrete appears homogeneous to the propagating waves. Defects can be represented by omitting elements in the finite element mesh used to model the test object, or elements may be assigned much lower values of density and elastic modulus. Absorbing boundaries can be used to allow the analyst to model portions of larger structural members. Greater accuracy or less computational time, or both, are the result. Without such absorbing elements, finite element models have to be sufficiently large so that the responses due to reflections from the boundaries do not interfere with reflections from the simulated defects. Finite element simulations require an individual experienced in the finite-element method and familiarity with the nature of programs that solve wave propagation problems. Validity of the results hinges on using an acceptable mesh
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Fig. 3.3.1—Spectrum obtained from finite element simulation of impact-echo test on concrete section containing ungrouted duct. geometry; choosing the correct time step, and other measures to assure stable calculations (if explicit codes are used) and accurate results; specifying the correct loading and boundary conditions; and correct simulation of the defect to be investigated. Once the correct model has been developed, the calculated displacement of a node close to the impact point is treated as the transducer signal and used to calculate the amplitude spectrum. Parametric studies can be performed by varying factors such as duration of the impact, location of the impact point and receiver relative to the location of the defect, size and location of defect, or other parameters. Some examples of results obtained by finite simulations include the following: Cheng and Sansalone, 1993; Lin (Y.) and Sansalone, 1992a, 1992b, 1992c; Lin (J. M.) and Sansalone, 1993, 1994a, 1996; Sansalone et al., 1997; Williams et al., 1997. The following example is taken from the work summarized in Jaeger et al. (1996) and involves detecting a void in the grouted tendon duct of a post-tensioned concrete structure. A three-dimensional numerical model was used to represent the geometry. Fig. 3.3.1 shows the geometry and an amplitude spectrum obtained from the finite element simulation. The
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Fig. 3.3.2—Spectrum obtained from impact-echo test carried out over ungrouted duct in post-tensioned beam. secondary peak at 26.4 kHz corresponds to reflection from the air void in the ungrouted duct. The peak at 4.4 kHz is less than the thickness frequency of the solid plate. The presence of the air void causes the shift to a lower frequency, and this frequency shift is an additional indicator of an anomaly in the plate (Jaeger et al. 1996). Fig. 3.3.2 shows the result from an impact-echo test performed on the web of an I-beam in a post-tensioned bridge. All key features of the responses are similar, and the overall agreement between the numerical



simulation and field test is excellent. (Note that the P-wave speed in the numerical model and actual beam were the same.) Such results are typical, and the finite element method has served as a powerful tool in developing the current understanding of the impact-echo method and its applications. 3.3.2 Simulation of wave propagation in deep foundations—Numerical techniques have been used for studying wave propagation in deep foundations in order to: • Match predicted responses with real test responses for either sonic-echo or impulse-response methods, and • Model pile behavior for use in the impedance-logging analytical method. Interpretation of low-strain pile testing is based upon the theory of one dimensional stress-wave propagation within the pile shaft. After the shaft head is struck with a hand-held hammer, a low-strain stress wave travels down the shaft at a velocity that depends on the density and elastic modulus of the concrete. Any change in the shaft's shape, continuity, or material properties results in changes in the shaft impedance at the point of the anomaly, and a portion of the incident wave is reflected back to the pile head. Interpretation of the test response depends on the quality of the recorded signals, as well as identification of the parameters controlling the pile response (such as soil conditions, pile size, and shape). Therefore, the result of simulation matching is only as good as the quality of the real test signal. Impulse-response—The first reference to simulation models using numerical techniques is in Davis and Dunn (1974), where a numerical model was developed for harmonic vibration testing (forerunner of impulse-response) of drilled shafts. Based on the analogy between the equations of motion and those of an electrical circuit, an analog electrical circuit model was used to represent the pile response. The force applied to the pile head was represented by an applied sinusoidal current and the resulting voltage represented the pile head velocity. Other electrical components were used to account for the density of the concrete and of the soil, the wave speed in the concrete and in the soil, and the diameter of the pile. The pile was divided into different segments, with different mechanical characteristics, that were converted to the equivalent analog circuits. The computed response of the circuit was compared with the measured response (velocity/ force) and the characteristics of the segments were adjusted until there was good agreement between the two responses. This process is analogous to the inversion procedure used in the SASW test. The analyst needs to have as much information as can be obtained about the real pile and soil conditions before attempting the simulation. This helps to reduce the number of steps required to obtain a matching fit between the real and simulated mobility-frequency plots. Typical values of material properties that can be used as a first try are: • Concrete P-wave velocity from 3800 to 4100 m/s, • Concrete density from 2300 to 2400 kg/m3, • Soil density from 1700 to 1900 kg/m3, • Shear wave velocity in soil from 100 to 300 m/s.
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The errors in estimated depths of anomalies or pile toe arise principally from error in the estimation of the concrete pile stress-wave velocity. An error of ±100 m/s will result in a depth error of approximately ±2.5 percent. Sonic-echo tests—Simulation of velocity-time waveforms from sonic-echo pile tests became practical with the advent of digital signal processing techniques in the 1980s (Middendorp and Reiding, 1988). The reflections recorded in a sonic-echo signal are caused by impedance changes in the pile shaft (necks, bulges, cracks, pile tip, or changes in concrete quality) and in soil resistance. All the changes in shaft impedance are modeled as variations in shaft cross section. It is necessary to know as much as possible about the site soil profile to simulate the response waveform. The matching of sonic-echo test signals is performed in three steps: • A reference pile response for a given pile population at the site is selected, by testing the pile population and selecting an average response. • The shaft and toe resistances are derived for the reference pile. Because the shaft and toe resistances have a dominant effect on the test response, the derivation of the soil model is a prerequisite. To obtain the soil parameters, it is assumed that the reference pile has a uniform diameter. It is necessary to use as much information as is available about the site soil conditions at the beginning of this step. The shaft and toe resistances are adjusted until there is a good match between the measured and simulated signals. • The discontinuities in the pile under simulation are derived. Discontinuities cause reflections that are displayed in the sonic-echo waveform. By measuring the travel time for the arrival of the first reflection, the location of the discontinuity can be determined. In the two most frequently used methods (Rausche et al., 1988; Starke and Janes, 1988), the impact force is applied as the input to the pile head in the computer model, and the measured velocity at the pile head is taken as the reference signal for the calculated response. The cross section of the computer model shaft is varied at the signal reflection location until a good match is found between the calculated and the measured signals. In these simulations, the pile is modeled as a series of springs and dashpots to represent the pile cross section and effect of the surrounding soil. As when modeling the impulse-response test, the analyst needs to have as much information as can be obtained about the real pile and soil conditions before attempting a sonic-echo simulation. The most commonly used simulation methods are proprietary to the equipment manufacturers and are sold with their own testing systems. However, if good-quality sonic-echo test signals can be obtained, it is possible to develop response simulations using the approach outlined above for the impulse-response method. Again, as in the impulse-response simulation, the selected value of the concrete stress-wave velocity is critical in accurately predicting depths of features.
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Impedance-logging analysis—The impedance-logging technique (Section 2.3.3) is, in essence, an extension of the matching of measured impulse-response test results, as described above. To obtain an impedance log profile, the following steps are necessary: • Good-quality test signals must be obtained, including both the force and the velocity responses in the time domain. Minimum sampling rate for most shaft lengths studied should be 10 kHz, with a minimum of 1024 data points for each waveform. A reflected signal from the pile tip must also be present in the velocity waveform. • The first analytical step is to remove the following from the velocity waveform: 1) the motion of the top of the shaft caused by the hammer impact; and 2) effects of the impedance changes resulting from changes in soil profile. This is achieved by calculating a theoretical mobility plot for an infinitely long, defect-free shaft with the nominal shaft diameter and known lateral soil variations. This computed mobility plot is subtracted from the test response. This gives a “reflected” mobility response containing information about changes in the shaft geometry and in the surrounding soil. Next, the impulse response in the time domain is calculated by taking the inverse fast Fourier transform of the “reflected” mobility plot. This is referred to as a relative reflectogram, which contains the time history of the reflections that return to the top of the shaft. • By applying a selected amplification function to this calculated time response, the return signal strength can be approximated to a constant value down the entire length of the pile shaft. • The reflectogram so obtained does not quantify the absolute shaft impedance, nor does it distinguish between changes in impedance caused by shaft conditions or those caused by lateral soil variation. The real impulse-response test result, however, does quantify the shaft impedance at the pile head, that can be used to calculate the impedance down the shaft as a function of time from  t  Z ( t ) = Z ( 0 ) exp  2 R ( t ) dt    0 



∫



(3.2)



where Z(t) is the shaft impedance as a function of time, Z(0) is the nominal impedance at the top of the shaft, and R(t) are the reflection coefficients from the scaled relative reflectogram. • Finally, the impedance as a function of depth is obtained from Z(t) by converting time to depth using the compression wave velocity of the pile material. As in simulation of both the impulse-response and sonic-echo methods, if the density and compression wave velocity of the pile are known, changes in impedance correspond to changes in the cross-sectional area of the pile. The
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resulting impedance-depth plot can be drawn as a plot of either diameter or cross-sectional area with depth. This is the final impedance log, and an example is given in Fig. 2.3.4. As in other simulations of pile response, the analyst must have all available soil data and pile construction records to calculate the relative reflectogram. 3.3.3 Simulation of ground-penetrating radar—Numerical techniques can also be used to model the propagation of electromagnetic waves through concrete and to study the reflection and refraction of these waves at buried interfaces. Two modeling techniques may be used: the finite-element method and the ray tracing method. In the finite-element technique, the same approaches are used as was discussed in regard to stress-wave propagation. The structure is modeled by a mesh of finite elements, with each element having dielectric properties to represent different materials. The electromagnetic field in the test object due to a specified input field is computed as a function of time. This method allows the analyst to visualize (by means of post processing programs) the propagation of the field through the test object and how the field interacts with buried targets. In the ray tracing technique, the analyst chooses two points: where the electromagnetic pulse is introduced and where the response is to be calculated. A series of possible ray paths that can connect these two points is determined. The response associated with each ray is computed, taking into consideration the reflection coefficients at points of reflection and the attenuation due to travel distance. The responses due to the arrival of each ray at the point of interest are added together to obtain the total response that would represent the theoretical waveform recorded by a perfect receiver. In addition to ray tracing methods in the time domain, synthesis of the radar waveform may be accomplished by treating the reinforced concrete structures to be tested as a multilayered medium with regular cylindrical subsurface anomalies (reinforcing bars) (Halabe et al., 1995). A frequency-domain synthesis fully accounts for the multiple reflections and the frequency dependence of dielectric properties. Using the fast Fourier transform, a transmitted electromagnetic pulse can be decomposed in the frequency domain into a number of sine waves with different frequencies. A closed-form solution for the complex reflection coefficient for a multilayered medium and a single frequency sine wave can then be used with superposition to synthesize the radar waveform for the multilayer medium in the frequency domain. The presence of the reinforcing bars greatly affects the recorded radar waveform. The reinforcing bars can be treated as regular cylindrical subsurface anomalies with a uniform depth and spacing. Equations for the time-domain response for the reinforcing bar grid combined with the equations for the frequency-domain responses for the multilayered medium are combined to obtain a synthetic waveform for a reinforced concrete structure based on geometric layout and physical properties. This waveform synthesis is sensitive to the exact shape of the pulse emitted by a particular antenna.



Using the radar waveform synthesis model, the effects on the radar waveform of various parameters such as porosity, water and chloride content, cracks and delaminations, and reinforcing bar layout can be assessed. 3.3.4 Simulation of thermal anomalies—Thermography directly senses emitted infrared radiation. Since there is no calibration to an absolute radiation level, what is detected is the relative strength and location of the thermal anomalies. Thermal response of concrete structural members may be numerically simulated using a finite-element program with capabilities for transient heat-flow analysis. The concrete structure is modeled by a mesh of elements, with each element having thermal properties characteristic of the appropriate parts of the concrete structure. For example, a thermal model composed of a damaged zone with altered thermal properties layered between sound concrete zones can be used to model a delaminated concrete deck (Maser and Roddis, 1990). The deck properties that must be specified are: • Thickness of the cover, delamination, and lower deck layers; • Thermal conductivity and volumetric-heat capacity of the sound and damaged concrete; and • Heat-transfer coefficients for the top and bottom of the deck. The environmental conditions of ambient temperature and incident solar radiation, both varying on a diurnal cycle, drive the thermal response of the model. Since the driving forces are a function of time, the system is not static. The system could be treated as if it were static if the deck response time to variations in the driving forces were short compared with the length of time over which the driving forces fluctuated. This condition for quasi-static behavior is not satisfied for the deck model since the thickness and volumetric heat capacity of the concrete give the deck significant thermal inertia, slowing the system’s response time. The thermal model must therefore account for transient heat-flow behavior. 3.3.5 Laboratory and field mock-ups—A possible alternative to numerical modeling when the evaluation investigator is faced with a new or unusual testing condition is to fabricate and test specimens (mock-ups) that simulate the expected field conditions. It may be possible to use portions of the actual structure as a mock-up if it known for certain that the tested area is sound or contains a flaw. Such experimental mock-ups can also be used to verify new numerical models. As in the case of numerical simulation, the mock-ups can be used to establish: • Whether a certain anomaly can be detected, • The best testing configuration to detect a specific defect, and • The baseline response of an unflawed object. When NDT methods based on wave propagation are used, the specimens need to be designed carefully to ensure that the boundary reflections do not interfere with reflections from the anomaly of interest. The material for the mock-ups should be selected so that it has properties similar to that expected in the field. Depending on the test method, similar
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properties may mean similar density, elastic constants, conductivity, or dielectric properties. For example, if the evaluation investigator is interested in evaluating the ability of different covermeters to detect individual reinforcing bars when there is a complex or congested layout, it is not necessary to make concrete specimens. Since the response of covermeters is not influenced by the concrete (except when field concrete contains a significant amount of iron bearing aggregate), the mock-up can be made using a wooden frame to support the bars or the bars can be embedded in sand. This allows the investigator to consider different situations with little additional effort. Likewise, for a mock-up to be tested with GPR, it is not necessary to use concrete. Depending on the specific objective of the tests, it may be possible to make mock-ups using moist sand to represent the concrete. The moisture content of the sand will affect the attenuation of the electromagnetic pulses. Investigators have also used water/ oil emulsions for accurate modeling of the dielectric and conductivity properties of concrete (Bungey et al., 1994). The use of the emulsion instead of concrete permits changing the testing configuration without having to cast new concrete specimens. For test methods based on stress-wave propagation, concrete specimens have to be used because of the need to model the correct mismatch in acoustic impedance (wave speed times density) between concrete and the anomaly. A variety of approaches may be used to simulate defects. For example, rigid foam insulation board can be used to simulate air voids (Sansalone and Carino, 1986), thin sheets of flexible plastic foam have been used to simulate cracks (Cheng and Sansalone, 1993), and thin metal sheets that are withdrawn after final setting have been used to simulate surface opening cracks (Sansalone et al., 1997). Honeycombing has been simulated by casting a mass composed of cement paste and coarse aggregate (Sansalone and Carino, 1986). The absence of fine aggregate leads to voids between the coarse aggregate, simulating the structure of honeycombed concrete. After the mass has hardened, it is cast into the mock-up specimen. Field mock-ups of deep foundations—Stress-wave methods evaluate the integrity and continuity of concrete piles and drilled shafts, either by direct transmission testing (sonic logging, see Section 2.3.4) or by reflection of stress waves propagated down the shaft by impacting the head of the pile (sonic-echo or impulse-response testing, see Sections 2.3.1 and 2.3.2). Sonic logging of piles can be modeled in the laboratory, as described in the previous section. However, pile head impact tests rely upon the channeling of dispersive stress waves down cylindrical or prismatic structural members with length/diameter ratios typically between 10:1 and 40:1. Paquet (1968) points out that the frequencies used for both harmonic (vibration and impulse-response) and echo tests are relatively low, and the corresponding wave lengths are great compared with typical pile diameters. Both the impulse-response and sonic-echo tests are affected by soil damping. If it is required to study the effect of soil damping on the pile response, then the wavelengths in the soil
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are much greater than the pile diameter. Take, for example, a soil with a shear wave velocity of 800 m/s; at a frequency of 500 Hz, the wave length is 1.6 m, close to the pile diameter. At higher frequencies, the calculated damping would be a poor approximation of the true value. For these reasons, tests on scaled-down laboratory pile models do not produce satisfactory results. This was realized early in the development of the methods, and several fullscale test sites have been constructed worldwide to test the validity and accuracy of various NDT methods. Usually, various defects or shape changes have been included in the test shafts. These full-scale experimental sites include: • London, England, 1969 (Levy, 1970) • Ghent, Belgium, 1987 (Holeyman et al., 1988) • Northumberland, England, 1987 (Kilkenny et al., 1988) • Federal Highway Administration (FHWA) trials, USA (Baker et al., 1993) California, 1989 Texas, 1990 • Delft, Netherlands, 1992 (Anon., 1992) • University of Houston, 1996 (Samman and O’Neill, 1997) In several of these cases, initial tests were performed blind, that is, without prior knowledge of the lengths of the shafts or the location and type of built-in defects or shape changes. The accuracy and reliability of the test methods were then assessed by the sponsors of the test sites. At least two of the sites have been preserved for future testing as methods are refined and developed (Northumberland and FHWA Texas). Descriptions of the test shafts, the installed defects, and the results of initial test programs are described in the references listed above. In particular, reference should be made to the FHWA report (Baker et al., 1993) for the evaluation of the most recent state of development of stress-wave methods as well as the nuclear-based, gamma-gamma logging method. 3.4—Correlation with intrusive testing Because NDT methods provide indirect information about the conditions of the test object, it is not good practice to rely only on nondestructive testing for most condition surveys. A minimum amount of supplemental intrusive sampling or probing is often necessary to make a sound evaluation. Such intrusive techniques can serve several functions: • Provide verification of the NDT results; • Assess the conditions at selected points when the NDT results are inconclusive; • Provide samples for additional testing to supplement the NDT investigation; and • Refine the correlation between NDT results and actual conditions. Because the NDT methods that have been discussed are not generally well understood by those requesting the investigation, providing the results of intrusive sampling or probing to compare with the NDT results is an effective means to instill confidence in the NDT results. If intrusive probing does not confirm the NDT results, such information must
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also be provided to help explain the inherent limitations of a given method. Probing will increase the cost of the investigation, but it is a necessity when difficult investigations are undertaken. Confirmation of NDT test results on a routine basis is necessary to ensure consistency and veracity of the testing. Ideally, the selection of the confirmation probing should be based on a sample size that is sufficient to provide some predetermined measure of statistical confidence. As a minimum, it is recommended that confirmation be conducted on a routine basis such as daily on small-scale testing projects, or weekly on large-scale projects. When samples are needed for other tests, these can be obtained by coring or sawing. The NDT tests should be performed first and the sampling locations selected after preliminary analysis of the results. If possible, samples should be recovered at those test points where an anomaly has been clearly detected, where there is no indication of an anomaly, and where the NDT results are inconclusive. When samples are not required for additional tests, different intrusive probing methods may be used. These may include chipping away the concrete with a hammer and chisel, using power-driven jackhammers, or drilling holes. A very effective approach is to drill a hole and inspect the inside of the hole using a rigid boresope or flexible fiberscope. Another example is to pour water into a drilled hole to provide information about the relative size of interconnected void space. 3.5—Reporting results Vast amounts of data can be acquired during the NDT investigation. A challenge for the evaluation investigator is to select a data-presentation format that will be understood by those that have to make decisions based on the results of the investigation. On the other hand, all of the data should be preserved and arranged so that it can be easily understood by others. This is especially important when it is desired to investigate how conditions change with time. In such cases, it is critical that the test locations be documented accurately. The use of photographs to supplement written records is recommended. Before beginning the investigation, the evaluation investigator should reach an agreement with the client on the method of presenting the results. The format of the final report may have to be adjusted due to changes in the nature of the investigation due to unexpected conditions. The use of drawings to summarize the reduced data is an effective supplement to tabular data. For example, contour plots can be used to summarize the results of ultrasonic pulse velocity or half-cell potential surveys. Background data can be documented in an appendix. On large-scale testing programs, electronic storage can be a beneficial way to manage the data. Moreover, the permanent record of all test results is convenient for follow-up testing at a later date to assess changes in conditions of the structure.
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APPENDIX A—THEORETICAL ASPECTS OF MOBILITY PLOT OF PILE Dynamic pile mobility is defined as the pile mechanical admittance (which is the inverse of the pile impedance) when the pile is subjected to a vertical dynamic force. Mobility is measured as velocity/force (V/F) and is expressed in metric units as m/s/N. The theory of the mobility response of a pile in soil has been fully developed in Davis and Dunn (1974). The principles of mobility-frequency response curve interpretation are based on the following premises: When a perfect, laterally unrestrained (free) pile of length L resting on the surface of an elastic foundation is excited by a continuous sinusoidal axial force with peak value Fo, the pile head achieves a maximum velocity V0. As the frequency of the applied force is varied, the amplitude of the pile head velocity has peak values at equally spaced frequencies (resonant frequencies). The frequency interval, ∆f, between the peaks is given by
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C ∆f = -----b2L



(A.1)



where Cb is the speed of stress-wave propagation along the pile axis. In the case of an infinitely rigid elastic base, the lowest resonant frequency = Cb/4L. In contrast, when the pile rests on an infinitely compressible base, the lowest resonant frequency approaches zero. In real conditions, the lowest resonant frequency lies between zero and Cb/4L. When the pile is embedded in soil, the pile movement is damped by that lateral soil. The mobility curve is attenuated to give the typical response shown in Fig. 2.3.2. The denser the soil and the longer the pile, the greater is the attenuation, with increasing reduction in the difference between the maximum and minimum amplitudes. Fig. A.1 summarizes the mobility response from a perfect pile. A soil damping factor σ (Briard, 1970) can be given by ρs βs σ = -------------ρc Cb r



(A.2)



where ρs = ρc = βs =



soil density, concrete density, lateral soil shear wave velocity at the pile/soil interface, and r = pile radius. The geometric mean value of mobility in the resonant portion of the plot is known as the average mobility N and is given by 1 N = ----------------ρc Cb Ac



(A.3)



where Ac is the pile cross-sectional area. This is the inverse of the pile impedance. The maximum and the minimum amplitudes P and Q provide a measure of the soil damping effect from the relationships P = N coth ( σL ) Q = N tanh ( σL )



(A.4)



This can also be expressed as N =



PQ



(A.5)



and σL can be calculated from coth ( σL ) =



PQ



The mass of the pile Mp is calculated as follows



(A.6)
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2πf m - in units of N/m k d = -------------o V -----F  o m



Fig. A.1—Theoretical mobility plot for impulse-response test of perfect pile in homogeneous soil. 1 M p = Lρ c A c = -----------------2 ∆f N



(A.7)



The pile dynamic stiffness kd is calculated from the mobility response curve at very low frequencies (usually in the range 0 - 60 Hz). At these low frequencies, inertial effects are insignificant and the pile-soil unit behaves as a spring, giving a linear response at the start of the mobility curve. The slope of this line is the pile compliance, and the inverse of the compliance is the pile dynamic stiffness kd



(A.8)



where fm is the frequency corresponding to the end of the initial linear portion of the mobility plot. The mobility response curves obtained from real piles are seldom as simple as the theoretical curve for a perfect pile in homogeneous soil shown in Fig. A.1. Several factors affect the shape of the mobility curve, of which the most common are: • Variations in pile diameter, • Variations in the pile concrete quality with pile depth, • Variations in the lateral soil stiffness, and • The top section of pile being exposed above ground level. The general effect of these factors is to produce superimposed variations in the geometric mean mobility on the general mobility plot. Fig. 2.3.2 shows such a variation in the mean between 460 Hz and 1360 Hz, which is a result of a free pile head 2.1 m in length (2∆f = 1800 Hz). The interpretation of mobility plots with superimposed features requires experience. Help can be provided by computer simulation models, as described in Davis and Dunn (1974).



























des documents recommandant







[image: alt]





228.2R-98 Nondestructive Test Methods for 

Nondestructive test methods are applied to concrete con- ... in-place compressive strength are presented in ACI 228.1R. .... ed by one or more of the other NDT methods discussed in .... modulus of elasticity, Poisson's ratio, the density, and the ...










 


[image: alt]





Ultrasonic nondestructive evaluation of cracked 

Control of business process outsourcing relationships free download ... Nucleotide sequence analysis and development of consensus primers of RT PCR for.










 


[image: alt]





Methods and Mathematics for Positioning 

There is no official course text book in addition to this hand-out, mostly because the authors have not ...... www.itu.dk/people/erikdam/DOWNLOAD/98-5.pdf. [9] FANG, B. T. Simple ... ical recipes: the art of scientific computing. Cambridge ...










 


[image: alt]





Methods and Mathematics for Positioning 

The course is divided into two parts: MAT-45806 Mathematics for Positioning, .... so diagonal elements of diagonal matrix Î› are eigenvalues of matrix A and ...... In literature one often sees ...... Institute of Mathematics, 2005. http://math.tut.fi










 


[image: alt]





Variational Bayesian Approximation methods for 

Nov 23, 2012 - Prior models with hidden variables: p(f|z,Î¸2) p(z|Î¸3) q(f,z,Î¸|g) âˆ� p(g|f ...... â€œHierarchical Markovian Models for Joint Classification, Segmentation.










 


[image: alt]





25.1 INTRODUCTION CHAPTER 25 NONDESTRUCTIVE TESTING 

This chapter is but a brief review of the more commonly used NDE methods. ... 7-14. The NDE methods reviewed here consist of the five classical .... Acoustic and ultrasonic testing takes many forms, from simple coin-tapping to transmission of sonic .










 


[image: alt]





"Test Methods". In: Encyclopedia of Polymer Science and Technology 

short-chain branching distribution of an ethylene 1-olefin copolymer across the molecular weight .... Gas-phase mirage-effect spectroscopy has been used for ..... Samples can be tested under different stress configurations, ie, tensile, flexural ...










 


[image: alt]





magnetic nondestructive characterization of case depth in 

can be used for quantitative case depth measurements. Magnetic properties of samples. 1253. CP820, Review of Quantitative Nondestructive Evaluation Vol.










 


[image: alt]





oxycodone test positive for opiates 

50 mg oxycodone overdose how much oxycodone oxycontin alternatives to .... price of oxycodone 30mg pictures oxycodone and zoloft interactions and side.










 


[image: alt]





Classification Methods for Multi-Class ... - Christophe Genolini 

Multivariate Functional Linear Discriminant Analysis. Methodology. Application: EEG study. Conclusion. JosÃ© CortiËœnas Abrahantes. Classification of Multivariate ...










 


[image: alt]





Chapter 03: Selection Methods for Evolutionary Algorithms 

Department of Psychology. University of Stirling,. Scotland, FK9 4LA ... In simulations, such subtleties are mostly the province of artificial life experiments where, ...










 


[image: alt]





Proposal for unifying agile methods - RAD.fr 

A development process that associates both performance and quality ... are Adaptative Software Development (ASD), Feature Driven Development (FDD), .... Design. Coding. Tests. Operation. Figure 5 â€“ 2TUP's Y-shaped cycle. 2TUP2.










 


[image: alt]





VARIATIONAL METHODS FOR SPECTRAL ... - Olivier Eches 

The problem of spectral unmixing, crucial step in hyperspectral images analysis, has been investigated for sev- eral decades in both the signal processing and ...










 


[image: alt]





two reconstruction methods for optical interferometry 

SociÃ©tÃ© FranÃ§aise d'Astronomie et d'Astrophysique (eds). EDPS Conference Series in Astronomy &Astrophysics. TWO RECONSTRUCTION METHODS FOR ...










 


[image: alt]





PRESENTATION OF TWO METHODS FOR ... - Bruno Sudret 

9th ASCE Specialty Conference on Probabilistic Mechanics and Structural ... in stochastic finite element analysis, in the case of randomness in material ..... Similarly to previous section, these coefficients are solution of the following linear sys-










 


[image: alt]





MMI for OT200 Test tool 

Apr 16, 2004 - Serial link 1 speed : allows to setup the serial link one baud rate ... Test Tool. Info & settings ..... IP: IP address associated to the PDP Context.










 


[image: alt]





Ishihara Test for Color Blindness 

Ishihara Test for Color Blindness. Page 1 of 3 http://www.toledo bend.com/colorblind/Ishihara.html. What numbers do you see revealed in the patterns of dots ...Missing:










 


[image: alt]





Research Methods for the Behavioral Sciences, 4th 

A Guide for the Development of Rest Areas on Major Arterials and Freeways by ... Learn Ruby On Rails For Web Development: Learn Rails The Fast And Easy ...










 


[image: alt]





Consequence Assessment Methods for Incidents Involving Releases 

May 13, 2004 - the scientific community, there is room for debate and different opinions about the ... In some cases, the scientific community's ..... Bank (1988) .










 


[image: alt]





Extrinsic Geometrical Methods for Neural Blind Deconvolution 

Blind deconvolution (BD): Signal model, basic assumptions .... An estimator of the source sequence having form B(zm,n) ..... ISI (dB) Flops Time (sec.s).










 


[image: alt]





Variational Bayesian Approximation methods for inverse problems 

f = [f1,Â·Â·Â· ,fn]â€² represents the unknowns, g = [g1,Â·Â·Â· ,gm]â€² the observed data, Ç« = [Ç«1,Â·Â·Â· ,Ç«m]â€² the errors of modelling and measurement and H the matrix of the ...










 


[image: alt]





Montello (1999) A comparison of methods for 

two particularly important methods, manual pointing with a dial and ... that is involved in the estimation procedure. .... The design was completely within subject ..... ment 1, subjects also estimated directions to a plant and a map, bringing the to










 


[image: alt]





Bayesian inference methods for sources separation 

In this paper, we only consider the instantaneous mixing model: ... in two categories: i) Simple Non Gaussian models with heavy tails and ii) Mixture models .... A prior model inspired from Elastic Net regression literature [? ] is: ..... Now conside










 


[image: alt]





Variational, geometric, and statistical methods for 

Sep 23, 2004 - and accurately extracting surface meshes of several tissues of the head .... method (FMM), an algorithm originally developed for N-body ..... (Left to right) (Left) Raw tensors in the genu of the corpus callosum and regularized fields 










 














×
Report 228.2R-98 Nondestructive Test Methods for





Your name




Email




Reason
-Select Reason-
Pornographic
Defamatory
Illegal/Unlawful
Spam
Other Terms Of Service Violation
File a copyright complaint





Description















Close
Save changes















×
Signe






Email




Mot de passe







 Se souvenir de moi

Vous avez oublié votre mot de passe?




Signe




 Connexion avec Facebook












 

Information

	A propos de nous
	Règles de confidentialité
	TERMES ET CONDITIONS
	AIDE
	DROIT D'AUTEUR
	CONTACT
	Cookie Policy





Droit d'auteur © 2024 P.PDFHALL.COM. Tous droits réservés.








MON COMPTE



	
Ajouter le document

	
de gestion des documents

	
Ajouter le document

	
Signe









BULLETIN



















Follow us

	

Facebook


	

Twitter



















Our partners will collect data and use cookies for ad personalization and measurement. Learn how we and our ad partner Google, collect and use data. Agree & Close



