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The effect of solute hydrogen on the stability of vacancy clusters in hexagonal closed packed zirconium is investigated with an ab initioapproach, including contributions of H vibrations. Atomistic simulations within the density functional theory evidence a strong binding of H to small vacancy clusters. The hydrogen effect on large vacancy loops is modeled through its interaction with the stacking faults. A thermodynamic modeling of H segregation on the various faults, relying on ab initiobinding energies, shows that these faults are enriched in H, leading to a decrease of the stacking fault energies. This is consistent with the trapping of H by vacancy loops observed experimentally. The stronger trapping, and thus the stronger stabilization, is obtained for vacancy loops lying in the basal planes, i.e.the loops responsible for the breakaway growth observed under high irradiation dose. © 2015 Acta Materialia Inc. Published by Elsevier Ltd. All rights reserved.
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1. Introduction Macroscopic properties of metals and their alloys are known to be strongly affected by hydrogen, which is a common impurity found in structural materials. Among hydrogen effects, one can mention phase transformations leading to hydrides [1], interactions with structural defects modifying the plastic activity of materials [2], the interplay with point defects provoking swelling [3], or the so-called H embrittlement, via different possible mechanisms [4e6]. Hexagonal closed packed (hcp) zirconium alloys, that are used as a cladding material in nuclear industry, suffer an in-service hydrogen pickup due to the oxidation of the rods by water. Under irradiation, the apparent solubility limit of hydrogen in zirconium increases [7e10]. This has been associated with a trapping of hydrogen by the defects created by irradiation, in particular the vacancy clusters [7]. This hydrogen in solid solution inﬂuences not only the mechanical properties of hcp Zr alloys [11,12], but also their macroscopic structure: it impacts the stress free dimensional change experienced by these alloys under irradiation [13]. Indeed, under irradiation, a Zr single crystal undergoes an elongation along
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the 〈a〉 axis and a shortening along the 〈c〉 axis, without signiﬁcant volume change [14]. The growth strain remains small at low irradiation dose, whereas a breakaway growth is observed at higher ﬂuence [14,15]. This breakaway growth at high doses has been correlated to the appearance of faulted vacancy dislocation loops lying in the basal planes. These vacancy clusters are called 〈c〉 loops because of the 〈c〉 component of their Burgers vectors. At low irradiation dose, where the growth strain remains moderate, only perfect dislocation loops, either of interstitial or vacancy types, with 〈a〉 ¼ 1=3〈1120〉 Burgers vector and with an habit plane close to the prismatic planes of the hcp structure, are observed. Experiments have shown that an increase of the H content leads to an increase of irradiation growth in Zr alloys under neutron irradiation [13]. This is consistent with the TEM observations of Tournadre et al. [16,17] who demonstrated that the amount of 〈c〉 loops formed under proton irradiation is notably higher when prehydriding the zirconium alloys. This suggests that hydrogen promotes the stability of these 〈c〉 loops compared to other vacancy clusters, an hypothesis also supported by the calorimetry and X-ray diffraction experiments of Vizcaíno et al. [9,10]. These experiments showed that a higher annealing temperature is needed in zirconium alloys exposed to a high irradiation dose, hence when 〈c〉 vacancy loops are present, for the H solubility limit to reach its unirradiated value. Understanding the potential trapping of hydrogen by irradiation defects as well as the hydrogen inﬂuence on the stability of the
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different vacancy clusters is therefore of prime importance for modeling then the kinetic evolution of Zr alloys under irradiation and the associated macroscopic behavior in presence of hydrogen. In this paper, we study the elementary interactions between H and vacancy clusters, going from small clusters containing only a few vacancies to large dislocation loops. Atomistic simulations are a well-suited tool to address this question, since they give information at defect sizes not accessible by other techniques. In particular, ab initiomethods, having a high level of accuracy and transferability, will be used all along this work, as they appear unavoidable to study structural defects in hcp Zr. A proper account of angular contributions is indeed necessary to correctly describe the stacking fault energies and the interactions between vacancies [18e20]. Previous ab initiostudies of hydrogen interaction with defects in zirconium mainly focused on plasticity and embrittlement [11,12] or on single point-defect properties [21,22]. The work presented in this paper extends thus these studies by modeling H interaction with vacancy clusters of various sizes. The paper is organized as follows. We ﬁrst investigate the interactions of hydrogen with small vacancy clusters and with the different stacking faults of interest. We then model the evolution of the stacking fault energies with the H bulk concentration. Finally, including this variation into analytical laws describing the formation energies of extended vacancy clusters, we discuss the inﬂuence of H on the relative stability of vacancy dislocation loops in hcp Zr. 2. Modeling method 2.1. Ab initiosimulations In this work, all the ab initiocalculations are based on the Density Functional Theory (DFT), as implemented in the PWSCFcode of the QUANTUM ESPRESSOpackage [23]. Calculations are performed in the Generalized Gradient Approximation with the exchangeecorrelation functional of Perdew, Burke and Ernzerhof [24]. Valence electrons are described with plane waves, using a cutoff of 28 Ry. The pseudo-potential approach is used to describe the electroneion interaction. For Zr and H, ultrasoft pseudo-potentials of Vanderbilt type have been chosen, including 4s and 4p electrons as semicore in the case of Zr. The electronic density of state is broadened with the Methfessel-Paxton function, with a broadening of 0.3 eV. The integration is performed on a regular grid of 14  14  8 k-points for the primitive cell and an equivalent density of k-points for larger supercells. Atomic relaxations are performed at constant volume, using a conjugate gradient algorithm. For calculations involving point defects, we use supercells of 5  5  4 repeated unit cells (200 atoms) with fully periodic boundary conditions. The elastic correction of Ref. [25] is applied, so as to remove the spurious interaction energy between the defect and its periodic images. Appendix A demonstrates that the obtained corrected energies are well converged with respect to the supercell size.
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2.2. Vibrations To consider the contribution of vibrations in the computed energies, we use the harmonic approximation [26], which validity is assessed in Appendix B for both a single H atom and an H interacting with a vacancy in an hcp Zr matrix. Within this approximation, the vibrational free energy is



F vib ðTÞ ¼ kT



X i



   Zui ; ln 2sinh kT



(1)



with the sum running over all vibration modes of pulsation ui. We further make the assumption that the vibration modes of the Zr atoms are not affected by the presence of hydrogen and consider only the three vibration modes of the H atom. This is justiﬁed by the small mass and the small radius of hydrogen compared to zirconium. To obtain the H vibration frequencies for a given atomic conﬁguration, we rigidly displace the H atom from its equilibrium position in six different directions, using four intermediate positions for each direction with a maximal displacement of 0.04 Å. We then make a least-square ﬁtting of the calculated energy variations to obtain the 3  3 Hessian matrix, from which the eigenfrequencies are obtained by diagonalization. 2.3. Validation of the modeling approach Our choice of cutoffs, k-mesh, GGA functional for the exchange correlation and pseudo-potential for zirconium have already been validated both on the hcp bulk and on vacancy cluster properties in previous studies [19,20,25]. For H, the validation of the chosen pseudo-potential consists ﬁrst in comparing with experimental data the intrinsic properties of the H2 molecule, such as the equilibrium distance dH2 , the vibrational frequency nH2 and the dissodiss (see Table 1). The dissociation energy includes ciation energy EH 2 both the binding and vibrational 12 hnH2 contributions. The vibrational frequency nH2 is calculated according to the harmonic oscillator approximation:



nH2



1 ¼ 2p



sﬃﬃﬃﬃﬃﬃ 2k m



(2)



where k is the bond stiffness obtained by ab initiocalculations and m ¼ mH/2 is the reduced mass of the H2 molecule. The obtained quantities are all in good agreement with the experimental ones, within less than 5%. This validates our choice of pseudo-potential for the calculations involving hydrogen. As we are interested in the interplay between hydrogen solute and vacancies in an hcp zirconium matrix, we also check the insertion of the H atom in substitutional position and in different interstitial sites: the tetrahedral (T) and the octahedral (O) sites. Our DFT calculations show that the substitutional position for the H



Table 1 diss ) and solution energies Esol of H in the hcp Zr matrix. Values in Properties of the H2 molecule (equilibrium distance dH2 , vibration frequency nH2 and dissociation energy EH H 2 parenthesis include zero point vibration energy of H in the Zr matrix. Ab initio



dH2 (Å) nH2 (THz) diss (eV) EH 2 sol (eV) T site EH sol EH (eV) O site



Exp [27]



This work



Udagawa [12]



Domain [28]



Lumley [29]



0.75 130.1 4.25 0.609 (0.387) 0.549 (0.414)



0.75  4.50 0.52 0.44



0.76 134.4 4.27 0.604 0.532



0.75 129.8 4.53 0.60 0:56



0.74 130.8 4.48 0.66 e
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atom, corresponding actually to an H atom inside a vacancy, is metastable and has a higher energy than the interstitial positions. More details are given in the following section of this paper. For the interstitial sites, we calculate the solution energy, deﬁned as follows. sol EH ¼ EZrH  EZr 



1 E 2 H2



(3)



where EZr refers to the energy of the Zr bulk supercell, EH2 to the energy of a H2 molecule (including the vibrational contribution) and EZrH to the energy of the supercell containing an H atom located in the different possible sites. The calculated solution energy, without the contribution of H vibration in the Zr matrix, is lower for H in the T site than for H in the O site, with an energy difference DEO=T ¼ 60 meV, in good agreement with other ab initiocalculations although variations are observed between different studies (72 meV in Refs. [28], 80 meV in Refs. [12], 86 meV in Refs. [30], 40 meV in Refs. [29], and 61 meV in Ref. [22]). Neutron diffraction experiments [31] have shown that the H atoms occupy the T sites in hcp Zr. The correct interstitial site is thus predicted by sol is very ab initiocalculations and our value of solution energy EH close to the experimental one [27] (see Table 1). But this is not true anymore when including the H vibration energy in the calculation. With this contribution, the energy difference between the T and O insertion sites becomes DEO=T ¼ 26 meV at 0 K and DEO=T ¼ 47: meV at 600 K, thus corresponding to the O site being more stable than the T site, with an increasing stability with the temperature. As pointed by Christensen et al. [22] and shown in Appendix B.1, the energy difference between these two interstitial sites is too small to be able to conclude on the preferential insertion site from ab initiocalculations without a much more elaborated treatment of vibrations. Consequently, both T and O insertions sites are considered in the following. Although it may not be the most stable when vibrations of H are considered, we take the T insertion site as the H reference state in the hcp Zr matrix for the various calculations of binding energies. We also verify that the insertion of H2 in Zr is not favorable: it is unstable inside a T site, and metastable inside an O site, but with a negative binding energy corresponding to a strong repulsion b ¼ 0:70 eV). This shows that hydrogen at the molecular state (EH 2 does not need to be considered at low H concentrations.



3.1. HeV interaction We start by studying the interaction between H and a single vacancy. We ﬁrst check the direct insertion of H into a vacancy. It is metastable, but with a strongly repulsive interaction: we obtain b ¼ 1:16 eV for this position, a value close to the results of EHV Domain et al. [28]. So we do not consider anymore this substitutional position in the following. We then examine both types of interstitial sites, T and O, for the insertion of hydrogen in the vicinity of the vacancy. Different conﬁgurations are investigated, where the hydrogen atom is placed in the successive neighboring shells of the vacancy. The conﬁgurations corresponding to the different nearest neighbor positions are displayed in Fig. 1. The resulting binding energies between H and V are provided as a function of their separation distance in Fig. 2. The maximal binding energy is 0.21 eV without H vibration and 0.24 eV with the inclusion of zero point energy, in good agreement with the experimental value 0.28 ± 0.06 eV obtained by Lewis [7] from a kinetic modeling of his recovery experiments performed after deuterium implantation in irradiated zirconium. We ﬁrst analyze the case where H is in a T site. The two nonequivalent ﬁrst neighbor positions lead to different binding energies: the value for the conﬁguration b is twice the one of the conﬁguration a. Accounting for the directional aspect of the HeV interaction therefore appears to be important. The c/a ratio of the hcp Zr structure is 1.601 in our ab initioapproach [19]: this is a lower pﬃﬃﬃﬃﬃﬃﬃﬃ value than the ideal one ( 8=3). Imposing an ideal c/a ratio, we calculate again these two binding energies. We obtain in that case b ¼ 0:04 eV for the conﬁguration a and E b ¼ 0:20 eV for the EHV HV conﬁguration b. The two interactions remain different even when applying an ideal c/a ratio. The in-plane interaction (conﬁguration b) is rather unaffected by the c/a ratio, while the out-of-plane interaction of conﬁguration a is very sensitive to its value. It goes from attractive to zero when increasing c/a: consequently, we expect this binding energy between H and V to be strongly affected when applying a strain. Conﬁguration c shows an attractive binding



3. Hydrogen and small vacancy clusters We ﬁrst examine the interaction between H and small vacancy clusters, denoted as Vn, with n the number of vacancies. We deﬁne the binding energy between H and the vacancy cluster as: b EHV ¼ EZrVn þ EZrH  EZrHVn  EZr n



(4)



where EZrVn , EZrH, EZrHVn and EZr are the energies of the same simulation cell containing respectively the vacancy cluster, an H atom in T site, the complex HVn and no defect. A positive value of b EHV indicates an attractive interaction between the H atom and the n vacancy cluster. For a given cluster Vn, different possibilities exist to insert the H atom. It can be located either in a substitutional or in an interstitial site (T and O, here), and many of these sites can be found close to the vacancy cluster. All of them should be considered, but the amount of different conﬁgurations to explore strongly increases with the cluster size, making an exhaustive study out of reach. An approach based on the understanding of the elementary interactions between H and vacancies therefore appears necessary, so as to reduce the conﬁguration space and to focus on important clusters.



Fig. 1. Projection in the basal plane of the different HeV pairs investigated. The successive neighbor shells of an H atom lying either in a T or O interstitial site are respectively denoted a to g and a0 to d0 . The white spheres represent the Zr atoms at z ¼ 0, the gray spheres the Zr atoms at z ¼ c/2 and the squares symbolize the vacancy. The purple spheres represent the H atom in an O site at z ¼ c/4, the green spheres the H atom in a T site at z ¼ c/8 (at z ¼ c/8 for the small symbol used in conﬁguration c). (For interpretation of the references to color in this ﬁgure legend, the reader is referred to the web version of this article.).
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discussed in the following. 3.2. Position of H close to a vacancy cluster Vacancies are clustering under irradiation in zirconium alloys, and we have shown that H and V interact at very short distances. In order to understand where the H atom is located with respect to a preexisting vacancy cluster, we consider now the accumulation of vacancies around a single H atom. To this aim, we calculate the binding energies, as deﬁned in Eq. (4), of H with clusters of n vacancies, where n vacancies surround the H atom in nearest neighbor positions, i.e.vacancy positions corresponding to conﬁgurations a, b and a0 for the HeV pair (Fig. 1). Again, both T and O interstitial sites are considered. For each number n of vacancies, the different possible conﬁgurations are tested (see Table 2), and the Table 2 Different possible conﬁgurations of the H-Vn complexes involving n nearest neighbor bonds between H and V. The H atom is located either in T or O site. Values in parenthesis include zero point vibration energy of H.



Fig. 2. Binding energy between H and a vacancy versus their separation distance, (a) without and (b) with H vibration free energy. Both O and T insertion sites are considered for H. Label sites a to g and a0 to d0 are detailed in Fig. 1.



of slightly larger magnitude than the one of conﬁguration a. For larger distances (conﬁgurations d to g), the binding energy rapidly goes to zero, showing that long range interactions do not exist in this case. We ﬁnally look at the insertion of H into the O site. Its binding energy with the vacancy is attractive only for the nearest neighbor conﬁguration, denoted a0 here. Its magnitude is close to the magnitude of the most attractive conﬁguration for H in T site (conﬁguration b). This is surprising, as in pure zirconium, H is located in the tetrahedral sites: the presence of the vacancy hence increases the stability of the octahedral site. This is an additional reason to always consider this insertion site in the rest of our study. For the conﬁgurations b0 to d0 , the binding energy decreases to reach the energy difference between O and T sites in bulk Zr, thus indicating that H does not interact anymore with the vacancy. The main change caused by the vibrational free energy is a constant shift of the binding energies for the conﬁgurations with an H atom in an O site (Fig. 2b). This merely corresponds to the increase of stability observed for the O site in bulk Zr. Apart from this constant shift, H vibrations slightly modify the interaction between the H and the vacancy when they are ﬁrst nearest neighbors: it increases the binding when the H atom is in a T site (conﬁgurations a and b) and decreases it for the O site (conﬁguration a0 ). When the H atom and the vacancy are separated by a larger distance, the H vibrations does not change their binding. This analysis of the HeV interaction suggests that only the very short ranged interactions need to be considered for the stability of the complexes between hydrogen and vacancies. This point is
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most stable one is retained. The contribution of H vibrations to the binding energy is considered only for these most stable clusters. The resulting binding energies versus the number of vacancies surrounding the H atom are displayed in Fig. 3. H vibrations generally increase the stability of the HVn clusters. For H in T site, the binding energy decreases with the number n of nearest neighbor vacancies, except at high enough temperature when the H vibrations are considered. The nearest neighbor interactions are non additive and the highest binding energy is obtained for the HV complex. In addition, some conﬁgurations, involving 2, 3 and 4 nearest neighbor vacancies, are unstable. This suggests a more favorable insertion of the H atom at the boundary of a vacancy cluster, rather than inside the cluster. The situation is quite different when H is inserted into the O site. Up to 3 vacancies, the binding energy is partially additive: adding a new nearest neighbor vacancy to the HVn cluster stabilizes it a bit more. For n  3, the binding energy rapidly decreases, becoming repulsive for n ¼ 5. For n ¼ 6, the cluster corresponds to an H atom inside a small cavity. As a consequence, the HV6 cluster is unstable, with negative frequencies for the H vibration. Again, this suggests that the insertion inside a vacancy cluster is not favorable. Interestingly, the conﬁgurations where H occupies an O site with 2 or 3 ﬁrst nearest neighbor vacancies lead to higher binding energies than any conﬁguration where H is in a T site. This was not expected since H is located in the T site in pure bulk hcp zirconium. A similar behavior for H close to vacancy clusters has already been observed recently in bcc iron [32].



3.3. Interaction with small vacancy clusters In light of the two preceding sections, a very simple approach can be proposed so as to reduce the conﬁguration space to explore for ﬁnding the most stable insertion sites of H close to a vacancy cluster. We have identiﬁed three preferential insertion sites for H: T site with one vacancy in nearest neighbor position, and O site with 2 or 3 nearest neighbor vacancies. Only those sites will be considered in the rest of our study. The magnitude of the HeV interaction rapidly decreases with the distance: we therefore suppose that only the nearest neighbor interactions are important, and that the longer ranged terms (dHV > 3.5 Å) do not inﬂuence the stability of H close to a vacancy cluster. Consequently, we assume that the binding energy between H and the vacancy cluster mainly depends on the nature and the number of nearest neighbor interactions between H and the vacancies. Only the conﬁgurations that maximize the binding energy according to this assumption are considered and relaxed with ab initiocalculations. We ﬁrst check the validity of this assumption, and we investigate then the interaction of H with vacancy clusters of different types. As H vibrations do not strongly modify the H interaction with vacancy clusters, we do not include them in our calculation of binding energies in this section.



3.3.1. Validation of the approach We test the validity of this approach on two different clusters containing four vacancies: one sitting in the basal plane and the other one sitting in the prismatic ð1010Þ plane. These two clusters are the most stable plane clusters of 4 vacancies in hcp Zr [20]. We compute the binding energy of these clusters with H for different positions of the H atom involving p ﬁrst nearest neighbor interactions (1  p  3) and compare with the binding energy of H with a cluster containing only p vacancies, and where the same p interactions are involved. T and O sites are explored, and the calculated binding energies are displayed in Table 3. Calculations for this validation test are performed in a smaller 4  4  3 supercell containing 96 lattice sites. When H is inserted into a T site, assuming that the number and the nature of nearest neighbor vacancies surrounding the H atom determines the stability of the cluster provides a rather good approximation. First, the instabilities are well predicted by this simple approach (Table 3), and the ﬁnal conﬁgurations have the same structure after atomic relaxations. Second, the differences b b between EHV and the corresponding EHV are smaller than 0.07 eV. 4 p b b For H in O site, the agreement between EHV and EHV is even better 4 p (Table 3). The obtained values for the clusters HV4 and HVp with p nearest neighbor interactions are very close, within less than 0.02 eV in this case. This study conﬁrms that vacancies farther than nearest neighbor positions have only a weak inﬂuence on the binding energy value. This latter is mainly ﬁxed by the number and the position of vacancies that are nearest neighbors of the H atom. Again, we note on the HV4 clusters that the binding energies for H in O site with p ¼ 2 or 3 are higher than the binding energies for H in T site.



3.3.2. Inﬂuence of H on small clusters We ﬁnally examine the stability properties of the HVn clusters for 2  n  7. We separate vacancy clusters into three different groups: Fig. 3. Binding energies between H and an increasing number of vacancies in nearest neighbor position, (a) without and (b) with H vibration free energy. The H atom is located either in a T or O site.



 basal clusters, where all vacancies are lying in the same basal plane. These clusters can be seen as precursors of 〈c〉 loops.
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Table 3 Comparison of binding energy of H with V4 clusters where p nearest neighbor HeV interactions are present, with the binding energy of H with Vp clusters where the same p nearest neighbor HeV interactions are present. Both T and O insertion sites are explored.



Fig. 4. Maximum binding energies of H with vacancy clusters containing between 2 and 7 vacancies. Three types of clusters are considered: basal, prismatic and 3D clusters.



No clear preference is seen for any type of vacancy cluster. This is not surprising, since, as established above, H mainly interacts with its ﬁrst nearest neighbor vacancies. H therefore does not have any discriminating effect on the small vacancy clusters. 4. Hydrogen interaction with stacking faults In hcp Zr, vacancy clustering under irradiation leads to planar extended defects: 〈a〉 dislocation loops, lying in planes close to the prismatic planes, and 〈c〉 component loops, lying in the basal planes. Cavities are hardly ever observed, in agreement with their lower stability [20], and will not be considered in the following. The 〈a〉 loops are the most stable defects [20]. They are faulted at small sizes and perfect at large sizes. The 〈c〉 loops on the other hand are always faulted, with an extrinsic basal fault at small sizes and an intrinsic I1 fault at large size. These 〈c〉 loops are believed to play a crucial role in the breakaway growth at high irradiation dose. In order to determine the inﬂuence of H solutes on vacancy dislocation loops, we perform a careful study of their binding energies with the different stacking faults involved in the extended defects of interest. We assume that this interaction with the stacking fault is the main H contribution on the energetics of vacancy loops.  prismatic clusters, where all vacancies are lying in the same prismatic corrugated plane. These clusters can be seen as precursors of 〈a〉 loops.  3D clusters (precursors of cavities). In the absence of hydrogen, we have shown in a previous study [20] that the 3D small vacancy clusters are more stable than the plane vacancy clusters, until 7 vacancies. As stated in our introduction, under irradiation, the amount of 〈c〉 vacancy loops increases when zirconium samples are pre-hydrided [16,17]. This could suggest that H in solid solution affects the relative stability of the different types of vacancy clusters. Studying the binding properties of H with small Vn clusters of different types should give some insight about the validity of such an assumption. We proceed as follows. The chosen vacancy clusters Vn, with n ¼ 2 to 7, correspond to the most stable ones, previously found in pure Zr [20]. For each cluster, the previously identiﬁed insertion sites for H are tested. The most stable one is retained and we plot the binding energies versus the cluster size for each group of cluster (see Fig. 4). The resulting binding energies are all positive, and are included in a range from 0.35 to 0.48 eV.



4.1. Prismatic stacking fault When removing a vacancy platelet in a corrugated f1010g plane, a prismatic stacking fault is formed [20]. This stacking fault is associated with the formation of faulted 〈a〉 loops of Burgers vector ! b ¼ 1=2〈1010〉. The unfaulting of the vacancy loop occurs by a 1=6〈1210〉 shearing of the fault plane, leading to a perfect 〈a〉 loop ! of Burgers vector b ¼ 1=3〈2110〉. We investigate here the interaction of an H atom with this intrinsic stacking fault. Calculations are performed in a simulation box duplicated 4 times in the ½1010 direction, 2 times in the ½0001 direction, and 4 times in the ½1210 direction, i.e.in the direction perpendicular to the fault plane. This corresponds to a total of 128 Zr atoms. The use of this simulation box to model a prismatic stacking fault has been already validated [19]. It is also large enough to model an isolated H atom: with such a simulation box, the energy difference between the O and T insertion sites is DEO=T ¼ 57 meV in the perfect crystal, in good agreement with the value obtained in conventional supercells (Table 1). Different insertion positions for the H atom, lying either in a T or an O interstitial site at varying distances from the stacking fault, are
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considered (Fig. 5a). Ab initiocalculations lead to a binding of the hydrogen with the prismatic stacking fault (Fig. 5b and c), with a maximal binding energy of 0.1 eV. The most attractive interaction is obtained when the H atom is one plane apart from the stacking fault into a T site. This attractive interaction is in agreement with previous ab initiostudies, although our maximal binding energy is slightly lower than the one obtained by Domain et al. [11] (0.14 eV) or by Udagawa et al. [12] (0.16 eV). The binding energy rapidly decays when the distance between H and the stacking fault



increases: it goes to zero for the T site and to DEO=T for the O site. The only octahedral site leading to an attractive interaction with the stacking fault is the closest to the fault plane. This octahedral site did not exist before the introduction of the stacking fault and is created by the shearing of the lattice [33]. The position corresponding exactly to the octahedron position in this site is unstable. For each such octahedral site, two stable positions inside each halfoctahedron exist, where the H atom is linked to ﬁve Zr ﬁrst nearest neighbors (Fig. 5a). For all other octahedral sites, as well as all the tetrahedral sites, the relaxed position of the H atom is close to the ideal position. The same energy shift as in the bulk, corresponding to a stabilization by vibrations of the O sites compared to the T sites, is observed in presence of the stacking fault (Fig. 5c). Apart from this energy shift, the H vibrations decrease the H interaction with the stacking fault for the O site, whereas it increases this interaction for the T sites. 4.2. Basal stacking faults Condensation of vacancies in a basal plane results in the creation ! of a dislocation loop of Burgers vector b 1 ¼ 1=2 ½0001. This corresponds to the removal of a platelet of one atomic layer in the perfect stacking BABABA of basal planes and leads to the formation of a highly energetic stacking sequence, BAB.BABA. The stacking then evolves so as to lower the energy of the vacancy loop by creating one of the two following stacking faults [34]: an extrinsic fault E, with a BABCABA stacking sequence preserving the same Burgers vector, or an intrinsic fault I1, with a BABCBCB stacking sequence leading to a dislocation loop with Burgers vector ! b 2 ¼ 1=6 h2023i. We investigate here the interaction of H with these two basal stacking faults, which gives insights on the inﬂuence of this impurity on the stability of 〈c〉 loops. Ab initiocalculations are performed on simulation boxes duplicated 3 times in the ½2110 direction and 3 times in the ½1210 direction. To build the basal stacking faults, one needs to remove one atomic layer normal to the [0001] direction, thus leading to a total of 2nz  1 atomic layers, if nz is the number of duplicated unit cells in the [0001] direction. Our simulations are carried out using nz ¼ 6. This box size, which corresponds to a total of 99 Zr atoms, has already been validated for both basal stacking faults in a previous study [20], and is also large enough to simulate an isolated H atom. The binding energy of H to the basal stacking fault then reads: 2nz 1 2nz 1 2nz 1 2nz 1 b EHg ¼ EZrH þ EZrþg  EZrHþg  EZr :



(5)



2nz 1 EZrH is not accessible directly, as a periodic simulation box with 2nz  1 atomic layers automatically includes a stacking fault. We thus make the following approximation:



2nz 1 2nz 1 2nz 2nz EZrH  EZr xEZrH  EZr ;



Fig. 5. Interaction between H and a prismatic stacking fault. (a) Projected positions in the ½1210 plane of the investigated T and O sites for the insertion of H in the vicinity of the stacking fault (vertical dashed line). Zr atoms are shown by white and gray circles, depending on their position along the ½1210 direction in the faulted crystal. (b) and (c) b Binding energies EHg between H and the prismatic stacking fault, versus their initial separation distance, calculated (b) without and (c) with H vibration free energy.



(6)



which allows us to obtain the binding energies of H with the basal stacking faults. As for the prismatic fault, our ab initiocalculations lead to a binding of H with basal faults, but with a higher maximal value of 0.16 eV for the two basal faults. The strongest bindings are obtained when H is close to the stacking fault. This is true for both T and O sites, and for both I1 and E faults. For the I1 fault, the T sites are always more favorable than the O sites to insert the H atom. A higher number of attractive positions in the vicinity of the stacking fault are found for the insertion in T sites. The binding energies rapidly decrease with the distance, and become null or equal to DEO=T for distances larger than 6 Å. For the E fault, the most
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attractive interaction is found for the O site. A largest number of attractive positions can be found in T sites than in O sites. Finally, interactions of H are longer ranged with the E fault than with the I1 one, as non-interacting behaviors are recovered only for separation distances larger than 9 Å. This might be related to the fact that in the E stacking sequence, more atomic layers have an environment different from the hcp one than in the I1 stacking sequence. The effect of the H vibration is the same as for the prismatic stacking fault, i.e.mainly a shift of the binding energies for the O sites.



To simulate the properties of extended defects such as dislocation loops, one cannot rely directly on ab initiomethods, because of the limited number of atoms, only a few hundreds, which can be modeled with such simulations. In a previous study [20], we adopted a continuous description of large vacancy clusters. For dislocation loops, the cluster energies were obtained through a line tension model, incorporating the stacking fault energy for faulted loops. After validating the approach with large scale atomistic simulations relying on an empirical potential, the main parameters of the model were calibrated on ab initio data. The inﬂuence of hydrogen on the stability of dislocation loops can be introduced in a very simple way within this approach, by considering the modiﬁcation of the stacking fault energies arising from hydrogen segregation [35]. Here, we ﬁrst model the segregation of hydrogen on the different stacking faults, as well as the evolution of the stacking fault energies with the H content. We then discuss the effect of H on the stability of the different vacancy loops formed under irradiation in hcp Zr. 5.1. Segregation proﬁles Following common approaches for solute segregation at a surface or an interface [36,37], we make use of the previously calcub lated binding energies EHg to model the equilibrium concentration proﬁles of H in the vicinity of each stacking fault. We consider a bicrystal consisted of two semi inﬁnite bulk spaces separated by an interface corresponding to the stacking fault. The different insertion sites for H, either T or O sites, are sitting in planes p located at different distances dp from the stacking fault. We assume that the system is large enough so that each side of the stacking fault acts as a reservoir for hydrogen. The hydrogen chemical potential mH is then ﬁxed at equilibrium. We assume that the concentration cp 2½0; 1 of each plane is homogeneous at equilibrium and that the conﬁgurational entropy is equal to the one of an ideal solid solution. We neglect the interaction between H atoms and only the H interaction with the stacking fault is considered, a valid assumption for not too concentrated solid solutions. Minimizing the grand potential of the system with respect to the average H occupation cp of each plane p, the equilibrium distribution obey the equations



  sol b EH  EHg dp þ kTln



cp ¼ mH ; 1  cp



b insertion sites, cp ¼ c0O and EHg ðd∞ Þ ¼ DE0=T for O planes. This allows us to eliminate mH in Eq. (7) and to obtain for each plane p:



 ! b EHg dp c0T cp : ¼ exp kT 1  cp 1  c0T



(8)



There are two interstitial site of T type and one of O type per Zr atom. Their bulk concentrations is therefore linked to the nominal hydrogen concentration xH trough the equations:



1



c0T ¼



5. Hydrogen and vacancy loops
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2 þ exp



 DEkT



exp



DEO=T kT



! xH ;



(9)



! xH ;



(10)



O=T



! 



c0O ¼ 2 þ exp



 DEkT



O=T



in the low concentration regime (xH ≪ 1). We ﬁnally obtain the concentration proﬁle as a function of the nominal concentration:



!



xH exp cp ¼



b EHg ðdp Þ kT



! 2 þ exp







DEO=T kT



þ xH exp



b EHg ðdp Þ kT



!:



(11)



Fig. 7 displays the concentrations cp for the prismatic, basal I1 and basal E faults as a function of the separation distance from the stacking fault. The segregation proﬁles are given for T ¼ 600 K, the service temperature of the pressurized water reactors, and for a bulk nominal concentration xH ¼ 0.01. This corresponds to an upper limit of the H content that can be reached, as the solubility limit, at this temperature, is 0.008 in pure Zr [38] and 0.009 in Zircaloy-4 [9], a zirconium alloy currently used in the nuclear industry. All faults lead to a strong increase of the H concentration in their vicinity. As these faults correspond to the ones met in vacancy loops, this agrees with experiments suggesting a trapping of H by these loops [7,9,10]. We also notice that the basal faults concentrate more H atoms than the prismatic fault, in particular the E fault which can capture hydrogen up to the fourth layer from the stacking faults. The H trapping by basal faults is therefore stronger, explaining why annealing at higher temperatures is needed to recover the unirradiated solubility limits in Zr samples where vacancy basal loops have been formed after an irradiation at a high dose [10]. H vibrations do not change these general trends between the different stacking faults, although they modify the segregation proﬁles. The inclusion of the vibration free energy in the binding energies leads to an increase of the enrichment for the O sites and a decrease for the T sites (Fig. 7).



(7)



sol is the hydrogen solution energy in the perfect zirconium where EH matrix for the T insertion sites. These equations are valid for any plane of the bicrystal, as each plane, deﬁned by its distance dp to the fault plane, has the same density of insertion sites. This is true both for the prismatic (Fig. 5a) and the basal faults (Fig. 6a and b), the insertion sites being either of the T or of the O type. Far from the fault plane, concentrations and energies converge to their bulk b values: cp ¼ c0T and EHg ðd∞ Þ ¼ 0 for planes corresponding to T



5.2. Variation of stacking fault energies As ﬁrst pointed out by Suzuki [39], solute segregation modiﬁes the stacking fault energies. We thus need to deduce from our segregation model, the evolution of the basal and prismatic fault energies in the presence of hydrogen. As the system is open with respect to H, we deﬁne the stacking fault energy gðfcp gÞ directly from the grand potential:
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Fig. 6. Interaction between an H atom and basal stacking faults. The different T and O interstitial sites, where an H atom has been inserted, are sketched in (a) for the I1 and in (b) for b the E basal stacking fault. The corresponding binding energies EHg are respectively shown in (c) and (d) without H vibration free energy, and in (e) and (f) with H vibration free energy.



  Uf g cp ¼



  cp  Ui ðxH Þ ; S0



(12)



Ui ðxH Þ ¼



i h  Xn h sol c0T EH  mH þ kT c0T ln c0T p;T



where S0 is the area pﬃﬃﬃof the dividing interface for one insertion site per plane: S0 ¼ a2 3=2 for the basal faults and S0 ¼ ac/2 for the prismatic fault. Uf and Ui are the grand potentials of respectively the faulted crystal with the segregation proﬁle and the perfect crystal with the homogeneous solid solution. The thermodynamic model used in the previous section to obtain the segregation proﬁles leads to the following expressions:



 io Xn h i  sol þ c0O EH þ 1  c0T ln 1  c0T þ DEO=T  mH p;O



 io h   þ kT c0O ln c0O þ 1  c0O ln 1  c0O (13)
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Fig. 8. Evolution of the basal and prismatic stacking fault energies with the bulk concentration xH of hydrogen calculated at 600 K. The thick dashed lines and the thin continuous lines correspond to the data respectively with and without H vibration free energy. The continuous and dashed vertical lines correspond to H solubility at this temperature respectively in pure Zr and in Zircaloy-4.



for hydrogen at this temperature, the relative order of the different fault energies is not modiﬁed, except close to the solubility limit where the basal E and the prismatic stacking faults have almost the same energy, with the basal E becoming slightly most stable with the inclusion of vibration free energies in the thermodynamic modeling. 5.3. Stability of vacancy loops



Fig. 7. Concentration proﬁles of hydrogen at T ¼ 600 K and for a nominal concentration xH ¼ 0.01, plotted as a function of the separation distance from the prismatic, basal I1 and basal E stacking faults, (a) neglecting or (b) considering H vibration free energy. Small triangles refer to the T sites and small diamonds to the O sites. The continuous and dashed horizontal lines correspond to the concentrations of the, respectively, T and O sites in the bulk.



Uf



i X X h     sol b cp EH  EHg kT cp lncp cp ¼ S0 g0 þ dp  mH þ p



    þ 1  cp ln 1  cp ;



p



(14) with g0 the stacking fault energy without hydrogen. The summation over the planes in Eq. (13) has been partitioned between the planes containing T and O interstitial sites. Inserting Eqs. (13) and (14) into Eq. (12) and eliminating the chemical potential mH using Eq. (7), we obtain the stacking fault energy in presence of the segregation proﬁle:



  1  cp kT X g cp ¼ g0 þ ln S0 p;T 1  c0T



!



! 1  cp kT X ln þ : S0 p;O 1  c0O



(15)



The same result is obtained using the macroscopic thermodynamic approach summarized by Hirth [40]. Using Eq. (15), we show in Fig. 8 the evolution at T ¼ 600 K of the two basal and the prismatic stacking faults, when the nominal hydrogen content varies in a concentration range xH < 0.01. All the stacking fault energies decrease when the hydrogen content increases. The decay is small for the prism fault, slightly higher for the I1 fault and fast for the E fault. The consideration of H vibration only affects the E fault: it leads to a stronger decrease of the fault energy with the H content. In the range of nominal concentrations allowed



We now study how hydrogen may modify the stability of the different vacancy loops, using the continuous model we previously developed to describe the energetics of vacancy clusters in pure zirconium [20]. Within this model, the formation energy of a loop containing n vacancies is given by:



 pﬃﬃﬃ pﬃﬃﬃ R n f : Eloop ðnÞ ¼ pR21 gn þ 2pfR1 K n ln 1 rc



(16)



with g the stacking fault energy, f a shape factor close to unity, rc the dislocation core radius close to the Burgers vectors, and K an average value of the prefactor appearing in the elastic energy. The values of these parameters for the different vacancy loops in zirconium can be found dispﬃﬃﬃ in Ref. [20]. The quantity R1 is a scaling pﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃﬃ tance with R1 ¼ að 3=2pÞ1=2 for the basal loops and R1 ¼ ac=2p for the prismatic loops. As suggested in Refs. [11,35,41], the effect of hydrogen on cluster stability can be included in a very simple way in the Eq. (16), through the modiﬁcation of the stacking fault energy, which is the leading term for large vacancy clusters. This is done by replacing g in Eq. (16) by the modiﬁed stacking fault energies gðfcp gÞ, calculated using Eq. (15). In Fig. 9, the predicted formation energies of the loops lying in the basal and prismatic planes are displayed in the absence of hydrogen and for a hydrogen nominal concentration xH ¼ 0.01 at T ¼ 600 K. The presence of hydrogen tends to increase the stability of 〈c〉 loops lying in the basal planes with respect to 〈a〉 loops lying in the prismatic planes. The effect is stronger for 〈c〉 loops with an E fault, because of the highest amount of hydrogen captured by this stacking fault. These 〈c〉 loops with an E fault are the most stable vacancy clusters at very small size (loops containing less than 16 vacancies in pure Zr) and H segregation shifts the stability crossover with prismatic loops to larger sizes, an effect enhanced by the contribution of H vibrations. The hydrogen segregation on stacking faults can thus explain the higher amount of 〈c〉 component loops observed when Zr samples are pre-hydrided and then submitted to irradiation [16,17], and the correlated consequence on the breakaway growth at high irradiation dose [13].
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dose. This binding of H to faulted vacancy loops agrees with the trapping of hydrogen by vacancy clusters observed experimentally in irradiated zirconium alloys. Acknowledgments This work was performed using HPC resources from GENCI[CINES/CCRT/IDRIS] (Grant 2014-096847). AREVA is acknowledged for ﬁnancial support. Appendix A. Convergence with supercell size In Fig. A.10, the binding energies of H with an octahedral V6 cluster are displayed versus the number of atoms in the supercell. The three more favorable insertion sites are tested for the H atom: T site with one nearest neighbor HV interaction, and O site with 2 or 3 nearest neighbor HV interactions (p ¼ 2 and 3, respectively).



Fig. 9. Formation energies of large vacancy loops as predicted by continuous laws parameterized on DFT results for (a) pure hcp Zr and (b) Zr containing hydrogen at T ¼ 600 K for a nominal concentration xH ¼ 0.01. The H vibration free energy is included in (b). The result obtained without this vibration free energy is also shown by a thin continuous line for the basal loops with an E fault. The insets show the stability inversion at small sizes between basal and prismatic loops.



6. Conclusion The inﬂuence of hydrogen in solid solution on vacancy loops energetics has been studied in hcp Zr using an ab initioapproach, including H vibrations. DFT calculations performed on small vacancy clusters showed that hydrogen is able to attract up to 4 vacancies. The most favorable insertion site for H in the vicinity of a vacancy cluster is not a T site but an O site with 2 or 3 vacancies as ﬁrst nearest neighbors. Hydrogen therefore prefers to sit at the boundary of vacancy clusters, and not inside them. No strong discriminating effect of hydrogen on the stability of the different cluster conﬁgurations were found for small vacancy clusters. Hydrogen binding to larger vacancy clusters has been modeled through its interaction with the stacking faults. We computed, with ab initiocalculations, the interactions between H and the prismatic, basal E and basal I1 faults. These interactions are mainly attractive. Hydrogen binding is stronger for the basal faults, especially in the case of the E fault. Using these binding energies together with a thermodynamic modeling of H segregation on the faults, we could predict the evolution of the stacking fault energies with the H nominal concentration. Including these variations into continuous laws describing the energetics of vacancy loops, we could ﬁnally demonstrate that H stabilizes the vacancy loops, and that the stronger variation is observed for the basal loops, i.e.the defects responsible for the breakaway growth observed at high irradiation



Fig. A.10. Binding energy of H with an octahedral vacancy cluster V6 as a function of the supercell size. Three different insertion sites are shown for H: T site with one nearest neighbor HV interaction and O site with p ¼ 2 or p ¼ 3 nearest neighbor HV interactions.



The resulting binding energies only slightly vary between 100 and 200 atoms, assessing thus our choice of a 200 atom supercell (5  5  4) to study the inﬂuence of H on small vacancy clusters. Appendix B. Validity of the harmonic approximation As pointed out by Christensen et al. [22], T insertion sites in the hcp lattice form pairs of close sites and the migration barrier for H jumping from one T site to its neighbor site is small. Using the simulation cell containing 200 lattice sites we compute the H migration energies between its different insertion sites (Table. B.4) and obtain the lowest energy for the TeT migration. This migration energy is in the range of the zero point energy of H vibration. One can therefore wonder if the harmonic approximation used to calculate the contribution of H vibrations to the free energy is a good approximation. We examine this point more closely in this appendix, ﬁrst for a single H atom in a perfect crystal, then for a H atom close to a vacancy. Table B.4 H migration energies Emig between neighbor T and O sites. Emig (ev)



T4T T/O O4O



Unrelaxed



Relaxed



0.21 0.46 0.54



0.13 0.42 0.50
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Appendix B.1. Single H atom We show in Fig. B.11 the energy proﬁle of an H atom between two neighbor insertion T sites. Only the equilibrium conﬁgurations, corresponding to xH =l ¼ 0 and 1 with l ¼ c/4, have been relaxed. They are then used to obtain the other intermediate conﬁgurations by linear interpolation. The obtained energy proﬁle is well ﬁtted by an order 4 polynomial function. We then compute the eigenstates of this double well energy proﬁle using the numerical approach described in Ref. [42]. The double well shape has two main effects on these eigenstates compared to the results obtained with the harmonic approximation for two single wells (Fig. B.11): it lowers the energy of the eigenstates, by 6 meV for the fundamental level, and it lifts the degeneracy of the higher levels. We then compute the H vibration free energy, following the approach proposed by Christensen et al. [22]. We factorize the partition function into vibration modes corresponding to the H migration between two neighboring T sites and vibration modes orthogonal to this migration direction. The ﬁrst contribution is deduced from the eigenstates of the double-well energy proﬁle (Fig. B.11), whereas the harmonic approximation (Eq. (1)) is used for the two last vibration modes. The obtained H solution free energy is shown in Fig. B.12 where we compare it to the solution free energy obtained within harmonic approximation. The difference between the two plots is mainly a constant energy shift corresponding to the
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shift of the fundamental eigenstate noticed before. The linear decrease with the temperature of the solution free energy close to 0 K is well captured by the harmonic approximation, once the kTln(2) has been included in the free energy to account for the conﬁgurational entropy associated with the presence of two energy wells. The harmonic approximation looks therefore reasonable to account for H vibration in an hcp Zr matrix, with a precision of the order of 10 meV. This precision being larger than the energy difference between the T and the O conﬁgurations (Fig. B.12), a more precise treatment of vibrations will nevertheless be needed to be able to conclude on the preferential insertion site of H in Zr. Appendix B.2. H close to a vacancy We now examine the case where the H atom lies in a T site close to a vacancy. We examine two different conﬁgurations, both corresponding to the H atom and the vacancy being ﬁrst nearest neighbors. The HV pair can either form a conﬁguration b (see Fig. 1 for a sketch of the conﬁguration), with both wells of the T positions corresponding to this b conﬁguration, or the HV complex can form a conﬁguration a, with the other well corresponding to conﬁguration c. The corresponding energy proﬁles are shown in Fig. B.13. The presence of the vacancy leads to a decrease of the migration barrier between the two H equilibrium positions compared to the migration barrier in the bulk crystal (Fig. B.11). As a consequence, the effect of the potential anharmonicity are more pronounced in



Fig. B.11. Energy variation of a H atom migrating between two T sites in a hcp Zr lattice. The double well proﬁle given by the solid line has been ﬁtted to the ab initioenergies indicated by ﬁlled circles and the corresponding quantized energy levels are given by horizontal solid lines. The results obtained for a single well in the harmonic approximation are shown with dashed lines.



Fig. B.12. Solution free energy FHsol (Eq. (3)) of an H single atom in a Zr hcp matrix as a function of the temperature calculated for its T and O insertion sites. The free energy is computed either within the harmonic approximation or using the eigenstates of the double well energy proﬁle (Fig. B.11).



Fig. B.13. Energy variation of a H atom migrating between two T sites in the vicinity of a vacancy in a hcp Zr lattice. In a), both equilibrium positions correspond to b conﬁgurations (Fig. 1). In b), xH ¼ 0 and 1 correspond respectively to the a and c conﬁgurations.
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presence of a vacancy: the lowering of the eigenstates is more important and the degeneracy is lifted even for the fundamental eigenstate.



b between a vacancy and an H atom lying in a doubleFig. B.14. Binding free energy FHV well composed of two T sites with a conﬁguration either beb or aec. The free energy is computed either within the harmonic approximation or using the eigenstates of the double well energy proﬁles (Figs. SB.11 and B.13).



We then compute the binding energy between H and a vacancy for these two conﬁgurations, including in Eq. (4) the vibration contribution in the free energy of the ZrHV and the ZrH conﬁgurations. Like in the previous case, we consider either a fully harmonic approximation, or we include the eigenstates corresponding to the exact energy proﬁle along the migration direction. For the asymmetric double-well energy proﬁle corresponding to the transition between the conﬁgurations a and c of the HV complex (Fig. B.14b), one cannot separate the vibration mode in the migration direction from the modes orthogonal to this direction. An approximate treatment is thus needed. For such a double-well, the free energy is deﬁned by



" FðTÞ ¼ kTln exp







Favib kT



! þ exp







DE þ Fcvib kT



!# ;



(B.1)



where the vibration contributions Favib and Fcvib are given by Eq. (1) for both conﬁgurations a and c, and DE ¼ Ec  Ea is the energy difference between both conﬁgurations. The free energy deduced from the exact eigenstates of the 1D double-well (Fig. B.13) can be added to this free energy, after having withdrawn the corresponding contribution in the harmonic approximation:



# 1 expðDE=kTÞ    ;   þ ¼ kTln 2sinh Zu3c kT 2sinh Zu3a kT "



vib F1D ðTÞ



(B.2)



with u3a and u3c the pulsations of the vibration modes in the migration direction. The binding free energies are shown in Fig. B.14. We recover a difference of the order of 10 meV between the result of the harmonic approximation and the more exact treatment of H vibrations. This difference is much smaller than the absolute values of the binding energies and does not modify the relative stability between different conﬁgurations. The harmonic approximation appears clearly to be well suited to study H interaction with vacancies and a more precise treatment of H vibrations is thus unnecessary.
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