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ORIGINAL ARTICLE



Interlocked grain and density patterns in Bagassa guianensis: changes with ontogeny and mechanical consequences for trees Julie Bossu1   · Romain Lehnebach2 · Stephane Corn3   · Arnaud Regazzi3   · Jacques Beauchêne1 · Bruno Clair1  Received: 26 March 2018 / Accepted: 17 July 2018 © Springer-Verlag GmbH Germany, part of Springer Nature 2018



Abstract Key message  Interlocked grain and basic density increase from pith to bark in Bagassa guianensis and greatly improve trunk torsional stiffness and wood tenacity in the radial plane. Abstract  Trees modulate their building material, wood, throughout their lifetime to meet changing mechanical needs. Basic density, a widely studied wood property, has been proved to be negatively correlated to growth rate and is then considered to reflect the diversity of species growth strategies. An alternative way for trees to modulate growth strategy at constant construction cost is changing the organisation of their fibre network. Interlocked grain, the result of a periodic change in the orientation of the fibres in the tangential plane, is found in numerous tropical tree species. In this study, we first describe the variations in basic density and interlocked grain occurring during ontogeny of Bagassa guianensis, a fast-growing Amazonian species, and analyse their influence on the local mechanical properties of wood at the tissue level. The observed radial patterns and properties are then incorporated in a finite element model to investigate their effect on mechanical properties of the trunk. We report extreme and highly reproducible concomitant radial variations in basic density and interlocked grain in all the sampled trees, with grain angle variations ranging from − 31° to 23°. Such changes in wood during ontogeny allows trees to tailor their growth rate while greatly improving resistance to torsion and reducing the risk of splitting. Keywords  Interlocked grain · Basic density · Wood radial patterns · Tree architecture · Growth strategy · Biomechanics



Introduction In the context of dense tropical forest, trees species develop a large diversity of growth strategies to reach a dominant position within the canopy while guaranteeing trunk load Communicated by Speck. Electronic supplementary material  The online version of this article (https://doi.org/10.1007/s00468-018-1740-x) contains supplementary material, which is available to authorized users.



bearing capacities. The purpose-built wood structure produced by the trees is therefore optimised to meet specific requirements needed to compete with surrounding species and adapt to environmental conditions. For this purpose, wood traits involved in tree biomechanics are continuously adjusted throughout plant development to meet the specific needs created by their growth strategy and environmental conditions (Lachenbruch et al. 2011). Wood tissues keep the memory of tree life history and integrate the overall successive modifications that occurred
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from seedling to mature stages. Such variations result in a specific radial gradient of wood properties within the trunk (Lachenbruch et al. 2011) which enables post interpretation of tree development and highlights the species’ overall growth strategies. Among the wood properties giving access to comprehensive elements to investigate tree growth, different authors reported the interest of studying the basic density (BD) radial patterns in trees. Indeed, several studies have demonstrated that BD can vary considerably within the tree (Yao 1970; Whitmore 1973; Fimbel and Sjaastad 1994; Woodcock and Shier 2002; Williamson et al. 2012; Morel et al. 2018)—especially under the tropics (Wiemann and Williamson 1989; Hernandez and Almeida 2003) where such gradients are even more pronounced—and depends to a great extent on growth conditions (McLean et al. 2011). At the inter-specific level, several studies evidenced a negative relationship between growth rate and BD (Arets et al. 2003; Muller-Landau 2004; Falster and Westoby 2005; King et al. 2005). At the intra-individual level, this relation is also relevant: the production of low-density wood (i.e. low construction cost) during early development stages enables rapid height growth. When a tree reaches the canopy, height growth levels off and the production of higher density wood starts (i.e. high construction cost). The later production of high-density wood is seen as a biomechanical adaptation to resist wind-induced stresses (Woodcock and Shier 2002). High BD is hypothesised to be responsible for the balance between mechanics and metabolic cost by achieving high mechanical strength with a reduced volume of wood, which, in turn limits respiration cost compared to low-density wood (Larjavaara and Muller-Landau 2010). Finally, BD is also considered as a critical parameter in tree buckling (McLean et al. 2011; Fournier et al. 2013). For the reasons here mentioned, BD radial gradient is considered to be a key parameter in controlling tree growth throughout its development and have also been shown to have biomechanical advantages. An alternative way to optimise tree mechanical design at constant construction costs is modifying the organisation of the fibre network. For example, the angle of the cellulose microfibrils inside the wood fibre cell wall can vary through ontogeny from high value in juvenile wood (enabling compliant fibres), to low value in mature wood (associated with stiffer fibres) (Li et al. 2011). Such modifications may modify trunk flexibility to adapt to environmental conditions (Barnett and Bonham 2004). Another mechanism produces a similar effect in the tree at a larger scale: the orientation of wood fibres can be aligned along the trunk axis or inclined. In the second case, there may be small variations in the grain angle in the radial plane (wavy grain), increasing grain angle in the tangential plane from pith to bark (spiral grain), or periodic changes in the orientation of the fibres from the Z to S helix in the tangential plane (interlocked
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grain) (IG) (Hejnowicz and Romberger 1979; Krawczyszyn and Romberger 1979; Włoch et al. 2009; Cabrolier 2009). The latter conformation is observable in numerous temperate and tropical tree species (Hernandez and Almeida 2003; Thinley et al. 2005; Slater and Ennos 2015; Özden et al. 2017). According to Kribs (1950, cited by Hernandez and Almeida (2003)), 75% of the 258 tropical trees they analysed showed IG. Arostegui (1982) also found that 33 out of 60 Peruvian tropical hardwoods they tested had this feature. Nevertheless, only a few studies suggested a potential functional benefit of IG. Webb (1969), supported by Détienne (1979), proposed that IG could improve water distribution from the roots to the crown. However, as the inclination of fibres is known to reduce wood stiffness at local scale (Cabrolier 2009; Brémaud et al. 2010), a possible role in mechanics was not taken into consideration. The objective of the present study is to explore the mechanical role of IG in the whole stem in relation with variations in BD in Bagassa guianensis Aubl., a high growth rate and long life Amazonian species, known to develop both pronounced IG and large BD radial gradients (Cabrolier 2009; Bossu et al. 2016). This species is a suitable model to investigate the simultaneous effects of variations in IG and BD on trunk biomechanics. Moreover, its specific development ensuring both competitive growth and trunk longevity is an unusual and effective strategy that merits investigation. The specific aims of the present work are (1) to characterise the changes in BD and IG in relation with the tree development stages in B. guianensis, (2) to measure the effects of such variations on local mechanical properties, and (3) to incorporate the results in a biomechanical model including both changes in fibre orientation and density to determine their combined effect on the elastic properties of the living trunk. Finally, the contribution of BD and IG variations to the species growth strategy and trunk biomechanics are discussed.



Materials and methods Tree description Eleven Bagassa guianensis Aubl. (commercially known as Tatajuba) trees were sampled near the Paracou experimental station (5°19′N; 52°56′W) in French Guiana, on the edge of a secondary forest along a trail opened almost 30 years ago. Specimens were chosen to cover a homogeneous distribution of diameters at breast height (DBH), ranging from 13 to 55 cm. Tree volumes were estimated by measuring successive stem segments, where one segment comprises the bole and the other the crown. Each segment was characterised by its length and both initial and final diameter. Volumes of the trunk and crown axis were calculated by adding the volumes of each segment considering them as successive cones. Like
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in most tree species, the crown of B. guianensis develops through a reiterative process duplicating the architectural unit (i.e. the fundamental set of axis categories inherent to the species) (Barthelemy and Caraglio 2007). Thus, the architectural stage of development (ASD) indicator (Nicolini et al. 2012) was used, allowing the characterisation of the ontogenetic stage through structural features. ASD 1 is defined by the presence of sequential branches born by the trunk and the absence of a fork; ASD 2 by the presence of both a young fork and sequential branches; ASD 3 represents a mature stage in which the fork is well established with ramified branches and the bole is pruned.



Sampling Radial planks around 30 cm in length were sampled at breast height on each tree, taking care to avoid defects and singularities. Planks were first planed to a thickness of 3 cm, marked to respect the same orientation during cutting and then sawed into three parts, respectively, 2, 15 and 3 cm in length. The top 2 cm part was planed to a thickness of 2 cm and split with a knife every 0.5 cm along the radial axis. The split samples were used to measure BD and grain angle. The 15 cm middle part was planned to a thickness of 1 cm, air dried and sawed every 0.2 cm along the radial axis to produce the elongated samples for modulus of elasticity (MOE) and microfibril angle measurements. Finally, the 3 cm bottom part was sawed at 4 cm intervals along the radial axis and air dried to produce samples for the measurement of tenacity and interlocked grain.



Wood properties Basic density (BD) Basic density was measured on small samples (R × T × L = 0.5 × 2 × 2 cm3). BD was defined as the ratio between dry mass (M0%) and saturated volume (VSat): BD = M0%/VSat (Kollmann and Côté 1968). Sample volume (VSat) was calculated using the Archimedes principle on a Sartorius CP224S balance (precision: 0.2 mg) as described in Bossu et al. (2016). Dry mass was measured on the same balance after 3 days of stabilisation at 103 °C. Interlocked grain (IG) Interlocked grain was assessed using two different methods. Each of these methods performed the measurements on the same samples as those scaled to fit to BD and tenacity analysis. On the BD samples, grain angle deviation in relation to the trunk was evaluated with a goniometer by visual assessment on the tangential-longitudinal plane of each sample. From the photographs of split tenacity samples,



an interlocked grain index (IGIndex) was calculated with ImageJ software (Schneider et al. 2012) to characterise each sample, given by the ratio of the surface deviation due to inclined grain to the radial dimension (respectively, S and R) (Fig. 1c, d). For more clarity, when referring to the variations in the grain angle from pith to bark and maximum amplitudes from negative to positive angles in IG samples, the terms “IG variations” and “IG amplitudes” respectively, are used hereafter. Microfibril angle Microfibril angles were measured using X-ray diffraction (XRD) on a 4-circle diffractometer (Gemini, Agilent Technologies, Santa Clara, USA) following the procedure described in Montero et al. (2012). The average microfibril angle of each sample was estimated using the ‘‘improved Cave’s method’’ (Yamamoto et al. 2001) which is more accurate when the angle is below 25°, which is the case for B. guianensis.



Wood mechanical properties Modulus of elasticity (MOE) MOE was measured on the elongated air-dry samples (R × T × L = 0.2 × 1 × 15  cm 3) after stabilisation in controlled conditions (23 ± 1 °C and 60 ± 2% RH). Tests were performed using non-contact forced vibrations of free–free bars. Specimens were supported by loose thin silk threads located at the nodes of the 1st mode of flexural vibrations. Vibrations were applied with an electro-magnet facing a thin iron plate glued to one end of the specimen and the displacement was measured at a vibration anti-node by a non-contact laser sensor. A frequency scan allowed detection of the first resonant frequency (in bending) from which the modulus of elasticity (MOE) was deduced according to the Euler–Bernouilli equation (Brémaud et al. 2012). Tenacity The purpose of this test is to reproduce cracks that might occur at the place of the fork when the two main axes of the crown undergo opposite charge loadings. To this end, the following experimental setup was designed in order to study if interlocked grain can limit the risk of trunk splitting at the place of the fork. In the 3 cm bottom part of radial planks, successive samples were produced from bark to bark along the radial direction (R × T × L = 4 × 3 × 3 cm3), as illustrated in Fig. 1a. The specific length of 4 cm in the R direction has been chosen in order to include a complete period of interlocked grain (the pattern being reproducible every 4 cm). Tenacity was measured on each of the samples, characterized
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Fig. 1  Tenacity test and measurement of the interlocked grain index (IGIndex) on split samples. a cutting of the radial bar; b experimental set up for fracture energy testing; c observation of the crack propaga-



tion from the pre-slit; d characterisation of the resulting crack profile and calculus of I GIndex (illustrations adapted from Hernandez and Almeida 2003)



by varying IG amplitudes, following the method described in Hernandez and Almeida (2003). The cubic samples were first glued on their RL faces to wood handles (Peltogyne sp., density = 0.87) (R × T × L = 10 × 4 × 3 cm3) using polyurethane glue and under press loading during 24 h. Then, a 1.6 cm pre-slit was sawn in the middle of the sample, as illustrated in Fig. 1b. The fracture energy, i.e. the energy necessary to split the sample in the TL fracture plan (Ashby et al. 1985)1, was measured using a strength piloted 3-points flexion test. On a sub-sample, tenacity tests were performed in both saturated and air-dry conditions and revealed that



moisture content had a minor impact on tenacity measurement (mean difference of − 2.04% from green to air-dry conditions; non-significant according to Kruskal–Wallis test: pv = 0.954).



1  In this work, the fracture system will always be characterised by two letters accordingly to Ashby et  al. (1985): here for example the first letter “tangential” indicating the direction normal to the crack plane and the second letter “longitudinal” referring to the direction of crack propagation.
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Modelling of trunk biomechanical behavior Description of the model trunks The influences of BD variations, IG variations and their combined effects on tree biomechanical behaviour were evaluated through finite element analysis. Six different trunks were modelled as cylinders with a radius R = 20 cm and a unitary length l = 1 m. Each trunk was characterised by three different radial patterns of fibre orientation (axial grain, spiral grain or IG) and two radial patterns of BD (constant BD or BD = f(r)).
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Fig. 2  a Variations in basic density (BD) with distance from the pith. Each individual is represented by one colour. b Variations in basic density (BD) with absolute distance from the pith. The solid line cor-



responds to the piecewise linear model emphasizing a change in slope (rupture point) at 9.48 cm from the pith for BD = 0.72 (dashed lines)



Variations of the parameters



the experimental relations proposed by Guitard (1987). The variations of grain angle within the trunk led to an orthotropic finite element model. Three load cases were simulated for each model: compression, flexion and torsion. A unitary displacement or rotation was applied in the corresponding direction. The reaction force was evaluated for each load case, thus making it possible to estimate the apparent stiffnesses of the structure. All the calculations involved static analyses and small strain assumption. A mesh convergence study was carried out, which led to a 200,300 elements model.



BD = f(r) Parameters were adjusted based on the average radial variations measured on the 11 trees (see “Results”). BD = constant A constant value BDeq was chosen to correspond to an equivalent construction cost like in the variable BD model. BDeq was thus calculated by integrating the BD variation along the radius in order to have an identical mass of the trunk model, leading to the following R formula: BDeq = R22 ∫0 r ⋅ BD(r)dr  , where r is the current radial coordinate in the cylindrical coordinates system of the trunk model. Axial grain the grain angle was considered as null. Spiral grain the grain angle (GA) (in degrees) was set as proportional to the radial coordinate r (in cm) such that GA = r (with GA = 0–20° when r = 0 to 20 cm). Interlocked grain GA = f(r) is a sinusoidal function adjusted based on the average radial variations obtained from the analysis of the wood traits (see “Results”). Mechanical simulations Finite element simulations were performed using Comsol Multiphysics® software to compare the axial compressive, transverse flexural and axial torsional stiffness of each model. The material behaviour was assumed to be elastic and transversely isotropic along the fibre direction. The modulus of elasticity (MOE) in the fibres direction was set according to the experimental results discussed below. The other elastic coefficients such as transverse modulus, shear modulus and Poisson’s ratios were adjusted according to



Results Radial variations in wood properties in the trunk Basic density (BD) In all individuals, BD was characterised by a major increase from pith to bark, ranging from 0.27 to 0.89 g cm−3. Figure 2a shows the BD radial profiles at breast height of the 11 trunks showing a radial increase in BD in all the trees. A rupture point in the average BD increasing curve is graphically observable in all individuals with a diameter greater than 20 cm (Fig. 2b). Thus, BD was better predicted by a model accommodating a changing slope at a radial position of 9.48 cm (AICc = − 1325.9, R2 = 0.83) than by a simple linear model (AICc = − 1109.23, R2 = 0.73, pv  0.65 g.cm− 3 Table 1  Details of the models of IG and BD variations within the radial profile used for finite element modelling Radial patterns



Corresponding model used for numerical analysis



Axial grain Spiral grain Interlocked grain Variable BD



Grain angle = 0° Grain angle = r Grain angle = r ⋅ sin(1.75 × r) If r ≤ 9.48, BD = 0.34 + 0.04 ×r If r ≥ 9.48, BD = 0.64 + 0.01 ×r MOE = 2.86 + 22.158 × BD BDeq = 0.736 MOEeq = 19.17 GPa



Constant BD



Fig. 5  Fracture energy from tenacity test as a function of IGindex measured on split samples



Modelling of the influence of BD and IG radial variations on trunk mechanical properties Despite some disparities between individuals, reproducible patterns of BD, MOE and IG were observed. Such observations enable the construction of reliable trunk models to study the mechanical properties of the B. guianensis tree. The radial patterns measured for BD and IG were implemented in the settings of the different model trunks and compared to the “axial grain and constant BD” model as a reference. The value used for the equivalent constant basic density for identical tree construction costs (BDeq) according to Eq. 1 was computed as 0.736. The equivalent MOE



(MOEeq), calculated from BDeq according to Eq. 2, was computed as 19.17 GPa. The different parameters used for numerical modelling are summarised in Table 1. Figure 6 illustrates the geometry of the simulated trunk corresponding to the IG model. Table 2 summarises the results of numerical simulations performed to assess the effect on trunk stiffness of variations in BD, grain angle (axial grain, spiral grain and IG) and their combination. In the case of axial grain, as expected, BD variations had no effect on compressive stiffness but increased flexural stiffness by 3% and torsional stiffness by 5%. For constant BD, compared to the axial model, spiral grain caused a strong increase in torsional stiffness (+ 25%) but a decrease in compressive and flexural stiffnesses (− 34 and − 24%, respectively). IG led to an even more significant improvement of torsional stiffness (+ 33%). But, unlike spiral grain, IG only slightly decreased compressive and
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flexural stiffnesses (− 6 and − 2%, respectively). For both constant and variable BD, IG always led to greater torsional stiffness than spiral grain. Grain angle influenced trunk stiffnesses more significantly than variations in BD. Indeed, the results of the combination of variable BD and variable grain angle were quite similar to those obtained by combining constant BD and variable grain angle. The models implemented show that a trunk with variable BD and IG ensures the highest torsional stiffness (140%) while maintaining most of the compressive and flexural stiffnesses.



Tree development and ontogenetic changes in BD and GA



Fig. 6  Example of a finite element model trunk in the case of an interlocked grain pattern. Colour levels indicate grain angles ranging from − 20° (green) to + 20° (red)



Figure 7 illustrates the development of B. guianensis with regard to the above-mentioned variations in wood properties, through the example of the different radial patterns observed in the biggest individual tree in our sample. The description of tree structure according to ASDs indicates that crown development has not yet started in trees with DBH lower than 20 cm. At this stage, the tree structure is characterised by an orthotropic trunk bearing several sequential branches (Fig. 7a, ASD1) and tree height growth results from the elongation of the trunk (Fig. 7b). The wood produced by trees in the ASD1 stage is of relatively high microfibril angle (around 20°) and low BD, which respectively, decreases and



Table 2  Details of the parameters used for the numerical simulations of the trunk models and their effect on computed stiffness in compression, flexion and torsion



Relative values are presented (where “constant BD and axial grain” model is the reference, i.e. stands as the 100% value)
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Fig. 7  Tree development and radial changes in wood properties along the different Architectural Stages of Development (ASD). a Schematic drawings of Bagassa guianensis development based on previous observations of tree architecture (Caraglio, unpublished) and measurements made in this study. b Tree height (circles) and crown stem volume (triangles) as a function of stem radius, regression were



fitted over DBH, and graphed over the stem radius (i.e. DBH/2) for convenience with the other graphs. c–e represent, respectively, the radial variations of basic density (BD), microfibril angle (MFA) and Grain angle within the largest tree sampled. f Illustration of the typical “Y”-like crown shape of Bagassa guianensis trees, built around two long opposite axes



increases dramatically with an increase in radial distance (Fig. 7c, d), whereas variations in the grain angle remain low (Fig. 7e). Conspicuous forks, i.e. the morphological marker of crown development, were observed in trees with DBH higher than 20 cm. At this stage, tree height growth results from the height growth of the first reiterated branches departing from the fork (Fig. 7b), whereas a few sequential branches remain present along the trunk (Fig. 7a, ASD2). Interestingly, the lowest value of DBH at breast height recorded in ASD2 trees (20  cm) corresponded approximately to the radial



distance value (9.48 cm) after which the rate of increase of BD slowed down (Fig. 7c). In parallel, the decrease in microfibril angle also slowed down and stabilised around a radial position of 15 cm (Fig. 7d). During ASD2 development, we also observed the onset of the increase in IG amplitude (Fig. 7e). The final stage (ASD3) is reached when the DBH increases until around 30  cm (Fig.  7b). In ASD3, the sequential branches have been shed, tree height continues to increase but the crown also expands laterally due to the development of new forks and new reiterated branches
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(Fig.  7a). Crown expansion is highlighted by a drastic increase in crown stem volume after 15 cm of stem radius (Fig. 7b). Both the number of reiterated branches and crown stem volume are highly correlated (Pearson correlation, ρ = 0.99, pv  
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