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IONIC LIQUIDS, POLYMERIZATION IN Introduction The first room temperature ionic liquid (RTIL), [EtNH3 ][NO3 ] (mp 12◦ C), was reported in 1914 (1), and since then a great deal of research effort has been exerted to exploit possible applications of these compounds. Initially, RTILs were used mainly as electrolytes in batteries or for metal electrodeposition; however, nowadays they are finding an ever increasing range of applications. Ionic liquids may be viewed as molten salts and are liquids containing only cations and anions at ambient or near ambient ( 
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