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Physical Constants of Poly(oxymethylene) K.-F. Muck Ticona, Kelsterbach, FR Germany Property



Value



Absorption Homopolymer (density 1.418-1.419 g/cm3) Equilibrium concentration, 600C Aniline (wt.%) m-Cresol (wt.%) Dimethylformamide (wt.%) Water (DIN 53 472, after 96 h), (mg) (wt.%) Gain in volume, 600C (vol.%) Aniline m-Cresol Dimethylformamide Average sorption coefficient, 25°C Water Activation Energy of Polymerization (kJ/mol) Of radiation induced trioxane In source polymerization Post polymerization > 500C 500



63 63



114.5 91.3 1.17 3.2-3.4 2.18 xlO 1 8



64 64 40 40 64



0 7.97 32.29 104.9 178.2 208.0



22



0 0.244 0.573 1.064 1.373 1.477 3.165±0.038 3.207 ±0.001 3.5-28.7 45 1492 56.6 55.39



22



Trioxane Boiling point (0C) Boiling point of azeotrope, 30% water, 70% trioxane (0C) Density, 65°C (g/cm3) Dielectric constant, 20°C, 1.6MHz Dipole moment Enthalpy (kJ/kg) OK 50K 100 K 200K 273.16 K 298.16 K Entropy (kJ/kg/K) OK 50K 100 K 200K 273.16 K 298.16 K 298.16K (gas, 1 bar) Explosive mixtures with air (vol.%) Flash point (0C) Heat of combustion, 23°C (kJ/mol) Heat of sublimation (kJ/mol) Heat of solution in dichloroethane at 5O0C: trioxane (cryst.) —> trioxane (soln.) (kJ/mol) Heat of vaporization at b.p. (kJ/mol) Melting point (0C) * Acoustic parameters.



15.0 ±0.1 41.5 40.6 62-64



22 65 64 64 73,89 73 65 80 73 65 38



Property



Value



Molecular weight Solubility in different solvents Solvents Specific heat (kJ/kg/K) OK 50K 100 K 200K 273.16K 298.16 K Vapor pressure at 25°C (kPa) Standard enthalpy, formation of trioxane (kJ/mol) Thermodynamic data, others Unit Cell Spacings



Refs.



90.08 See Ref. Water, alcohols and ethers



40 75



0 0.372 0.5767 0.8783 1.138 1.237 1.7 — 509 ± 5 -521±4 See Ref.



22



73 66 81 65



See Crystallographic Data



Vicat Softening Point (0C) DIN 53 460/ASTM D1525-65 T ASTM D1525 Homopolymer Copolymer



160-170



3



157 151 162



Viscosity - Molecular Weight Relationships [rj\ = K x Ma (ml/g)



138 138 73



See also corresponding chapter in this Handbook



FR*



WP*



Molecular weight range (xlO3)



0.66 0.724 0.81



? -



? 4 4



? 62-129 62-129



OS cited in Ref. LS LS



41 29 29



0.64 0.76 0.66 0.71 0.74



8 ? 7 7



4 -



1.1-92 ? 89-285 1.5-15 1.5-15



EG OS cited in Ref. LS EG EG



42 43 74 45 45



No. of samples Solvent p-Chlorophenol, 2% a-pinene IH, IH, 5H-octafluoropentanol-l Phenol - tetrachloroethane (25-75 wt.), 2% a-pinene Phenol Dimethylformamide Hexafluoroacetone sesquihydrate + triethylamine



t(°C)



K (xlO3)



130 60 110



54.3 41.3d 13.3



90 90 150 130 25



12.16 11.3 44.0 22.4 46.0



a



Method0



Refs.



a



Fractionated. ^Polymer unfractionated. C OS - Osmotic measurement; LS - Light scattering; EG - Viscosity measurement. "Winh-



Huggins coefficient fcH> ?7sp/c = V + ^nV2C Hexafluoroacetone hydrate 25°C Hexafluoroacetone-water mixtures Hexafluoroacetone-sesquihydrate 4-triethylamine, 25°C Hexafluoroacetone-water (1:1.7mol) +triethylamine, 25°C /?-Chlorophenol/2% a-pinene (600C)



0.41 See. Ref. 0.31 0.30±0.02 0.40



44 44 45 46 47



0.29 See Ref. 0.23 0.21



44 44 43 48



Volume Resistivity (ohm cm) Film 0.2 mm, DIN 53 482/ASTM D257-61



>1015



3



Water Absorption DIN 53472 (mg) After 96 h immersion



20-30



63



Schulz-Blaschke coefficient KSB, T?SP/C = KSB[V\



X



^hsp + [v]



Hexafluoroacetone hydrate, 25°C Hexafluoroacetone-water mixtures, 250C Phenol-tetrachloroethane, 1:3 (per weight), 900C



References page V-110



Property ASTM D570 (%) After 24 h immersion Homopolymer Copolymer Equilibrium, (50% r.h.) Homopolymer Copolymer Yield Stress (MPa) Homopolymer Copolymer



Value



Refs.



0.25 0.22



73 73



0.2 0.16



73 73



71 66



138 138
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alhambra container - jmuk - jean muck 

3 identicals forklifts (performance and look) front and electrical 48V. - with telescopical mast / triplex. - 4 wheels. - Equiped with 2 lights (48V/H3). - minimal lifting ...










 








broadcast brief - jmuk - jean muck 

Jams Kool. Herk Father of Hip Hop before the Zulu Nation. This phenomenon is spreading around the world, arriving in Tunis and the experience of the street is ...










 








card-index technical flesh - jmuk - jean muck 

Technical contact : Jean Muckensturm. 00 33 6 13 07 25 43 â€“ [email protected]. Artistical contact : Ali Salmi. 00 33 6 72 28 68 36 â€“ [email protected].










 








deQUORUM KF & KC Series Work Surface Portals ... - Legrand 

d'une scie sauteuse ou d'une fraiseuse portable. VÃ©rifier si le boÃ®tier s'adapte correctement Ã  l'ouverture pratiquÃ©e. Au besoin, limer l'ouverture soigneusement ...










 








deQUORUM KF & KC Series Work Surface Portals ... - Legrand 

and properly grounded in compliance with requirements of the ... If liquid enters the unit, promptly disconnect breaker or unplug power and allow to dry ...










 








metamorphose d'une melodie - jmuk - jean muck - jeanmuck - jean 

Page 1 ... distance). Transport and Travel 1 actor, 1 technical manager, 1 technician video, 1 video director ... 1 light table type Avab Presto, Pronto existing disk.










 








FR (FR) 

FLASH EUROBAROMETRE. Instaurer le marchÃ© unique des produits verts. UE27. Nombre d'interviews: 25.568. Dates de terrain: 04/12-10/12/2012. FR.










 








Sicherheitsdatenblatt 238939 (fr-FR) 

Contient Mélange de 5-Chloro-2-méthyl-2H-isothiazol-3-one et ... Après contact avec la peau: Peut entraîner une sensibilisation par contact avec la peau.










 








Sicherheitsdatenblatt 237138 (fr-FR) 

13 sept. 2010 - Special Provisioning: A3 A803. ERG: 8L. 14.7 Transport en vrac conformément à l'annexe II de la convention Marpol 73/78 et au recueil IBC.










 








Sicherheitsdatenblatt 238926 (fr-FR) 

3 déc. 2009 - Eviter la formation d'aérosol ou de brouillard. Eviter tout contact prolongé et intense avec la peau. Assurer une aération suffisante. Porter un ...










 








FR FR DÉCLARATION ÉCRITE 

12 mars 2012 - PARLEMENT EUROPÉEN. 2009 - ... des citoyens de l'Union européenne", ... 3. charge son Président de transmettre la présente déclaration, ...










 








Sicherheitsdatenblatt 238973 (fr-FR) 

3 déc. 2009 - Solution de calibrage ... Eviter tout contact avec les yeux, la peau et les vêtements. ... Eviter tout contact prolongé et intense avec la peau.










 








Sicherheitsdatenblatt 238xx9 (fr-FR) 

20 janv. 2010 - ... rincer les yeux sous l'eau courante pendant quelques minutes. En ... 1303-96-4 Tétraborate de disodium x 10 H2O (SVHC) France: VME.










 








Sicherheitsdatenblatt 238271 (fr-FR) 

21 févr. 2011 - Téléphone: +41 58 610 12 76, E-mail [email protected] ... Eviter une infiltration dans le sol, les plans et voies d'eau et les canalisations.










 








Sicherheitsdatenblatt 238928 (fr-FR) 

20 avr. 2011 - Téléphone: +41 58 610 12 76, E-mail: [email protected] ... Éviter une infiltration dans le sol, les plans et voies d'eau et les canalisations.










 








Parlemeter 2017 FR (FR) 

27.881 interviews. 23/09 - 02/10/2017. 1.016 interviews. 23/09 - 02/10/2017. FRANCE. MÃ©thodologie: face-Ã -face. 1. Q11. Q11ET. EUROBAROMÃˆTRE 88.1. 1.










 








Sicherheitsdatenblatt 237139 (fr-FR) 

13 sept. 2010 - Téléphone: +41 58 610 12 76, E-mail [email protected] .... Eviter une infiltration dans le sol, les plans et voies d'eau et les canalisations.










 








Sicherheitsdatenblatt 237438 (fr-FR) 

8 mai 2012 - 1.3 Renseignements concernant le fournisseur de la fiche de données de sécurité. Nom de la société: Hamilton Bonaduz AG. Rue/B.P.:.










 








Sicherheitsdatenblatt 238336 (fr-FR) 

23 mai 2014 - Tampon redox 650 mV. Numéro de ... En cas de réaction cutanée, consulter un .... 10.3 Possibilité de réactions dangereuses. Réagit avec les ...










 








Sicherheitsdatenblatt 237438 (fr-FR) 

Solution de nettoyage B. Numéro de matière 237438. Mise à jour: ... Numéro de document 608579/02, édité par HAMILTON Bonaduz ... avec Qualisys SUMDAT ...










 








Sicherheitsdatenblatt 238935 (fr-FR) 

20 avr. 2011 - Conductivity Standard 100 mS/cm ... Service responsable de l´information: ... SECTION 3: Composition / informations sur les composants.










 








Sicherheitsdatenblatt 238927 (fr-FR) 

20 avr. 2011 - assistance médicale est indispensable. Après contact avec la peau: .... Point de fusion/point de congélation: aucune donnée disponible.










 








Sicherheitsdatenblatt 238272 (fr-FR) 

22 juil. 2018 - Solution tampon, solution de calibrage. 1.3 Renseignements concernant le fournisseur de la fiche de données de sécurité. Nom de la société:.










 








Sicherheitsdatenblatt 238228 (fr-FR) 

14 déc. 2010 - SECTION 1: Identification de la substance/du mélange et de la société/l'entreprise. 1.1 Identificateur de produit. Nom commercial du produit:.
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